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übernehmen und mir darüber hinaus Einblicke in die Prozesssimulation ermöglicht hat.
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Abstract

In the last decades, the successful alloy development in the field of titanium aluminides (TiAl)

has led to the replacement of heavy Ni-base alloys in aerospace and automotive propulsion

systems. Thereby, the used TiAl alloys, based on the intermetallic γ-TiAl phase, reach

maximum service temperatures of about 750 ◦C and are manufactured via casting and/or

forging. To increase the field of application for γ-TiAl based alloys, this thesis aims for

higher application temperatures as well as new processing routes, i.e. predominantly powder

metallurgical approaches like additive manufacturing.

However, the additive manufacturing via electron beam melting (EBM) of established

alloys presents process-related challenges. Therefore, the thesis deals with the process-

microstructure-property relationship of EBM-manufactured TiAl and uses this knowledge

to design new process-adapted TiAl alloys of the 4th generation. This required a detailed

microstructural characterization of the samples built with different process parameters with

advanced methods as transmission electron microscopy, high-energy X-ray diffraction studies,

energy dispersive X-ray spectroscopy, and mechanical testing up to 850 ◦C. The results show

that the new alloys were chemically as well as microstructurally isotropic after manufacturing

EBM samples with optimized parameters and a designed subsequent heat treatment.

In parallel, the alloy powders were investigated after densification via spark plasma

sintering (SPS), a manufacturing method that allows the evaluation of new alloys and their

microstructures completely on solid-state processes without re-melting and, more specifically,

the impact of varying Al contents, as it is pronounced in EBM specimens. Based on ex- and

in-situ experiments, the kinetic and stability of nm-sized precipitates could be established

for optimal high-temperature properties.

Finally, the entire gained knowledge enabled the manufacturing of a resilient prototype of a

new γ-TiAl based alloy of the 4th generation for high-temperature aerospace applications.
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Kurzfassung

Entwicklung von TiAl-Legierungen für die Anforderungen

der additiven Fertigung und Hochtemperaturanwendung

In den letzten Jahrzehnten haben die erfolgreichen Legierungsentwicklungen auf dem

Gebiet der Titanaluminide (TiAl), als Ersatz für die schweren Ni-Basislegierungen,

zum Einsatz in Antriebssystemen der Luftfahrt und Automobilindustrie geführt. Dabei

erreichen die eingesetzten TiAl-Legierungen auf Basis der intermetallischen γ-TiAl Phase

maximale Einsatztemperaturen von ca. 750 ◦C und werden durch Guss und/oder Schmieden

hergestellt. Um den Einsatzbereich von γ-TiAl Legierungen zu erweitern, zielt diese Arbeit

auf höhere Einsatztemperaturen sowie auf neue Verarbeitungswege ab, letzteres vor allem

in Richtung Pulvermetallurgie, wie der additive Fertigung.

Jedoch weist die additive Fertigung mittels Elektronenstrahlschmelzen (EBM) von

etablierten Legierungen prozessbedingte Herausforderungen auf. Daher beschäftigt sich

diese Arbeit mit der Prozess-Mikrostruktur-Eigenschafts-Beziehung von EBM-gefertigtem

TiAl und nutzt dieses Wissen zur Entwicklung neuer prozessangepasster TiAl-Legierungen

der 4. Generation. Dies erforderte eine detaillierte mikrostrukturelle Charakterisierung der

Proben, welche mit unterschiedlichen Prozessparametern hergestellt wurden, durch moderne

Methoden wie Transmissionselektronenmikroskopie, Hochenergie-Röntgenbeugungsstudien,

energiedispersiver Röntgenspektroskopie und mechanischer Prüfung bis zu 850 ◦C. Die

Ergebnisse zeigen, dass die neuen Legierungen nach der Herstellung von EBM-Proben

mit optimierten Prozessparametern und einer anschließenden Wärmebehandlung sowohl

chemisch als auch mikrostrukturell isotrop sind.

Parallel wurden die Pulver der Legierungen mittels Spark-Plasma-Sintering konsolidiert

und anschließend untersucht. Diese Fertigungsmethode ermöglicht die Bewertung

neuer Legierungen und deren Gefüge ohne den Einfluss von variierenden Al-Gehalten,

wie es in EBM gefertigten Proben ausgeprägt ist. Basierend auf ex- und in-situ

Experimenten konnte die Kinetik und Stabilität von nm-großen Ausscheidungen für

optimale Hochtemperatureigenschaften ermittelt werden.
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Kurzfassung

Schließlich konnte durch die gewonnenen Erkenntnisse die Herstellung eines

belastbaren Prototypen aus einer neuen γ-TiAl Legierung der 4.Generation für die

Hochtemperaturanwendungen in der Luft- und Raumfahrt durchgeführt werden.
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Chapter 1

Motivation and scope

Research and development of materials and technologies have always been driven by the

pursuit of efficiency. Thus, aerospace and automotive propulsion systems become lighter and

reach higher service temperatures every day, due to the introduction of novel tailor-made

materials. Such improvements are essential to respond to the climate crisis in a significant

way.

One promising class of materials, which is capable of satisfying these demands for improving

efficiency, is the category of intermetallic titanium aluminides (TiAl). TiAl alloys based

on the γ-TiAl phase are lightweight, i.e. a density of roughly 4 g·cm−3, and possess

excellent high-temperature properties, i.e. strength and creep resistance up to 750 ◦C [1, 2].

Consequently, those alloys have already entered application as turbine blades [3, 4] in aircrafts

as well as valves [5, 6] or turbocharger turbine wheels [7, 8] in automotive engines. One

example is the TNM alloy consisting of Ti-43.5Al-4Nb-1Mo-0.1B in at.%, which successfully

substituted the twice as heavy blades of Ni-base alloys in low-pressure turbines [3]. Besides

the excellent mechanical properties of the TNM alloy, the success of this alloy rests upon its

manufacturing via casting and subsequent forging under near-conventional conditions, due

to the specific process-adapted design of the alloy composition, which was developed at the

Department of Materials Science, Montanuniversität Leoben [9–12]. This γ-TiAl based alloy

of the 4th generation, the so-called process-adapted TiAl alloys, reach service temperatures

up to 750 ◦C, which represents the maximum in the application of this class of materials

[2, 5, 13].

Currently, powder metallurgical approaches such as additive manufacturing (AM) are on the

rise, attempting to substitute investment casting and forging of TiAl alloys by the near-net-

shape manufacturing of components [14, 15]. Thereby, the AM technique of electron beam

melting (EBM) is mainly used to additively manufacture well-known alloys, like the well-

known Ti-48Al-2Cr-2Nb (Ti-48-2-2, in at.%) alloy and the TNM alloy, which are originally

developed for processing by means of investment casting and forging, respectively. Thus,

certain challenges arise during the additive manufacturing of those conventional TiAl alloys,
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1. Motivation and scope

e.g. an inhomogeneous phase distribution as well as the formation of a texture [16–20].

Those challenges have to be understood and further overcome by thorough investigation to

ensure a successful manufacturing of a resilient TiAl component for application in propulsion

systems.

The service temperature limit, as well as the processability by AM of TiAl alloys, provoked

the scope of this thesis: on the one hand to exceed the current application limitations

of state-of-the-art TiAl alloys, e.g. the TNM alloy, and on the other hand, to overcome

previously mentioned challenges of the powder metallurgical approach to build a resilient

TiAl prototype by EBM. The investigations carried out for this purpose were part of the

”NextTiAl” project (03XP0088C), which was funded by the Federal Ministry of Education

and Research (Bundesministerium für Bildung und Forschung, BMBF), Germany [21]. Three

alloys emerged from this project: so-called BMBF1, BMBF2, and BMBF3, designed in

cooperation with the Montanuniversität Leoben. The alloys are part of this thesis whose

entire scope is shown in Fig. 1.1 in a schematic flowchart. The workflow starts on the left-hand

side with the characterization of the start material and its properties for the manufacturing

process, i.e. the high-quality TiAl powder, which is emphasized in Publication A1.

Figure 1.1: Schematic illustration of the thesis scope; the flowchart shows the two powder
metallurgical approaches, i.e. spark plasma sintering (SPS) and EBM, supplied with high-
quality powder. The SPS publications1 were used to investigate alloys tailor-made for
high-temperature application regarding chemical composition and microstructure, whereas
the EBM publications aim to identify and overcome process-related challenges for the
manufacturing of resilient TiAl components.

The powder metallurgical SPS process was used to densify alloy powder for detailed

characterization, regarding microstructure evolution and stability as well as mechanical
1The capital letters refer to the bibliographic detail of the publication in chapter 5.1 as well as to the

respective sections A–F in the appendix.
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1. Motivation and scope

properties. The advantage of this process is that it needs just small amounts of powder and

is only minor influenced by the process itself when compared to the EBM process. At first,

PublicationB evaluates the SPS process by investigating the TNM alloy as a benchmark.

Then, in PublicationC, SPS was used to generate and concurrently evaluate a novel alloy,

i.e. a high Al containing near-α Ti-base alloy reinforced with intermetallic Ti3Al phase,

which exceeds its former service temperature limit. Finally, two novel TiAl alloys were

evaluated in Publication F regarding their potential to overcome the current application

limits of TiAl alloys, i.e. high-temperature resistance by maintaining room temperature

(RT) ductility.

Parallel, the BMBF alloys were investigated with respect to their processability via EBM.

PublicationD demonstrates the design criterion for γ-TiAl based alloys to prevent the

formation of anisotropic properties as most components experience multiaxial stress during

application. Publication E focuses on the EBM process itself and the resulting process-

microstructure-property relationship.

The gained knowledge should finally merge in a novel process-adapted γ-TiAl alloy of the

4th generation, which enlarges the field of application and allows the production of TiAl

components via AM.
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Chapter 2

State of the art

2.1 Intermetallic Ti-Al alloys for high-temperature

application

2.1.1 Four generations of γ-TiAl based alloys

Alloys based on the intermetallic γ-TiAl phase are used in structural high-temperature

application in the automotive and aerospace industry due to their low density, high specific

strength as well as good creep and corrosion resistance at their service temperatures up

to 750 ◦C. Therefore, this material class succeeded to substitute the twice as heavy Ni-

base alloys as valves, turbocharger wheels and turbine blades to enhance the efficiency of

propulsion systems [3, 5, 8, 22].

The base of TiAl alloys forms the binary Ti-Al phase diagram established by Schuster and

Palm [23], shown in Fig. 2.1. Therein, binary alloys with an Al content between 42-48 at.%

provide the 1st generation of engineering TiAl alloys [1]. At elevated temperature, two

disordered phases exist for these alloys in the binary phase diagram: the hexagonal α-Ti(Al)

(A3 structure) and the body-centered cubic (bcc) β-Ti(Al) phase (A2 structure). Whereas

at lower temperatures, e.g. service temperature, these binary alloys consist of two ordered

phases: the hexagonal α2-Ti3Al phase (D019 structure), which is the ordered counterpart of

α, and the face-centered tetragonal γ-TiAl phase (L10 structure), which denominates the

material class [1, 23, 24]. The γ phase is the main phase of γ-TiAl alloys and carries

the plastic deformation by the motion of ordinary dislocations with the Burgers vector

b = 1/2 〈110] and mechanical twinning with b = 1/6 〈112̄] on {111} planes [25–29].

Based on the phase diagram in Fig. 2.1, the engineering γ-TiAl alloys, i.e. 42-48 at.% Al, can

be distinguished by their solidification paths. Below 45 at.% Al, the alloy solidifies through

the single β phase field region, i.e. L→ L+β → β → β+α → . . . . For casting of TiAl alloys,

this solidification ensures a fine grain and isotropic microstructure [30–32] due to the random
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2.1 Intermetallic Ti-Al alloys for high-temperature application

Figure 2.1: The binary Ti-Al phase diagram according to Schuster and Palm [23] wherein the
single phase field regions are colored and the corresponding crystal structures are illustrated.
Note that the βo phase is introduced too, due to its relevance for non-binary alloys, see text.

transformation of α from β by 12 possible crystal orientation transformations according to

Burgers [33]. On the contrary, binary TiAl alloys with higher Al contents solidify peritectic,

i.e. L → L + β → α(+β) → . . . , which is prone to segregation and crystalline anisotropy

[30, 34, 35]. However, those binary alloys of the 1st generation with only small quantities of

alloying elements did not satisfy the requirements for application regarding strength, creep

and oxidation resistance. Therefore, the impact of further alloying elements was considered.

As a consequence, the 2nd generation of γ-TiAl alloys was introduced and their composition

can be summarized as follows:

Ti− (45− 48)Al− (1− 3)X − (2− 5)Y − (< 1)Z, (2.1)

where X = Cr, Mn, V; Y = Nb, Ta, W, Mo; and Z = Si, B, C (in at.% unless stated

otherwise). In the framework of extensive research, the X elements lead to an increase in

ductility [1, 24], whereas the heavy Y elements benefit the creep resistance due to their

sluggish diffusion. Besides, Y elements act as strong β stabilizers, which means that the

addition of those elements increases the stability range of the bcc β phase in the phase

diagram [1, 36]. Therefore, in Al lean γ-TiAl alloys, it is also possible that β is stable down

to RT, however, in course of cooling, an ordering reaction according to β → βo-TiAl (B2

structure) takes place. The βo phase is still bcc [37, 38], as shown in Fig. 2.1, but the long-

range-order reinforces the phase, thus decreases the ductility [39, 40]. Hence, the appearance

of the βo phase is prevented in 2nd generation alloys. Finally, the Z elements were introduced

to form precipitates to either improve the creep resistance, i.e. Si for silicides ζ-Ti5Si3 (D88
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2.1 Intermetallic Ti-Al alloys for high-temperature application

structure) [41–44] and C for carbides p-Ti3AlC (E21 structure) [43, 45–47], or to refine the

microstructure via heterogeneous nucleation, i.e. B for borides TiB (B27 structure) [1, 48].

The most prominent alloy in the 2nd generation is the Ti-48Al-2Cr-2Nb alloy. It gained

its recognition through its installation as cast blades in the last stage of the low-pressure

turbine of the GEnX jet engine from General Electrics (GE) in 2011 [3]. Nevertheless, despite

excellent material properties, the service temperature of the 2nd generation Ti-48-2-2 alloy

was limited to about 700 ◦C [13, 49, 50].

In order to exceed this temperature limitation, the content of the alloy elements was adjusted

in the 3rd generation of the γ-TiAl alloys, which is written as follows:

Ti− (42− 48)Al− (0− 10)X − (0− 3)Y − (0− 1)Z − (0− 0.5)RE, (2.2)

where X = Cr, Mn, Nb, Ta; Y = W, Mo, Zr; Z = Si, B, C and RE, which denotes rare

earth elements [22]. Besides the already mentioned effects of the alloying elements, Zr can

be addressed as an effective solid solution strengthener for γ-TiAl based alloys as Zr tends

to partition rather into the γ phase than βo, thus showing the opposite behavior than W

and Mo [36, 51, 52]. Furthermore, the element C is also added due to its stabilizing effect of

the α/α2 phase, thus increasing the single α phase field region and minimizes the lamellar

spacing, i.e. crucial for the creep strength [53–55], discussed in detail in section 2.1.2.

Examples of a 3rd generation alloy are the so-called TNB alloys with high contents of Nb

(5-10 at.%) and small amounts of B and C. These alloys exhibit tensile strength values up to

1000MPa at RT and the high amount of Nb acts beneficial for creep resistance by impeding

diffusion [48, 56, 57] as well as Nb improves the oxidation resistance by its integration into

the protective oxide-layer [58–60]. In addition, up to 2% plastic strain can be maintained by

facilitating mechanical twinning within the γ phase by decreasing the stacking fault energy

with Nb additions [56, 61]. However, the lack of presenting a reliable processing route for

this kind of high strength alloys leads to one further consideration in the design of γ-TiAl

alloys: the processibility. Therefore, the engineering β-solidifying TNM alloy was developed

with a nominal composition of Ti-43.5Al-4Nb-1Mo-0.1B, which, although chemically a

3rd generation alloy, represents a 4th generation TiAl alloy, the so-called process-adapted

γ-TiAl based alloys. The TNM alloy was adapted to be forgeable in the as-cast state

under near-conventional conditions by utilizing the 12 independent slip systems of the bcc

β phase [9, 22]. The success of this approach led to the introduction of forged TNM blades

into the Geared-Turbofan engine built by Pratt & Whitney and MTU in 2014 [4]. Further

investigations on the TNM alloy result in the development of the TNM+ alloy, whose creep

resistance exceeds those of the TNM alloy through the addition of C and Si [42, 62].

To this day, the TNM and TNM+ alloy represent the state of the art for high-temperature

application of TiAl alloys and act as a common benchmark for the research and development

of new γ-TiAl based alloys and novel processing routes, e.g. Refs. [5, 19, 63–68].
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2.1 Intermetallic Ti-Al alloys for high-temperature application

2.1.2 Link between microstructure and mechanical properties

Besides the chemical composition, the microstructure is key for the successful technical

application of TiAl alloys. Usually, the microstructure is adjusted via a two-step heat

treatment: The first step is set around the solvus temperature of the γ phase (Tγ,solv) and

the second step below the eutectoid temperature (Teu, where α → α2+γ) and, concurrently,

above the aimed service temperature to ensure microstructural stability [22, 69]. A large

number of microstructures can be adjusted depending on the temperature of the first step,

e.g. near gamma (NG), nearly lamellar gamma (NLγ), duplex (D), . . . , which are described

in detail in Refs. [10, 69–72]. The highest creep resistance can be achieved through a so-

called fully lamellar (FL) microstructure consisting solely of α2/γ colonies and occasional

precipitates, as illustrated in Fig. 2.2. This FL microstructure is adjusted above Tγ,solv within

the single α phase field region, see Fig. 2.1. Within a single phase field region, chemical

inhomogeneities dissolve, which is particularly relevant in EBM manufactured TiAl samples,

where Al variations arise, as explained in detail in section 2.2.3. However, during this heat

treatment within the single α phase field region, the α grains tend to coarsen extensively,

resulting in a low ductility at RT [73, 74]. Therefore, Kastenhuber et al. [62] proposed the

so-called ”Si-effect” in TiAl alloys, where ζ-silicides as well as other stable precipitates, e.g.

borides, impede grain boundary movement, thus keeping the colony size below 100 µm in

the FL microstructure. Besides the prevention of grain growth during the heat treatment,

a fine-grained starting microstructure is a beneficial precondition for the adjustment of a

fine-grained FL microstructure [75, 76], as for example it is provided by EBM, as well as

by SPS due to short dwell times. During cooling from the single α phase field region,

Figure 2.2: Scanning electron microscope (SEM) image and schematic illustration of a α2/γ
colony with occasional precipitates in a FL microstructure, adjusted within the single α
phase field region followed by a specific cooling rate. Due to a fine initial microstructure as
well as the Si-effect, a colony size below 100 µm can be maintained for a high creep resistance
at service temperature and moderate ductilities at RT. See text for more details.
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2.1 Intermetallic Ti-Al alloys for high-temperature application

the α phase transforms into lamellar α2/γ colonies according to the Blackburn orientation

relationship [77]. Since this transformation is diffusion controlled, it applies that the higher

the cooling rate, the finer the resulting lamellae in the colonies, thus higher strength and

creep resistance is achieved [74, 78]. However, an extremely fine lamellar spacing facilitates

the formation of cellular reaction (CR) at service temperature, which is the decomposition

of the lamellae to minimize surface energy, starting at the colony boundaries according to

α2/γ → α2 + γ + βo. Then, this fine-grained CR acts as a glide agent between the colonies,

thus deteriorates the creep resistance [62, 79]. For example, although the FL microstructure

of the TNM and TNM+ alloy provides excellent creep resistance up to 800 ◦C, its fine-lamellar

microstructure decomposes by the CR, also encouraged by the low Al content of the TNM

alloy, which benefits the βo formation. Therefore, given the fact that the FL microstructure

is designated as the most creep resistant microstructure, its stability has to be taken in

consideration in the course of the alloy design. Furthermore, the single α phase field region

has to be present, as it is not the case for the nominal TNM alloy [69], to adjust a creep

resistant FL microstructure via heat treatment to exceed the current temperature limit of

TiAl alloys.

2.1.3 Near-α alloys with intermetallic α2 phase

At last, another material class of high-temperature Ti-base alloys should be mentioned in the

course of this thesis, the near-α alloys, such as the Ti6242S alloy with a nominal composition

of Ti-10.6Al-0.8Sn-2.1Zr-1Mo-0.2Si (Ti-6Al-2Sn-4Zr-2Mo-0.1Si m.%, so-called Ti6242S).

Although it is not a TiAl alloy, the alloy achieves a temperature stability up to 550 ◦C

[80–83]. The Al content improves the oxidation resistance as well as the strength. The latter

stems from forming intermetallic α2-Ti3Al in the α matrix. Those precipitates form during

a final aging step around 600 ◦C in nanometer-size and are effective barriers for dislocation

glide, i.e. during tensile tests, and climbe, i.e. during creep tests [80, 84, 85]. The addition

of solid solution strengthening elements, such as Sn, Zr or Mo, further improves the strength

of near-α alloys. Besides, those alloys benefit from a RT ductility of more than 10%.

However, state-of-the-art Ti-based alloys, as the Ti6242S alloy, disintegrated above 600 ◦C,

regardless of which microstructure. Due to the fact that Ti-base alloys are currently under

consideration to be manufactured via AM as well [16, 86, 87], there is also a demand for

new process-adapted alloys for higher service temperatures. First attempts to increase their

field of application were the development of so-called near-α2 alloys with an elevated Al and

Nb content [88, 89]. Therefore, the investigations overlap with the aims of the TiAl research.
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2.2 Advanced powder metallurgical technologies

2.2.1 Production of metal powder by gas atomization

Currently, new processing approaches are under evaluation for industrial-scale manufacturing

of high-temperature components in aerospace and automotive industries, by SPS or EBM.

Their process-related features need to be researched in detail, to utilize their characteristics

with new process-adapted 4th generation γ-TiAl alloys as well as new Ti-base alloys in the

near future.

Metal powder is the starting material for the manufacturing of components via SPS or

EBM. The technique of gas atomization is a common method to produce spherical metal

powder on an industrial scale [90]. Since molten γ-TiAl and Ti-base alloys are highly

reactive, the crucible-free EIGA (electrode induction melting gas atomization) technology

has been applied to atomize these alloys. Thereby, small amounts of molten material form by

inductively heating the tip of the rotating electrode, see Fig. 2.3a [91–94]. The TiAl ingots

used as electrodes have to be free of large-scale segregations in order to produce homogeneous

powder as no homogenization takes place in the small amount of molten material on the

tip. The resulting melt jet from the tip is dispersed by Ar-inert gas into melt droplets,

which solidify into spherical powder [93, 95]. Figure 2.3b shows the corresponding particle

size distribution of EIGA-processed TiAl powder [91] and a SEM image of such powder

particles. The high purity and roundness of the powder particles are a precondition for

γ-TiAl and Ti-base powder to manufacture high-quality components. This means that high

amounts of interstitial impurities, e.g. O, decrease the plasticity of the alloys [96–98], whereas

Figure 2.3: a) Schematic illustration of the EIGA process according to Ref. [91]. The EIGA
technology is used for the manufacturing of high-purity TiAl or Ti-base alloy powder by using
Ar as inert gas. b) SEM image of the spherical EIGA powder together with the cumulative
particle size distribution [91], wherein the recommended powder particle range of the EBM
process is entered.
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misshaped powder particles decrease the flowability and bulk density, which complicates the

even application of powder, e.g. during EBM [99–101]. Besides, the size of the powder

particles is decisive for the processing technology, whereby the recommended range for EBM

is between 40 - 100 µm [16, 102, 103] and for SPS < 200 µm [104]. Those demands on

size ensure a stable processing, discussed in detail in the next sections. However, those

requirements limit the valuable fraction of the EIGA powder. In case of the EBM process

solely 50m.% is used (see Fig. 2.3b), whereas for SPS almost 100% can be processed. The

evaluation of those powder properties as well as their influence on the finished component is

addressed further in detail in this thesis in Publication A and in chapter 3.1.

2.2.2 Spark plasma sintering

The technique of SPS consolidates metal powder into bulk or even near-net-shape

components, as demonstrated in Refs. [105–107] on the basis of a TiAl turbine blade. In

general, for the manufacturing via SPS, the powder is inserted into a graphite die and

uni-axial stress together with pulsed electric current is applied in a water-cooled vacuum

chamber [104], as schematically illustrated in Fig. 2.4. The quantity of necessary powder

corresponds to the cavity of the graphite die. In the first stage of the powder consolidation,

the pulsed electric current leads to a micro-spark discharge in the gaps between adjacent

powder particles, whereby high temperatures are reached and, thus, the formation of sinter

necks between the particles begins. Besides, it was originally claimed that plasma is formed

between the powder particles during SPS which cleans the powder particle surface from

oxides, which, however, is still under debate. Nevertheless, both aspects, the sparks as well

as the claimed plasma, nominate the SPS manufacturing. After the first stage, where the

powder particles connect via sinter necks, the porose bulk is heated via Joule heating, thus the

bulk sinters below the solidus temperature of the alloy to its final density [104, 107]. Thereby,

different dwell temperatures and times can be chosen, which facilitate the adjustment of

different microstructures within the SPS unit, as shown for γ-TiAl based alloys [108–110].

Thereby, it could be shown that due to the short processing times achievable by SPS,

i.e. heating rates of up to 1000K/min and dwell times of single minutes, grain growth

can be restricted, which is crucial for the ductility of TiAl. However, concurrently, these

short processing times are only achievable by moderate sample sizes due to a necessary

homogeneous thermal distribution within the sample. Moreover, the larger the samples the

lower is the cooling rate, which is an essential parameter for adjusting a high-strength and

creep resistant microstructure in γ-TiAl based alloys, as already explained in chapter 2.1.2

[111]. Nevertheless, the consolidation of powders into bulk discs with up to 80mm in

diameter allows the characterization and evaluation of alloys on a microstructural and

mechanical scale as shown by Couret et al. [49]. Besides the consolidation of pre-alloyed

powder, the technique of SPS allows the use of powder blends. Thus, TiAl and ODS
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Figure 2.4: Schematic illustration of the densification of metal powder via the technique of
SPS under applied uni-axial load and pulsed electric current.

(oxide dispersion strengthened) particle blends could be characterized [112] or new near-

α Ti alloys could be generated [113] in a straightforward manner, not possible via casting.

Other promising examples for SPS are Ti metal matrix composites (Ti-MMC), which show

enhanced mechanical properties [114–119]. Ozerov et al. [114] could manufacture a Ti-MMC

by solely blending a near-α Ti and a TiB2 powder. Those examples show that SPS is a

rather fast and independent method to consolidate powder for the design and investigation

of γ-TiAl based alloys and Ti-alloys as it is also shown in Publication B, C and F.

2.2.3 Electron beam melting

AM of metal components is a strong driving force in research and development [16, 120, 121].

On the one hand, new functionalities can be introduced in components on a scale and

flexibility which was not possible before, e.g. amorphous composites [122, 123] or near-

net-shape Ni-base single crystals [124–126]. On the other hand, a new freedom of design

was facilitated, which was inconceivable with conventional industrial casting, e.g. the

manufacturing of bionic geometries to make components lighter, as shown by Refs. [127, 128].

For γ-TiAl alloys in particular, the declared goal is near-net-shape manufacturing of

components, such as turbine blades, to decrease the buy-to-fly ratio of components by a

material-efficient production [3, 15, 129–131].

In general, two AM techniques are currently used to build near-net-shape metal components

based on a powder-bed: selective laser melting (SLM) [131–134] and EBM [102, 103, 132].

SLM uses a laser beam in an inert gas atmosphere, whereas EBM requires a vacuum condition

to operate the utilized electron beam. However, EBM facilitates to defocus the electron beam

via electromagnetic lenses to preheat the powder bed and the component. This standard

option of preheating the component is the main reason, why EBM is the AM technique of
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choice for γ-TiAl based alloys, which suffer from low ductility below the brittle-to-ductile-

transition-temperature (BDTT) of 700-900 ◦C [1]. Therefore, the preheating above BDTT

prevents thermal cracking by residual stress. Figure 2.5a shows a schematic illustration of an

EBM unit and its main components whose function is described in the following. In principle,

the EBM process can be represented as a cyclical sequence of four steps: i) powder deposition,

ii) preheating, iii) selective melting and iv) lowering of the platform, schematically illustrated

in Fig. 2.5b. In detail, during i), powder stored in the hopper is deposited by the so-called

rake. Thereby, the rake moves from left and right and vice versa until the powder layer is

evenly applied. Emphasize that a low flowability of the powder can impede the formation of

an even powder-bed, which can result in critical bonding faults [101]. In step ii) the electron

beam is defocused via electromagnetic lenses and the scanning speed is increased to preheat

the powder bed with low energy input. Thereby, the temperature of a thermocouple attached

below the start plate acts as a control value. During the manufacturing of γ-TiAl alloys,

the preheating temperature is above 1000 ◦C to exceed BDTT. In addition, the preheating

results in the slight sintering of the powder, which is essential to prevent the abrupt dusting

of the negatively charged powder particles. This phenomenon, so-called smoke, aborts the

building job and occurs especially when the powder contains a high fraction of fine particles,

i.e. smaller than 40 µm. Next, iii), the focused electron beam selectively melts the powder

on locations where the component has to be built. Thereby, a lot of process parameters can

Figure 2.5: Schematic illustration of a) an EBM unit and b) the cyclical sequence to build
an EBM component, described in detail in the text.
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be set: the scan strategy, the hatching distance (HD), the deflection speed (v) and the beam

current (I). The HD, v and I can be summarized by the area energy (EA):

EA =
U · I

v ·HD
=

EL

HD
, (2.3)

where U is the constant acceleration voltage (60kV) and EL is the line energy, which is also

often used as an energy value. After selective melting, in step iv), the platform with the

start plate, the component, and the powder is lowered by an individual layer thickness (t).

In case of EBM, t is between 75 and 150µm. Afterwards, the sequence starts continuously

until the component is finished. The final component is enclosed in a so-called powder-cake,

i.e. sintered powder, which is removed during post-processing via powder-blasting using the

same powder to prevent cross-contamination.

The near-net-shape manufacturing of TiAl turbine blades or turbocharger wheels was already

accomplished via EBM [14, 15, 135]. However, for the production of TiAl components

on an industrial scale, specific challenges still need to be overcome. For example, the Al

evaporation in the range of 0.5-8 at.% is a permanent issue of additively manufactured γ-

TiAl components [103, 136–138]. This is crucial in Al-sensitive TiAl alloys, since Al shifts

phase fractions and transition temperatures significantly when considering the phase diagram

in Fig. 2.1 as guidance. Another issue regarding the processing via EBM is the formation of a

solidification texture. This concerns mainly the manufacturing of Ni-base and Ti-base alloys

[16, 87, 124–126, 139] with high EA, because of steep thermal gradients and either no phase

transformation in Ni-base alloys or only one in Ti-base alloys between the solidification and

the RT microstructure. So far, in γ-TiAl alloys, where two phase transformations take place,

i.e. β → α → γ, only Ref. [19] documented signs of a solidification texture in the remaining

βo phase. So far, no one was capable to track it into the γ-phase, which carries mainly the

plastic deformation [1, 140]. These EBM issues, i.e. Al content and texture formation, have

to be understood and further overcome with the simultaneous optimization of the alloys and

the process, addressed in Publication D and E, and in chapter 3.3.
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Chapter 3

Summary of publications

3.1 High-quality powders as starting material

Since AM became a topic for the processing of high-quality components on an industrial

scale, the demand for metal powders has increased too. However, the requirements for AM

powder are different from those powders dedicated for the processing via HIP or SPS. Those

aspects are the focus of Publication A1 (see chapter 5.1 for bibliographic details of the

publication).

Technological parameters were evaluated on EIGA-manufactured TNM powder, e.g. bulk

density, tap density and flow behavior. Those technological test methods are standardized

to prevent an influence by factors such as moisture level and test arrangement. The resulting

bulk density of the TiAl powder was determined to be 2.3 g/cm3, i.e. 55% when compared to

the dense material. This technological parameter is important for the powder metallurgical

approach, because of the shrinkage during sintering or melting. Other technology parameters

such as tap density and flow behavior were also determined, pointing to good workability

for HIP, SPS and AM. However, due to the complexity of the AM process, in particular

the application of powder by the rake, such common technological test methods may

be insufficient for the evaluation of AM powder [101, 141]. Therefore, the powder was

investigated in more detail via light optical and electron microscopy on fractionated powder,

see graphical abstract in Fig. 3.1.

The fractionation was conducted with standardized sieves. Image analysis of the powder

cross-sections reveals gas pores within the spherical particles. The trapped gas is Argon,

which became encapsulated during the EIGA process due to its insolubility in metals. The

results show that the number of gas pores increases with increasing size of the particles.

Such Argon pores limit the use of powder in AM, SPS or HIP: During EBM, some Ar pores

1D. Wimler et al., Aspects of powder characterization for additive manufacturing, Practical
Metallography 55 (2018) 620.
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cannot escape from the short existing melt pool into the vacuum chamber, thus remain in

the final component [142]. Otherwise, during the consolidation of the powder via SPS and

HIP, the pores can be closed by the external pressure at elevated temperature, but can open

up again during a subsequent heat treatment, so-called thermally induced porosity, which

deteriorates the static and dynamic mechanical properties [143, 144].

A close investigation of the powder surface by electron microscopy reveals satellites at the

powder particles. Those can affect the properties negatively in two manners: First, they

decrease the flowability. Secondly, satellites can detach during processing, thus increase

the fine powder particle fraction, which leads to a further decrease of the flowability and,

especially for the EBM process, an increase of the smoke-likelihood. Besides, the powder

surface shows a dendritic structure that continues into the TNM powder interior. This

dendritic structure forms during solidification via the β phase, whose solubility in Al is

limited. Therefore, the light element Al segregates in front of the solid/liquid interface.

The Al rich liquid melt solidifies last and appears dark in the BSE SEM images. Such

inhomogeneities appear mostly on a µm-scale but can enlarge if inhomogeneous EIGA

feedstock material is used. Then, this can affect the microstructure of SPS and HIP processed

components drastically due to locally different chemical compositions as there is no melting

during the densification, thus no homogenization takes place.

Finally, the powder handling has to be considered; especially for the manufacturing of γ-

TiAl based alloys. These alloys suffer from low ductility at room temperature, thus pores as

well as impurities introduced by cross-contamination or handling at atmosphere embrittle

the material irreversible [96–98].

In a nutshell, a top-quality powder in terms of processability and purity is the precondition

for the manufacturing of top-quality TiAl components.

Figure 3.1: Graphical abstract assembled from Publication A: Aspects of powder
characterization for additive manufacturing.

16



3.2 Tailor-made alloys for high-temperature applications

3.2 Tailor-made alloys for high-temperature applications

As soon as small quantities of metal powder are available, the SPS technique is an option

to densify powder into bulk with different geometrical forms and sizes. Thus, alloys can

be microstructurally and mechanically characterized, as it was done in Publication B as

a benchmark study for SPS for the well-established TNM alloy. The same straightforward

densification and subsequent characterization was also applied to new, tailor-made alloys for

high-temperature application whether it is an improved near-α alloy in Publication C or

a 4th generation γ-TiAl alloy in Publication F (see chapter 5.1 for bibliographic details of

the publications).

The manufacturing of γ-TiAl based alloys via SPS enables an in-situ microstructure

adjustment by sintering at different dwell times and temperatures. However, current

SPS devices allow only cooling by natural convection, i.e. slow and geometry dependent.

Consequently, the full potential of the processing-microstructure-property relationship can

not be reached for TiAl alloys, as the cooling step is crucial for the formation of creep-

resistant fine lamellar α2/γ colonies. Publication B2 addresses this concern by the

densification of gas atomized TNM powder via SPS and designs subsequent multi-step

heat treatments to optimize the mechanical properties for high-temperature applications,

when compared to the as-SPS condition, which is summarized in the graphical abstract

to the publication in Fig. 3.2. In as-SPS condition, the microstructure is called NLγ+βo

2D. Wimler et al., Microstructural evolution and mechanical properties of an advanced γ-TiAl based
alloy processed by spark plasma sintering, Materials 12 (2019) 1523.

Figure 3.2: Graphical abstract assembled from Publication B entitled: Microstructural
evolution and mechanical properties of an advanced γ-TiAl based alloy processed by spark
plasma sintering.
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with an average colony size below 20 µm. This fine microstructure stems from the short

dwell time during SPS, i.e. 1300 ◦C for 3min. However, due to the slow cooling rate of

about 90K/min the average lamellar width is 80 nm within the α2/γ colonies. Therefore,

three subsequent multi-step heat treatments were designed to adjust a NLγ, FL and NLβ

microstructure, whereby their average lamellar spacing was decreased to about 10 nm. As a

consequence, hardness measurements at RT show an increase of about 70-90HV10. However,

this strengthening was not passed on the tensile test at temperatures below 600 ◦C. The

strength levels of the heat-treated microstructure could be maintained when compared to

the as-SPS condition, but the ductility decreases. It is argued that the Oxygen content of

1300m.ppm embrittles the alloy, which leads to an early failure of the tensile samples; except

for the more ductile NLγ microstructure. However, the high-temperature yield strength could

be increased significantly when compared to the as-SPS condition, i.e. from 450MPa in the

as-SPS condition to about 600MPa in case of the NLβ microstructure. Therefore, the creep

tests at 150MPa and 750 ◦C reveal excellent results, i.e. the plastic creep strain was kept

below 1% after 500 h under applied load and temperature. Thereby the NLγ microstructure,

which shows the largest colony size with about 45 µm, performed best. In comparison to the

TNM alloy processed via conventional processing routes, i.e. casting and subsequent heat

treatments [69], an equal level of mechanical properties can be achieved.

To sum up, Publication B shows the potential of the SPS processing route as either an

alternative powder metallurgical approach for the manufacturing of γ-TiAl alloys or for

the research and development of alloys on a scale where microstructural and mechanical

characterization is already possible.

The technique of SPS facilitates the development and processing of so-called metal matrix

composites (MMC) and new alloys, as it was shown in Publication C3. Figure 3.3 shows

the corresponding graphical abstract. The aim of this publication was to investigate new

near-α alloy concepts to exceed current application limits of about 550 ◦C.

For the Ti-MMC, the matrix alloy was the well-known near-α alloy Ti6242S (Ti-6Al-2Sn-4Zr-

2Mo-0.1Si, in m.%) and the matrix-reinforcement was powder particles smaller than 20 µm

of the engineering TNM alloy with a nominal composition in m.% of Ti-28.6Al-9Nb-2.3Mo-

0.03B. The used powder blends were sintered either at 1100 ◦C or 1150 ◦C into the bulk

material, whereon a complete microstructural as well as mechanical characterization was

conducted. Due to the different sintering temperatures of the Ti6242S+TNM powder

blends, the microstructures differ from each other: Sintering at 1100 ◦C reveals a Ti-MMC of

Ti6242S matrix and TNM alloy powder particles, whereas sintering at 1150 ◦C generates a

homogeneous fully lamellar microstructure without any TNM particles present. As a result

of the dissolution of the TNM powder particles within the Ti6242S alloy, a novel near-α

3D.Wimler et al., Novel intermetallic-reinforced near-α Ti alloys manufactured by spark plasma sintering,
Materials Science and Engineering: A (2020) 139798.
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Figure 3.3: Graphical abstract assembled from Publication C: Novel intermetallic-
reinforced near-α Ti alloys manufactured by spark plasma sintering.

Ti-base alloy was obtained with a composition of Ti-8Al-2Sn-4Zr-2Mo-1Nb-0.1Si in m.%,

called Ti8242NbS.

In addition, the matrix Ti6242S powder was solely consolidated as a benchmark as well as

pre-alloyed Ti6242+1m.%B, which is a common Ti-MMC.

The microstructural characterization with the light optical microscope (LOM) and SEM

reveals a fully lamellar microstructure in the Ti6242S as well as in both Ti6242S+TNM bulks,

whereas the Ti6242+B MMC appears rather fine and globular and contains numerous TiB

monoborides. Due to its microstructural fineness, the Ti6242+B MMC shows poor creep

properties at 600 ◦C, which corresponds to the desired service temperature. Otherwise,

the Ti6242S+TNM powder blends sintered at two different temperatures show enhanced

properties during creep and tensile tests, when compared to the Ti6242S alloy. To understand

this behavior, High-energy X-ray diffraction (HEXRD) and transmission electron microscopy

(TEM) experiments were conducted at the novel Ti8242NbS alloy. The results reveal the

presence of the intermetallic ordered hexagonal α2-Ti3Al phase with a domain size of 10 nm

surrounded by disordered α phase. Thus, the α2 phase reinforces the microstructure by

inhibiting the motion of dislocations within the majority α matrix. In-situ HEXRD reveals

the complete α2-phase stability up to 670 ◦C, which proves that this novel near-α alloy,

so-called Ti8242NbS, can be used at temperatures around 600 ◦C. As a result, the novel

alloy exceeds the service temperature limit of 550 ◦C established by Ti-6m.%Al base near-α

alloys.

Currently, the material class of lightweight high-temperature alloys based on the intermetallic

ordered γ-TiAl phase reaches temperatures of about 750 ◦C in service, as the engineering
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TNM alloy [13]. Aiming for higher service temperatures, Publication F4 investigates two

new alloys regarding their mechanical properties as well as their microstructural stability,

see corresponding graphical abstract in Fig. 3.4. The two alloy powders, i.e. the so-called

BMBF3 alloy: Ti-47.4Al-5.6Nb-0.4W and BMBF2 alloy: Ti-48.6Al-4.1Nb-0.7W-0.4Si-0.5C-

0.1B (in at.%) were powder metallurgically manufactured via SPS and a subsequent heat

treatment was established. For the BMBF3 alloy, the heat-treated microstructure consists of

lamellar α2/γ colonies surrounded by 10% globular γ (γg) phase, thus called NL10γ, whereas

for the BMBF2 alloy a NG as well as a FL microstructure were adjusted. Note that the NL

and the FL microstructure of both alloys were stabilized at 900 ◦C for 240min before tensile

and creep testing. The results were compared with SPS-manufactured TiAl alloys of the 2nd

generation, i.e. the Ti-48-2-2 alloy [49], as well as the 4th generation TNM alloy [Publication

B]. The comparison shows that the NL10γ condition of BMBF3 alloy is more ductile at RT

and reaches better creep resistance at 750 ◦C than the TNM alloy in FL condition. The NG

BMBF2 microstructure appears fine-grained and contains βo and ζ phase, which increase

the tensile strength but reduce the plastic strain to fracture below < 0.1%. On the contrary,

the FL microstructure of the BMBF2 alloy with a colony size above 100 µm and an average

lamellar spacing of 120 nm maintains RT ductility and shows superior creep resistance up

to 850 ◦C, for which the additions of C and Si were responsible; similar to the TNM+ alloy

[62].

Further investigations regarding the stability of the FL microstructure of the BMBF2

alloy were conducted. The microstructure was adjusted within the SPS unit, thus as-

SPS and no subsequent heat treatment, exhibiting a lamellar spacing of about 310 nm.

This microstructure was further stabilized at 800, 900 and 1000 ◦C for 10, 100 or 240min.

4D. Wimler et al., Microstructure and mechanical properties of novel TiAl alloys tailored via phase and
precipitate morphology, submitted to SCI Journal, (2021).

Figure 3.4: Graphical abstract of Publication F: Microstructure and mechanical properties
of novel TiAl alloys tailored via phase and precipitate morphology.
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The resulting microstructures show no significant difference in the SEM images, but in the

hardness, X-ray diffraction (XRD) and TEM results. Based on those investigations, it was

concluded that the as-SPS condition was in disequilibrium, thus α2 phase dissolved during

stabilization heat treatments between 800 and 1000 ◦C. Since the α2 phase solves C, the

dissolution of the α2 lamellae within the α2/γ colonies leads to the formation of perovskitic

p-Ti3AlC carbides in the γ phase. Depending on their size and distribution within the γ

phase, those p-carbides result in a strengthening of the TiAl alloys by minimizing the mean

free path of dislocations in the γ phase. In case of the sample stabilized at 800 ◦C, p-carbides

appear in the TEM images as few atomic layer thick precipitates and are dispersed in the

entire γ phase, thus increasing the hardness up to 15%. Otherwise, stabilized at 900 ◦C, a

softening appears due to coarse p-carbides in the center of γ lamellae. Besides, discontinuous

coarsening of the γ laths additionally contributes to a decrease in hardness.

In summary, the BMBF2 alloy stabilized at 900 ◦C for the subsequent mechanical tests

exhibits excellent creep resistance up to 850 ◦C. However, the alloy would be even better

suited after stabilization at 800 ◦C, as the p-carbides appear finer and thus strengthen the γ

phase more effectively. In contrast, the precipitation-free BMBF3 alloy, i.e. no Si and C was

added, shows a reduced creep resistance, when compared to the BMBF2 alloy, regardless of

the microstructure. However, the creep results exceed those of Ti-48-2-2 and TNM alloy in

a comparable microstructure, and concurrently shows a better RT ductility than the TNM

alloy.

3.3 Overcoming the challenges of electron beam melting

The additive manufacturing of near-net-shape γ-TiAl components is considered a promising

method to substitute conventional investment casting and/or forging of γ-TiAl on an

industrial-scale. First efforts to additively manufacture via EBM point out that near-net-

shape turbocharger wheels [14, 135] and turbine blades [15, 145] are producible in a dense

manner. However, these attempts already show first issues that EBM of γ-TiAl has to

deal with, namely Al evaporation or the formation of a solidification texture [16–20]. To

overcome these challenges and to use the full potential of the combination: AM and TiAl,

more knowledge has to be gained regarding the interaction of γ-TiAl alloys and the EBM

process to design a process-adapted γ-TiAl alloy of the 4th generation. These concerns are

addressed in Publication D and Publication E (see chapter 5.1 for bibliographic details).

A solution to deal with the inhomogeneous Al evaporation in EBM manufactured γ-TiAl

components is shown in Publication D5, whose graphical abstract is presented in Fig. 3.5.

While the well-known Ti-48-2-2 alloy is presently used worldwide for AM, the approach

5D.Wimler et al., Designing advanced intermetallic titanium aluminide alloys for additive manufacturing,
Intermetallics 131 (2021) 107109.
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of this work was to develop new process-adapted γ-TiAl based alloys. Two advanced

intermetallic TiAl alloys were designed to satisfy the demands of the EBM process as well

as high-temperature application. The solution was to generate alloys with a large single α

phase field region, due to two reasons: i) A heat treatment within a single phase field region

enables a homogenization of the spatial distributed Al atoms, caused by Al evaporation

during the EBM process, discussed in detail later. ii) During cooling from the single α phase

field region, the α phase transforms into α2/γ colonies, adjusting a so-called fully lamellar

microstructure, which is considered to exhibit excellent creep resistance. Furthermore,

additional alloying elements should reinforce the microstructure by solid solution and/or

precipitation hardening. With these goals in mind, two alloys were chosen with the nominal

composition of Ti-44.9Al-4Nb-0.7W-0.1B-1Zr-0.4Si-0.5C, the so-called BMBF1 alloy and Ti-

48.4Al-4Nb-0.7W-0.1B-0Zr-0.4Si-0.5C, the so-called BMBF2 alloy (in at.%). In these alloys

in particular, the C increases the single α phase field region, whereas Si is added to impede

the α grains to grow by forming ζ-(Ti,Zr)5Si3 silicides.

Figure 3.5: Graphical abstract assembled from Publication D: Designing advanced
intermetallic titanium aluminide alloys for additive manufacturing.

The alloys were manufactured with different sets of parameters to find their feasible process

window. This window is limited by the swelling phenomenon at high energy inputs and

porosity at low energy inputs. Within the process window, the total Al content decreases

with increasing EL, which has an effect on the transformation temperatures. In addition,

the microstructures of samples built with high EL shows lines enriched with βo phase,

which stems from local high Al evaporation. Those lines vanish at low EL in the as-

EBM microstructure. Nevertheless, minor Al-variations remain in the dense specimens,

thus the samples were heat-treated to adjust a FL microstructure in order to achieve the

previously mentioned effects. No columnar or banded microstructural features could be

determined in the FL microstructure. Further, the FL microstructure exhibits excellent
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isotropic creep resistance up to 850 ◦C, thus exceeding those of the engineering TNM alloy

[62, 146]. Therefore, it is concluded that the first attempt to design 4th generation γ-TiAl-

based alloys adapted for the EBM process is rated successful. This design criterion of a

γ-TiAl alloy with a FL microstructure will form a basis for producing TiAl components in

the near future.

A dense γ-TiAl component can be built with different sets of EBM process parameters,

whose impact on the final part regarding the microstructure is evaluated barely. Therefore,

in Publication E6, four different sets of parameters were used to build cuboid samples

of the Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-0.1B (at.%) alloy, the so-called BMBF1 alloy.

The characterization of the samples was conducted in detail via electron microscopy and

diffraction experiments supported by numerical simulation, summarized in the graphical

abstract shown in Fig. 3.6.

Figure 3.6: Graphical abstract from Publication E: How electron beam melting tailors the
Al-sensitive microstructure and mechanical response of a novel γ-TiAl based alloy.

The evaluation of the Al content shows that Al differs up to 0.6 at.% between the built

samples and up to 1.8 at.% when compared to the used powder. It was shown that an

increase of EL (Eq. 2.3) leads to lower Al contents. The variation of Al content in the samples

is also reflected in the phase distribution of the as-EBM samples as well as in the samples

heat-treated near the solvus temperature of the γ phase, Tγ,solv. The phase distribution

confirms that the lower the Al content in the additively manufactured samples, the lower

the γ phase fraction in the entire samples. Furthermore, an inhomogeneous Al distribution

was observed through alternating banded phase distributions: In Al-lean bands, the α2 phase

dominates in the heat-treated condition. Otherwise, i.e. in the Al-rich bands, the γ phase

is most present. As a consequence, the heat-treated microstructures show hardness values,

6D. Wimler et al., How electron beam melting tailors the Al-sensitive microstructure and mechanical
response of a novel process-adapted γ-TiAl based alloy, submitted to SCI-journal.

23



3.3 Overcoming the challenges of electron beam melting

which strongly scatter across these bands, i.e. soft in the γ rich bands and vice versa. The

decreased Al content originates from the local Al evaporation on the top of the melt pool.

Despite the short lifetimes of the melt pools, the combination of the high temperature of

the molten material, the high evaporation pressure of Al and the prevailing vacuum in the

EBM chamber results in Al evaporation. This Al evaporation becomes stronger with higher

EL due to higher temperatures of the melt.

Investigations of the crystal orientation in as-EBM condition via electron backscatter

diffraction and high-energy X-ray diffraction reveal a preferred orientation in the majority

phase γ: about 45 ◦ in building direction when EL is high. It is concluded after the

investigation of the topmost layer, that a strong thermal gradient towards the building

direction forces a 〈001〉β solidification texture. This preferred orientation of β is subsequently

inherited into the γ phase via the Burgers and Blackburn crystal orientation relationship.

Since γ carries the plasticity in TiAl alloys, forcing a γ texture may lead to mechanical

anisotropy.

Hence, the results show that the specific issues of EBM, i.e. Al content and texture, can not

only be mastered by understanding the interaction between the process and the alloy, but

can also be used in a targeted manner to adjust a wide range of material’s properties.
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Summary and outlook

The powder metallurgical approaches, SPS and EBM, are promising processes to

manufacture components in near-net-shape geometries. Together with the development of

new process-adapted TiAl alloys, which exceed the mechanical properties of state-of-the-

art alloys, these approaches attempt to substitute established cost-intensive processes as

investment casting and/or forging.

In order to realize this exchange, this thesis has been conducted to investigate the

microstructural and mechanical properties of TiAl alloys as well as the technological

influence of the EBM process, to end up with fundamental process-microstructure-property

relationships for future improvements. This was established by the following investigations.

❼ A novel near-α alloy (Ti-8Al-2Sn-4Zr-2Mo-1Nb-0.1S in m.%), the well-known TNM

alloy (Ti-43.5Al-4Nb-1Mo-0.1B in at.%), as well as two new TiAl alloys, so-called

BMBF2 (Ti-48.6Al-4.1Nb-0.7W-0.4Si-0.5C-0.1B in at.%) and BMBF3 (Ti-47.4Al-

5.6Nb-0.4W in at.%) were manufactured via SPS.

The novel near-α alloy shows enhanced high-temperature properties, i.e. via creep and

tensile tests, as current near-α alloy, e.g. 550 ◦C for the Ti-6Al-2Sn-4Zr-2Mo-1Nb-0.1S

alloy (in m.%), due to the α2 reinforcement.

In case of γ-TiAl based alloys, the TNM alloy, applicable up to 750 ◦C, was

manufactured via SPS and subsequent heat treatment as a benchmark for current stat-

of-the-art TiAl alloys. For the BMBF2 and BMBF3 alloy, subsequent heat treatments

were designed to adjust a FL and NLγ microstructure, respectively. The evaluation of

BMBF2 and BMBF3 microstructure shows superior creep properties, when compared

to the TNM alloy. The BMBF2 alloy even remains below 1% creep strain after 100 h

at 850 ◦C and 150MPa because of p-type carbides and silicides, but behaves brittle at

RT, while the BMBF3 alloy provides a higher ductility at RT than the TNM alloy.

Besides, those investigations confirm that SPS is a rather fast and straight forward
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method to investigate and develop novel alloys, due to the small amounts of required

powder and no process-related impact when compared to EBM.

❼ The BMBF1 (Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-0.1B in at.%) and BMBF2

alloy were manufactured via EBM. The microstructure appears with no columnar

microstructure and no preferred crystal orientation by using the optimized set of

process parameters. However, high energy inputs in the Al-low BMBF1 alloy forces a

solidification texture of the β phase.

The process-related inhomogeneous Al content across the layers, although minimally

pronounced, restricts the adjustment of a homogeneous microstructure, thus

mechanical properties are anisotropic. Therefore, the inhomogeneous Al content was

handled by adjusting a FL microstructure by heat treatments within the single α phase

field region where a homogenization can take place. The established microstructure

reveals excellent creep resistances up to 850 ◦C as well as an isotropic behavior in any

building direction.

❼ Within the framework of the ”NextTiAl” project (03XP0088C) [21], wherein the

investigations were partly conducted, the BMBF3 alloy showed the best properties

for further additively manufacturing of high-temperature γ-TiAl based alloys via

EBM, i.e. better ductility and creep resistance than the TNM alloy. Therefore, this

alloy was accepted as the so-called NextTiAl alloy with the nominal composition of

Ti–47.5Al–5.5Nb–0.5 W (at.%). Within the project, Reith et al. [147] verified the good

processability via EBM of cylindrical samples, thus confirming the NextTiAl alloy

as process-adapted 4th generation TiAl alloy. Furthermore, the alloy was already

manufactured into defect-free turbine blade blanks for the aerospace industry, see

Fig 4.1 [148].

Figure 4.1: Novel process-adapted γ-TiAl based alloys, microstructurally and mechanically
investigated in detail, produced by SPS and EBM, for the high-temperature application as
turbine blades in aerospace propulsion systems. Blade blank image [148].
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4. Summary and outlook

Although such components are still away from serial production, after post-processing of the

pictured blade blanks in Fig 4.1, i.e. free from support structures, a heat treatment under

pressure and removal of the surface roughness, EBM turbine blades may be introduced into

the low-pressure turbines of the future.

27





Chapter 5

List of publications

5.1 Publications included in this thesis
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Aspects of powder characterization for additive manufacturing

D. Wimler, S. Kardos, J. Lindemann, H. Clemens, S. Mayer, Practical Metallography 55

(2018) 620.
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Microstructural evolution and mechanical properties of an advanced γ-TiAl based alloy

processed by spark plasma sintering
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Publication C
Novel intermetallic-reinforced near-α Ti alloys manufactured by spark plasma sintering
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D. Wimler, J. Lindemann, M. Reith, A. Kirchner, M. Allen, W. Garcia Vargas, M. Franke,
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1The capital letters refer to the respective sections A–F in the appendix
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Microstructure and mechanical properties of novel TiAl alloys tailored via phase and

precipitate morphology

D. Wimler, J. Lindemann, T. Kremmer, H. Clemens, S. Mayer, submitted to SCI-journal,

under review.

Remarks:

In the appended publications A-F, all experiments, the data analyses and the composition

of the publications were performed by myself, D. Wimler, with the following exceptions:

A J. Lindemann evaluated the technological parameters and did the writing of the

corresponding part. The analysis of the LOM images was performed by S. Kardos.

B The tensile tests were conducted and evaluated by J. Lindemann.

C The tensile tests were conducted and evaluated by J. Lindemann. The TEM

experiments were performed by C. Gammer. Complementary, HEXRD measurements

and the corresponding evaluation were done by A. Stark and P. Spoerk-Erdely,

respectively.

D The production of the new TiAl alloy powders was carried out by M. Allen, V. Güther,

and W. Garcia Vargas. The optimization of the EBM process parameters to additively

manufacture a dense component was established by M. Reith, M. Franke, A. Kirchner,

B. Klöden, and T. Weißgärber. The tensile tests were conducted and evaluated by J.

Lindemann.

E The HEXRD experiments and their corresponding evaluation was done by J. Keckes

and M. Musi, respectively. The numerical simulation and its analysis were performed

by C. Breuning, M. Markl and C. Körner. The heat treatments and the determination

of the corresponding phase fractions were conducted by K. Käsznar.

F The tensile tests were performed and evaluated by J. Lindemann. The TEM

experiments were conducted by T. Kremmer.
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An atomistic view on oxygen, antisites and vacancies in the γ-TiAl phase.

V. Razumovskiy, W. Ecker, D. Wimler, F.D. Fischer, F. Appel, S. Mayer, H. Clemens,
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Metallography of intermetallic titanium aluminides – the (additive)

manufacturing makes the difference.

S. Mayer, D. Schimbäck, R. Wartbichler, D. Wimler, H. Clemens, Practical Metallography

56 (2019) 567.

5.3 Conference contributions

Euro PM2019 - Maastricht Oral presentation and proceedings

High-resolution characterization of intermetallic TiAl-powder for additive manufacturing

D. Wimler, C. Gammer, J. Eckert, F. Mendez-Martin, J. Lindemann, H. Clemens, S. Mayer,

Proceedings in: European Powder Metallurgy Association (Ed.), Euro PM 2019 International
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Teilchenkontrolliertes Kornwachstum in γ-TiAl Hochtemperaturlegierungen
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Interaction between additive manufacturing process parameters and the
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Abstract

“Top-quality powder is a precondition for additive manufacturing of quality components.”

This paper covers the powder characterization of high-melting and highly reactive

intermetallic γ-TiAl powders by combining technological and metallographic examinations.

Measurements of tap density, bulk density, flow behaviour, particle size distribution and

sphericity of the powder will reveal characteristic parameters which have an effect on

process stability. The subsequent analysis of the powder microstructure will show possible

gas inclusions or defects which may negatively affect the mechanical properties of the

manufactured component. Each of these factors presents a quality criterion, which is also

applicable – irrespective of the alloy system – to other materials systems.
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A.1 Introduction

A.1 Introduction

Over the past few decades, mainly melting metallurgical processes have been developed for

the production of high-quality primary material for intermetallic titanium aluminides (TiAl)

and titanium alloys. This primary material is then processed into components by means of

investment casting and hot working, respectively. To this day, however, powder-metallurgical

(PM) manufacturing processes have been limited to few niche applications. The introduction

of powder-based manufacturing methods, e.g. additive manufacturing (AM), combined with

the availability of high-quality metal and alloy powders pave the way for completely new

approaches to materials processing and component design. Decisive advantages are that

neither set-up times nor tool manufacturing are required and that alloying elements which

have previously complicated production through the casting or forging route may now be

used purposefully. Additive manufacturing thus pushes a paradigm shift with regard to

materials and design and to new approaches to the manufacture of semi-finished products

and components as well as their properties and design. In addition to the manufacture

of complex components in large numbers which, in many cases, requires no mechanical

post-processing, a biologically inspired approach to component design may be implemented,

allowing the designer of the future to consider entirely new and thus unconventional design

options. Furthermore, lattice structures may be achieved inside the component, which allow

aspects of lightweight design to be realized efficiently and sustainably [1, 2]. It is precisely

this multitude of new opportunities that has contributed to the “scientific and technological

hype” surrounding AM technology. However, in the field of (inter)metallic materials – one

example is the chemically reactive TiAl which is brittle at room temperature – Selective

Laser Melting (SLM) as well as Electron Beam Melting (EBM) have become established [3].

One important criterion is the quality of the powder that is used as it has a direct effect on

the production process with regard to process stability and the properties of the component

[4]. Comprehensive characterization of the powder may be used to prevent issues of this

kind, which is one of the incentives for writing this paper.

In the case of TiAl and Ti alloys, respectively, powder production involves the atomization

of the molten material, which, technologically, is a very demanding process not only because

of the high melting point but also because the process has to be “ceramicfree“, i.e. it

has to take place under inert gas or in a vacuum. The reason for this is that the molten

material is highly reactive and thus would react with almost any kind of crucible material.

During the PIGA (Plasma Melting Induction Guiding Gas Atomization) process, a part of

the molten material to be atomized is solidified on the wall of a water-cooled copper mould,

so that the homogenous and still liquid molten material is protected against contamination

with impurity atoms [5]. EIGA (Electrode Induction Melting Gas Atomization) completely

abandons the use of a crucible. In this case, a bar-shaped ingot is smelted by slowly rotating

it in an induction coil. The melting process focuses exclusively on the tip of the ingot and
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the amount of molten material is kept at a low level, presenting safety-related benefits. It

is not possible, however, to achieve a homogenization of the molten material; therefore, this

process requires segregation-free ingots in order to obtain a chemically homogenous powder

[1, 2, 5]. The powder characterized for this paper was produced by means of EIGA.

Due to the high affinity of TiAl alloys for the interstitial impurities oxygen, nitrogen and

carbon, atomization of the molten material takes place under inert gas (argon), otherwise

embrittling effects may occur [5]. It is possible, for example, to produce TiAl powders with

oxygen contents of some 100m.ppm [1, 5] but storage, handling and powder recycling may

lead to local oxygen enrichment [6, 7]. Furthermore, atomization using inert gas yields a high

powder sphericity [1, 2] which has a positive effect on the preparation of the powder bed in the

AM production facility, where good flowability is required in order to apply uniform layers of

powder [1, 4]. It should be noted, however, that gas inclusions may occur in the case of bigger

powder particles and that the atomizing gas argon has no solubility in TiAl [5, 8]. These

hollow spheres affect the density of the powder particles and subsequently the density and the

mechanical properties of the additively manufactured component [8]. Porosity can almost

be completely eliminated by Hot Isostatic Pressing (HIP). Subsequent heat treatments or

mechanical loads at high temperatures, however, may cause these pores to reappear again,

a process known as Thermally Induced Porosity (TIP) [9, 10]. Furthermore, atomization

using inert gas achieves cooling rates of 104 up to 106K/s during the solidification of the

particles [1, 5, 11], causing TiAl alloys with Al contents <48 at.% to solidify dendritically to

form a body-centred cubic (bcc) β phase, which has a low solubility for Al. Despite the high

cooling rates, light elements such as Al may segregate. Those segregations can be effectively

eliminated by subsequent HIP, however [12].

“The quality of the powder provides the basis for the manufacture of high-quality

components”. From this point of view, this paper combines individual steps in the

characterization of inert gas atomized TiAl powder by defining quality criteria with the

aim of deducing resulting influences on the production of and the AM component itself.

A.2 Chemical analysis

The chemical composition of the powder plays a crucial role with regard to the phase

distribution in the AM component. For this paper, powder of the β-solidifying TNM alloy

with a nominal composition of Ti-43.5Al-4Nb-1Mo-0.1B (in at.%) was examined [13]. The

quantitative elemental analysis for Ti, Al, Nb and Mo [11] was carried out using X-ray

fluorescence spectroscopy (XRF). Atomic Emission Spectroscopy (AES) using Inductively

Coupled Plasma (ICP) was used in order to detect non-metal elements such as B, Si and

C which are added in small amounts to TNM-based alloy variants [14, 15]. Interstitially

dissolved elements (H, O, N) were determined by means of Carrier Gas Hot Extraction
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[14, 15]. However, the oxygen content in the powder does not remain constant due to storage,

handling and powder recycling; for this reason, accompanying measurements are carried out

during the process [6, 7].

A.3 Technological parameters

In order to guarantee process reliability, technological test methods in the field of PM have

become established. Those tests are standardized in most cases as they are dependent on

factors such as test arrangement and moisture levels. Direct results of these tests provide

technological parameters which are comparable among each other for different materials

systems [1].

A.3.1 Bulk density and tap density

In order to determine the bulk density of metal powders the mass of an amount of powder

which – “as poured” – completely fills a cup with a specified volume is measured (DIN

EN ISO 3923). Pouring the powder into the measuring vessel is achieved by directing it

through a funnel with a defined orifice. Very fine powders are directed through an oscillating

funnel or through a funnel with an additional baffle box containing inclined glass plates

(Scott-Volumeter). The bulk density is determined by the particle shape and particle size

distribution of a powder. Thus, spherical powders have – due to their increased mobility

– a higher packing density than unevenly shaped particles. With regard to particle size, it

applies that due to their increased surface and therefore higher friction values, fine powders

show lower bulk densities than coarse powders.

The space required by a poured powder may be reduced by tapping or vibrations. In order

to determine the tap density of a powder a specified amount of powder is densified by

means of a tapping apparatus until no further decrease in the volume takes place (DIN

EN ISO 3953). The difference between bulk density and tap density depends on the friction

conditions within the powder (particle shape and particle surface texture). So, particles with

a relatively high bulk density (spherical, coarser particles) usually show a smaller increase

in density by tapping than powders with a low bulk density. Typical values for the bulk

and tap density of spherical TiAl powders in additive manufacturing using EBM (particle

fraction 45–120 µm) are a bulk density of 2.3 g/cm3 – corresponding to about 55% of the

density of the compact material – and a tap density of 2.6 g/cm3 [1, 16].

A.3.2 Flow behaviour

The workability of a powder is determined by the homogeneity and density of the powder

bed applied in layers and thus by the flow behavior of the powder. It does not only depend
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on the powder but to a great extent on the type of powder application. In addition, moisture

also has an effect on flowability. The so-called Hausner ratio and the Carr index are reliable

indicators when it comes to the evaluation of powder flowability. Both numbers may be

calculated from bulk density and tap density, respectively [16, 17]. For TiAl EBM powders,

the Hausner ratio is calculated to be 1.13 and the Carr index is 10. Both values indicate good

flow behavior of the powder (Hausner ratio ≤1.25 and Carr index <15). A standardized test

method for the determination of the flowability of metal powders is the determination of the

flow rate by means of a calibrated funnel (DIN EN ISO 4490). This method measures the

time which is required for 50 g of metal powder to flow through the test orifice (diameter of

2.5mm) of a Hall flowmeter. For the TiAl EBM powder, this time was measured to be about

33 s (residual moisture of 0.15%). At double the residual moisture, the flow time increases

to as much as 43 s. A more recent test method which is supposed to be more suitable for

the determination of the flow behavior of powders is powder characterization by means of

a so-called Revolution Powder Analyzer. It measures the flow behavior of a powder while

rotating in a drum. Overall, current test methods only allow an estimation of the flowability

of powders. Due to the complex correlations, a conclusive evaluation of the workability may

only be carried out after testing the powders in AM machines [1, 16].

A.4 Fractionation

In most cases, fractionation of an atomized powder is required in order to use a specific

fraction for the AM process [4, 18] or to determine the effect of powder size on the

microstructure [5, 12]. Fractionation relies on different techniques which make use of the

relevant physical properties of the powders. A classification according to density and shape is

employed in air separation for example [1]. Standardized sieves are used to classify powders

according to powder diameter (DIN EN ISO 3310–1) [1]. By means of sieve analysis the TNM

alloy was separated into four fractions: <20 µm, 20–45 µm, 45–100 µm and >100 µm. The

mass fractions of the size fractions were determined and added up to a distribution total (Q3)

(see black graph in Fig.A.1). The type and parameters of atomization affect the position

and shape of the distribution, which defines the output of individual fractions [1]. TableA.1

also includes the output of the four fractions given in m.%, as determined from Fig.A.1.

The results of the sieve analysis for the fractions <20 µm, 20–45 µm and 45–100 µmare

also shown in Fig. A.1. From the distribution total, one can determine the d50 diameter

which indicates when 50 m.% of the powder is larger and 50 m.% of the powder is smaller

than a particle with the diameter d50. The d50 values are also shown in TableA.1 and

serve as characteristic values for the powder distribution. The graphs plotted in Fig.A.1

overlap slightly, despite fractionation. The reason for this is that not all powder particles

are perfectly spherical, a fact that will be discussed in more detail in chapter A.5.1.3. In
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addition, sieving quantity and time have a strong impact on the accuracy of fractionation

and analysis.

Figure A.1: Distribution total of the mass fractions as a function of their particle size for
TiAl TNM powders, determined by sieve analysis (see text).

Table A.1: Results of sieve and image analyses for TiAl powder of the intermetallic TiAl
TNM alloy (see text).

Sieve analysis Image analysis

Particle size Output d50 dF,max dF,med H F
µm m.% µm µm µm % -

<20 30 14 21 4 <0.1 0.90±0.10
20-45 40 35 35 16 0.5 0.89±0.10
45-100 25 61 95 50 4.0 0.83±0.11
>100 5 - 169 82 5.7 0.82±0.13

A.5 Morphology and microstructure

For the examination of the powder’s morphology and microstructure, metallographic

microsections were prepared. For this purpose, sieved hot mounting resin Polyfast by Struers

(<10 µm) was mixed with a powder fraction. The ratio to be achieved has to be higher than 3

to 1 in order to avoid powder breaking out during the grinding process. A small amount of the

TNM powder/Polyfast mixture is placed in a hot mounting press and the remaining quantity

is topped up with commercially available Polyfast. Then, the mounted sample was grinded

and polished using 1200, 2000 and 4000 grit SiC grinding paper as well as DP suspension

M (3 µm) and OP-S (0.04 µm). After that, the sample was cleaned in an ultrasonic cleaner
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using isopropyl alcohol as a solvent in order to remove traces of contamination prior to Light

Optical Microscopy (LOM) and Scanning Electron Microscopy (SEM).

A.5.1 Light optical microscopy

LOM images were obtained using the Axio Imager M1 m by Zeiss. FigureA.2 shows such

an image of the powder fraction >100 µm. The generated image was then transferred to

the image analysis software Stream Motion 1.9.3 by Olympus which is able to detect powder

particles on the basis of their grey levels. The Feret diameter, circumference, (pore) area

and form factor of the detected particles were determined by means of image analysis (see

following subchapters for more details). For each powder fraction, at least 1500 powder

particles were analyzed.

Feret diameter

Sieve analysis relies on the smallest powder diameter (dmin) as long as the powder particle

has a convex shape. If a neck with an outer, concave radius forms between two particles as

shown in Fig.A.3a, dmin will no longer be determinable by means of sieving. Alternatively,

the diameter may be determined using image analysis software. For this purpose, the Feret

diameter (dF ) of a 2D section of a powder particle is measured; the Feret diameter is defined

as the distance between two parallel tangential lines (Fig. A.3a). TableA.1 compares the

results of image analysis, showing the smallest (dF,min), greatest (dF,max) and mean (dF,med)

Feret diameter. The dF,max values approximately correspond to the greater particle sizes;

however, dF,med, and d50 are not comparable to one other as dF,med is the median for the

number distribution (Q0) and d50 is the median for the mass distribution Q3, explaining the

Figure A.2: LOM image of a cross section of the powder fraction >100 µm of a TiAl TNM
powder. Hollow spheres appear as a ring.
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comparatively smaller dF,med as described in Reference [19]. Furthermore, image analysis

relies on a 2D section of a powder particle so that the size of the actual 3D particle is

generally underestimated.

Circumference and area of the powder particle

FigureA.3a is a schematic depiction of a partially ground hollow powder particle. The area

(A) corresponds to the reflecting area of a particle under the light microscope and U is its

circumference. If a detected particle exhibits a pore as shown in Fig. A.3a, the pore area

(AP ) will not be included in A. The sum of A and AP is the total area (AGes). FigureA.4

shows AP against AGes for the examined TNM powder. The straight line with a slope of 0.5

indicates that there are no particles with a pore area of 50%. This might be caused by the

low strength levels of hollow particles so that those “fragile” particles are destroyed during

atomization or sample preparation. According to the number of porous particles (NP ) and

the total number of detected particles (NGes), the hollow sphere fraction (H) is calculated

as follows:

H =
NP

NGes

· 100%. (A.1)

The results are summarized in TableA.1, showing that the number of hollow spheres rises

in tandem with an increase in the size of the powder fraction. Gerling et al. [20] presented

lower porosity results in his paper but also a similar trend which has already been observed

multiple times in the literature on TiAl powders [1, 5, 20, 21]. Absolute numbers, however,

vary greatly with regard to atomization and process parameters [1].

Increasing gas porosity limits the use of large powder fractions in AM as not all Ar gas pores

can rise through the molten material to the surface of the melt pool during the short melting

process. The solidified microstructure thus shows spherical pores which impair static and

Figure A.3: a) Schematic depiction of a hollow powder particle; b) comparison of three
individual powder particles with an identical circumference U , identical area of a circle with
an identical circumference AK with the diameter D, but a different form factor F and area
A.
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Figure A.4: Graph showing the pore area AP of all identified particles from four fractions
against the total area AGes, including a straight line with a slope of 0.5.

dynamic properties [8]. Subsequent HIP treatment reduces porosity. During a subsequent

pressureless heat treatment, however, gas pores may reach a critical size again due to the

gas pressure existing inside the pore [9, 10]. Those issues occur especially in components

manufactured using EBM, where a powder fraction of 50 – 150 µm is used [4, 18]. The

SLM process uses powder sizes of less than 50 µm [22], thus alleviating this problem. Even

though processes such as Spark Plasma Sintering (SPS) use powder sizes of up to 200 µm, a

porosity of less than <1% is achieved by means of mechanical compacting during sintering

[23, 24].

Form factor

For the purpose of reliable process control, SLM and EBM require spherical particles in

order to guarantee high flow rates and bulk densities. The sphericity of a particle may be

described by the form factor (F ) which is determined by means of image analysis of a 2D

powder particle polish. The form factor is defined as the ratio of AGes to the area of a circle

with an identical circumference (AK) with the diameter D, which is referred to as equivalent

diameter [1]. A perfectly spherical particle thus has the form factor F = 1, see Fig. A.3b.

The less spherical the powder, the smaller this value will become. The mean and standard

deviation of the four fractions are given in TableA.1 as well. The results show that the form

factor decreases as the size of the fraction increases. A decreasing form factor entails a drop

in the technological parameters which are relevant for the stability of the AM process [16].
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A.5.2 Scanning electron microscopy

By means of the SEM, the surface as well as the microstructure of the powder may be

examined, see Fig. A.5. The powder particles are either glued onto an electrically conductive

specimen stub using silver paint or they are vapor-plated with gold. On the one hand, these

procedures keep the powder particles in place and on the other hand achieve conductivity

between the particles, thus preventing any charging effects. In this case, silver paint by

Plano, Germany, was used.

In Fig.A.5a, several TNM powder particles of the fraction 45 – 100 µm are visible. This

shows that not all particles have an ideally spherical shape. At higher magnification of the

powder surface, see Fig. A.5b, satellites negatively affecting the AM process are visible.

Those satellites do not only impair the technological properties but may also detach,

thus increasing the fine content. Furthermore, the powder surface exhibits a dendritic

structure which continues towards the center of the particle, see Fig. A.5c. During dendritic

solidification, light elements in the powder may segregate. The segregation of Al is clearly

recognizable by SEM contrast. The light dendritic areas indicate the starting point for

solidification of the disordered bcc β phase which has a low solubility for Al. Therefore, the

Al content during solidification is high in front of the solidification front. In the solidified

powder, the interdendritic area is thus enriched with Al and appears dark under the SEM in

BSE contrast mode [12, 25]. The variable Al contents within the powder do not affect the

AM process due to the high mobility of light Al atoms.

In addition to that, contamination caused by impurity atoms may be detected during SEM

analysis and Energy-Dispersive X-ray Spectroscopy. This kind of contamination, however,

rarely occurs during the EIGA process and therefore could not be detected during these

analyses.

A.6 Summary

For this paper, a comprehensive examination of an intermetallic TiAl powder from the

TNM alloy family was carried out. Established technological test methods were used for

this purpose, e.g. methods to determine the flow behavior, tap and bulk density, which are

responsible for stable AM processes. In addition, the sphericity, gas inclusions and diameter

of the particles could be determined by means of image analysis carried out on metallographic

powder polishes and based on different powder fractions. Furthermore, it was shown that an

increase in powder size causes a drop in sphericity and an increase in gas inclusions. Finally,

SEM images showed segregations in the powder’s microstructure. However, there were no

traces of contamination caused by impurity atoms. Even though additive manufacturing

is a promising manufacturing process of the 21st century, metallographic techniques will

contribute sustainably to the introduction of this novel process technology, built upon the
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Figure A.5: SEM images of the TiAl TNM powder of the fraction 45–100 µm showing a)
multiple powder particles; b) magnification of the powder surface together with dendritic
structures and adhering satellites, which developed due to collisions during atomization; c)
transverse section of a powder particle with dendritic structures, with dark areas indicating a
high Al content and light areas indicating a low Al content. Images a) and b) were obtained
using secondary electrons, whereas image c) utilized backscattered electron contrast.

quality of the starting powder, and to quality control efforts accompanying the individual

process steps.
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Abstract

Intermetallic γ-TiAl based alloys are innovative lightweight structural high-temperature

materials used in aerospace and automotive applications due to already established

industrial-scale processing routes, like casting and hot-working, i.e., forging. A promising

alternative method of production, regarding manufacturing of near net-shape components,

goes over the powder metallurgy route, more precisely by densification of TiAl powder

via spark plasma sintering. In this study, gas atomized powder from the 4th generation

TNM alloy, Ti-43.5Al-4Nb-1Mo-0.1B (in at.%), was densified and the microstructure

was investigated by means of electron microscopy and X-ray diffraction. The sintered

microstructure exhibits lamellar α2-Ti3Al /γ-TiAl colonies surrounded by globular γ- and

ordered βo-TiAl phase. The coarse lamellar spacing stems from the low cooling rate after

densification at sintering temperature. Against this background, subsequent heat treatments

were designed to decrease the lamellar widths by a factor of ten. Accompanying, tensile

tests and creep experiments at different temperatures revealed that the modified almost

fully lamellar microstructure is enhanced in strength and creep resistance, where a small

volume fraction of globular γ-phase provides ductility at ambient temperatures.
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B.1 Introduction

The development of lightweight, high-temperature materials is still subject of worldwide

research, because of the existing engine manufacturers’ demands to design and manufacture

more efficient and eco-friendly propulsion systems [1–4]. In addition to new and improved

design concepts, previous works have been shown that the use of intermetallic titanium

aluminides based on the ordered γ-TiAl phase plays a decisive role in replacing heavy

Ni-based alloys as turbine blades or turbocharger turbine wheels. Particularly in the

temperature range of 600 to 800 ◦C, intermetallic γ-TiAl based alloys exhibit high specific

tensile strength levels. As an example, the β-solidifying γ-TiAl based TNM alloy, a process-

adapted 4th generation alloy with a nominal composition of Ti-43.5Al-4Nb-1Mo-0.1B (in

at.%), can be regarded as an appropriate benchmark. The addition of Nb improves the

oxidation resistance and along with Mo the creep properties [1,2]. In contrast to other Ti-Al

alloy systems, the TNM alloy family is distinguished by its excellent hot-workability, i.e., it

can be forged under isothermal as well as near conventional conditions, demonstrating its

universal applicability [5]. Within the last decades, mainly melt-metallurgical processes

have been developed for the production of high-quality starting material, which has

subsequently been processed into structural components by casting or hot-forming associated

with advanced heat treatments [5]. However, the TNM alloy was already selected as

an experimental alloy to prove the feasibility for powder metallurgical (PM) processing

routes, like additive manufacturing (AM) or spark plasma sintering (SPS), which enable

the production of complex near-net shape components. Although these techniques have

not reached industrial readiness up to now, encouraging results have been achieved [6–8].

Therefore, in the framework of this study, SPS was chosen to densify TNM powder by

mechanical pressure and high intensity pulsed direct electric current within a graphite die.

The shape of the graphite die even allows the sintering of a turbine blade, as already

demonstrated by Couret et al. [6]. Another advantage of SPS is the possibility of sintering

at different temperatures and times, whereby various microstructures can be adjusted [8].

However, one disadvantage in this respect is the utilization of natural convection for cooling,

i.e., the cooling rate is limited and further depends on the sample geometry [6].

In general, a PM approach generates a chemical homogeneous starting condition for further

applications. While alloying elements determine the mechanical properties of TiAl alloys, a

further decisive factor in this context is the arrangement of the constituting phases in the

microstructure. In the case of the multi-phase TNM alloy, the adjustment of the strength

and ductility is depended on the volume fraction and morphology of the ordered hexagonal

α2-Ti3Al phase (D019 structure), the ordered body-centered cubic (bcc) βo-TiAl phase (B2

structure), as well as the ordered face-centered tetragonal γ-TiAl phase (L10 structure)

[9]. The γ-phase, which appears both globular and lamellar within the heat-treated TNM

microstructure, increases the ductility at room temperature (RT), because the predominant
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deformation mechanisms are the glide of ordinary dislocation and mechanical twinning within

the L10 structure [10,11]. In contrast, the brittle βo-phase decreases the RT ductility, due to

the lack of independent slip systems [11]. However, both α2/γ-colony boundary phases, i.e.,

the globular γ- and the βo-phase, suppress grain growth during thermal treatment, but affect

the creep behavior negatively [10,12]. The creep and tensile strength can be further controlled

by α2/γ lamellar spacing. These lamellar colonies form during moderate cooling from the

disordered hexagonal γ-phase, i.e., α → α2/γ, possessing the so-called Blackburn orientation

relationship: 〈112̄0〉α2
||〈110]γ, (0001)α2

||{111}γ. Due to the fact that this transformation is

diffusion-controlled the lamellar spacing depends on the cooling rate, meaning that high

cooling rates generate fine lamellar widths, which improve creep resistance and strength

[10,13,14]. At elevated cooling rates, however, supersaturated α2-phase can be obtained at

RT, tendering the formation of fine γ-lamellae, i.e., α2 → α2/γ, in a subsequent aging step

[15]. As a result, nano-lamellar structures can be achieved [15,16].

Therefore, two-step heat treatments have been developed for TNM alloys, obtaining a

thermally stable microstructure during long-term exposure at service temperature, which

provides balanced mechanical properties. The first heat treatment step takes place within

the (α + β + γ) phase field region followed by air-cooling (AC) [9,15]. The microstructure

consists of small volume fraction of globular βo- and γ-grains, as well as supersaturated α2-

grains with a grain size well below 100 µm as described in ref. [17]. If the Al content of the

TNM alloy is increased, an additional (α + γ)- and single α-phase field region arise [15], as

shown in the quasi-binary phase diagram of the TNM alloy system reported in References

[9,15,18]. Depending on the temperature and dwell time of the first heat treatment step and

of the chemical composition, the adjustment of further types of lamellar microstructures,

namely a nearly lamellar (NL) microstructure with traces of globular γ- (NLγ) and/or βo-

phase (NLβ) or a fully lamellar (FL) microstructure, offering the highest creep resistance,

as well as yield strength, can be accomplished [11,12]. The corresponding cooling and the

subsequent second heat treatment step, which takes place in a temperature range above the

service temperature and below the eutectoid temperature, followed by furnace cooling (FC),

defines the average lamellar spacing. This so-called aging treatment must be selected in

such a way that the optimum balance of mechanical properties is generated, in particular to

obtain creep resistance at elevated temperature and to provide ductility below the brittle-

to-ductile transition temperature [9].

In the case of SPS, current devices are able to consolidate, sinter and conduct a heat

treatment step at the same time. However, unfortunately, the resulting coarse lamellar

spacing, which is linked to the low feasible cooling rate in the course of natural convection,

makes it impossible to optimally adjust the mechanical properties of the TNM alloy as

described above. For this reason, the present study deals with the development of subsequent

heat treatments on SPS manufactured samples in order to optimize their mechanical
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properties, extending the scope of the SPS PM route towards improved high-temperature

applications.

B.2 Experimental procedure

The TNM powder used in the present study was produced via electrode induction melting gas

atomization (EIGA) [19] by Nanoval GmbH & Co. KG, Germany, applying a Laval nozzle,

using argon inert gas [20]. The ingots needed for this process were produced according to

refs. [21,22] by GfE Metalle und Materialen GmbH, Germany. A powder fraction smaller

than 150 µm was utilized for the SPS experiment, which was carried out on a SPS device

of the type HP D 25 by FCT Systems GmbH, Germany, at the Technische Universität

Bergakademie Freiberg, Germany. This SPS device has a cylindrical graphite die with an

inner diameter of 80mm, which corresponds to the sample cross-section at a height of 14mm.

The densification of the powder is reached under vacuum condition by mechanical pressure

and a pulsed electric current. For details regarding the SPS process, the reader is referred

to References [6,23]. The chemical composition of the TNM alloy after SPS is shown in

TableB.1. The concentrations of Ti, Al, Nb, and Mo were determined by means of X-

ray fluorescence spectroscopy, while B was evaluated by inductively coupled plasma atomic

emission spectroscopy. For analyzing the O content carrier gas hot extraction was used. The

chemical analysis of the powder has shown the same results, with exception of the O content,

which was 300 mass-ppm lower.

The TNM powder was sintered at 1300 ◦C for 3min under an applied load of 50 MPa.

This dwell temperature was reached by using a heating rate of 50K/min between RT and

1000 ◦C and, beyond this, the heating rate was decreased to 40K/min in order to prevent

a temperature overshooting. After a dwell time of 3min, the sintered disc of the diameter

80 mm was cooled to RT with around 90K/min via natural convection cooling of the SPS

device.

Thermal treatments were conducted under atmospheric conditions using a high-temperature

furnace of the type RHF 1600 from Carbolite, Germany. Subsequently, AC was performed.

The heat treatments were carried out on cylindrical samples with a diameter of 11mm

and a length of 70mm, which were eroded by electrical discharge machining from the

sintered discs. Also the samples in as-SPS or heat-treated condition for microstructural

examination by scanning electron microscopy (SEM) were taken from the center of the disc.

Table B.1: Chemical composition of the investigated TNM alloy in at.% after SPS. The
oxygen content is stated in mass-ppm.

Ti Al Nb Mo B O

bal. 43.5 4.05 1.02 0.10 1300
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The specimens were metallographically ground and electrolytically etched in accordance to

Reference [24]. All SEM investigations were conducted on an EVO 50 by Zeiss, Germany,

in back-scattered electron (BSE) mode at an acceleration voltage of 20 kV. Furthermore,

the electrolytically etched samples, where the etching process reduced surface-near residual

stresses, were investigated by X-ray diffraction (XRD) measurements using an AXS D8

Advanced diffractometer from Bruker, Germany. The Rietveld refinement [25] was used

to quantify the fractions of the phases present, applying the Bruker software TOPAS 4.2,

Germany.

Complementary, the SEM micrographs were analyzed via the image analysis software Stream

Motion 1.9.3 from Olympus, Japan, to determine phase fractions and grain sizes. Thereby,

the grain size corresponds to the equivalent circle diameter. For more details, the reader is

referred to References [9,24].

The lamellar spacing of the α2/γ-colonies was examined by means of transmission electron

microscopy (TEM) employing a Philips CM12 microscope, Germany, operating at an

acceleration voltage of 120 kV. For these investigations, specimens of 3mm in diameter were

electrolytically thinned to electron transparency using a Tenu Pol-5 using the electrolyte A3

by Struers, Germany. The TEM images were taken along the 〈110〉 zone axis of the γ-phase

in “edge-on” condition of the α2/γ-colonies. These TEM images were used to measure the

width of α2 and γ lamellae to determine the average lamellar spacing.

Hardness was measured according to Vickers HV10 using a universal testing machine M4C

025 G3M from EMCO, Austria. Each hardness value was calculated as arithmetic mean

value from at least five indents.

Quasi-static tensile tests at RT, 300, 700 , and 800 ◦C were carried out on universal testing

machines of the type Inspect 50-1 from Hegewald and Peschke, Germany, and AG-100 from

Shimadzu, Japan, at the GfE Fremat GmbH, Germany. The tensile test specimens had a

diameter of 5mm and a gauge length of 25mm. The initial strain rate of the tensile tests

was always 10−4 s−1 . At each temperature, two specimens of the as-SPS condition and the

heat-treated variants were tested.

Creep tests of the heat-treated samples were performed at a temperature of 750 ◦C, using

an initial constant load of 150MPa employing creep testing machines TC30 and TC50 from

AET Technologies, France. The creep samples had an initial diameter of 6mm and an

initial gauge length of 30mm. Extensometer bars were used to determine the creep strain.

Stable thermal conditions along the specimen length were guaranteed through monitoring

and controlling the temperature by three attached thermocouples.
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B.3 Results

B.3.1 Microstructure

The TNM powder was spark plasma sintered at a dwell temperature of 1300 ◦C for 3min

under an applied pressure of 50MPa, obtaining a dense specimen. The microstructure

taken from the center of the as-SPS disc is shown in Fig. B.1a,b, exhibiting a NLγ + βo

microstructure consisting of equiaxed lamellar α2/γ-colonies surrounded by globular γ- (dark

contrast) and βo-phase (bright contrast). The SEM images of the as-SPS condition were

evaluated via image analysis. As a result, the globular γ-phase was estimated to be around

4 vol.% and for the βo-phase the value was below 1 vol.%. Additionally, XRD measurements

(see Fig. B.1c) provide quantitative analysis regarding the crystallographic phase fraction,

as listed in TableB.2. The γ-phase fraction of the as-SPS sample is around 60 vol.%, which

stems from both the γ-lamellar and the globular γ-phase. The lamellar spacing is rather

large and the individual lamellae are already visible in the SEM image. These coarse spacing

distances stem from the low cooling rate of the SPS device.

Two-step heat treatments were carried out on as-SPS samples to optimize the mechanical

properties by adjusting the microstructure, for example, minimizing the lamellar spacing.

The first sample experienced a solution heat treatment at 1290 ◦C for 30min. This heat

treatment takes place within the (α + β)-phase field region, approximately 35 ◦C above

the γ solvus temperature (Tγ,solv), which is around 1255 ◦C in case of the TNM alloy [9].

After AC to RT, the samples were aged at 850 ◦C for 6 h followed by FC to stabilize

the microstructure. A detailed record of the heat treatments as well as the quantitative

evaluation of the microstructure is summarized in TableB.2. FigureB.2a shows the resulting

microstructure. This microstructure is called NLβ and consists mainly of fine lamellar α2/γ-

colonies and βo-phase at colony boundaries and triple points. When compared to Fig. B.1a,

the lamellar spacing cannot be resolved in this case due to the higher cooling, as achieved

by AC. Furthermore, lenticular γ-phase (γlens) precipitates and coarsens within the βo-phase

during aging at 850 ◦C for 6 h in order to obtain a thermodynamic phase equilibrium [18].

The amount of γlens and βo-phase was determined to be about 2 vol.%. In addition, so-called

cellular reaction (CR) takes place along the colony boundaries. The CR is provoked by

the fine lamellae causing a high amount of interface surfaces, thus decreasing the thermal

stability of the α2/γ-colonies. At aging or service temperature, this fine lamellar α2/γ-

colonies are prone to decompose in (α2 + βo + γ)cellular, starting from the colony boundaries

that deteriorates the high temperature properties, as reported in References [5,17,26,27].

Furthermore, small pores are also visible inside the SEM micrograph as dark voids, located

along the grain boundaries. It should be noted that these pores appear larger in the SEM

image than they actually present in the material due to an enlarging effect during the

electrolytically etching of the polished surface. Pores, along with the βo-phase, which exists
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Table B.2: Microstructural state in as-SPS and heat-treated condition (see text).

Type of Heat treatment Phase fractions measured Quantitative morphological analysis Lamellar Hardness
microstructure via XRD∗ of SEM micrographs∗∗ spacing

α2 γ βo α2/γ-colonies globular γ βo + γlens
vol.% vol.% vol.% vol.% µm vol.% vol.% nm HV10

as-SPS - 35 61 4 94 19 5 <1 83±7 378±8
1290 ◦C/30min/AC

NLβ + 27 71 ≤2 97 20 <1 2 8±9 466±4
850 ◦C/6 h/FC

1265 ◦C/
FL 30min/AC+ 30 68 ≤2 98 29 <1 <1 10±6 461±7

850 ◦C/6 h/FC

1290 ◦C/30min/AC
NLγ 1245 ◦C/30min/AC+ 30 68 ≤2 97 45 2 <1 9±8 445±5

850 ◦C/6 h/FC
∗ The estimated accuracy of the method is ± 2 vol.%.

∗∗ The estimated accuracy is ± 1 vol.%.
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Figure B.1: a-b) NLγ + βo microstructure of the as-SPS TNM alloy consisting of equiaxed
lamellar α2/γ-colonies surrounded by globular γ- and βo-phase. Owing to the low cooling
rate from the dwell temperature (1300 ◦C), the lamellar spacing is rather large. The SEM
images were taken in BSE mode, thus globular γ shows a dark contrast, whereas the βo-phase
appears in bright contrast. The α2-phase shows a contrast between those of γ and βo. c)XRD
spectrum of as-SPS sample. The phase fraction evaluated by applying Rietveld analysis is
listed in TableB.2. d).TEM image of a lamellar α2/γ-colony in an as-SPS specimen in
”edge-on” condition

as disordered β-phase at 1290 ◦C, however, impede grain growth during the heat treatment

within the (α + β)-phase field region. The mean size of the equiaxed α2/γ-colonies was

measured by image analysis to be around 20 µm, which corresponds to the as-SPS condition.

The next heat treatment was carried out at 1265 ◦C for 30 min, followed by AC and an aging

step at 850 ◦C for 6 h and FC. As a result, the globular γ- and βo-phase fraction is decreased

to a minimum and an almost FL microstructure could be achieved, which is depicted in

Fig. B.2b. Pores and CR appear along the α2/γ-colony boundaries almost in the same

manner as they were detected in the previous heat-treated microstructure, see Fig. B.2a.

The colony size of the FL microstructure increases slightly compared to the NLβ one, see

TableB.2. This is attributed to the low amount of a second phase, which is necessary to

effectively inhibit grain coarsening during annealing at 1265 ◦C. Nevertheless, due to the

short holding time of 30min, the grain size is below 100 µm, which is postulated to be small

enough to achieve moderate fracture elongation at RT [1].
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Figure B.2: SEM micrographs of microstructures after two-step heat treatment according to
TableB.1: a) NLβ; b) FL; c) NLγ. The inserts in the upper right corner show microstructural
details in higher magnification. At this point it should be noted that the pores show an
enlarged size, caused by the electrolytically etching procedure (see text). SEM images were
taken in BSE mode.

The third heat treatment started with an annealing step at 1290 ◦C for 30min, as in the

first heat treatment, providing a homogeneous (α + β)-microstructure, but afterwards the

samples were FC below Tγ,solv to 1245 ◦C and held there for additional 30min to precipitate

globular γ-phase. The following AC and aging corresponds to the previous ones. The

resulting microstructure, called NLγ, is shown in Fig. B.2c. Besides the globular γ-phase,

α2/γ-colonies, CR and pores are detectable. During the longer first heat treatment step, the

former α-grains have grown resulting in a mean grain size of 45 µm. All phase fractions and

grain sizes, which were determined via image analysis, are summarized in TableB.2. The

quantitative image analysis is used to differ between the morphological characteristics of the

phases. However, due to the limited resolution of this technique, fine lamellae within the

α2/γ-colonies cannot be evaluated. In contrast, XRD as a lattice-sensitive method leads to

the overall phase fraction of α2, βo and γ, see TableB.2. The heat-treated samples show

almost the same phase distribution with around 70 vol.% of γ-phase due to the stabilization

annealing at 850 ◦C. Comparing the XRD measured γ-phase fraction with the globular γ-

phase detected by image analysis, it is evident that the majority of the γ-phase is in the form

of lamellae within the α2/γ-colonies. These α2/γ-lamellae are already visible in the as-SPS

microstructure (Fig. B.1a). The lamellar spacing of the colonies can be investigated in more

detail by means of TEM, as shown in Fig. B.1d. The lamellar spacing of the as-SPS sample

was determined to be 83±7 nm, see chapter A.2. By the subsequent heat treatments, the

average lamellar spacing could be reduced by a factor of ten. The average lamellar spacings

are almost the same for the NLβ, FL, and NLγ microstructures, see TableB.2, due to the
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fact that the cooling rate as well as the following stabilization heat treatment, which defines

the lamellar distance, were the same.

B.3.2 Mechanical testing

The obtained Vickers hardness of the different microstructures is also summarized in

TableB.2. The hardness values reflect the microstructural aspects described in the previous

chapter. The as-SPS condition shows the lowest hardness with around 378HV10, due to

the coarse lamellae and the highest volume fraction of globular γ-phase, see TableB.2.

Decreasing the average lamellar spacing by subsequent heat treatments increases the

hardness up to 450-470HV10. For the heat-treated samples the same lamellar width was

measured, but the NLγ microstructure shows the lowest hardness value (445HV10), probably

due to the larger colony size and the existence of globular γ-phase.

For a detailed investigation of the mechanical properties, tensile tests were carried out at

25, 300, 700, and 800 ◦C. If 0.2% plastic elongation is achieved, the Rp0.2 yield strength

was evaluated (round icons inside Fig. B.3a). Otherwise, the ultimate tensile strength was

determined (marked with a cross). The results are summarized in Fig. B.3a. The black

dashed line represents the baseline provided by the as-SPS data, in order to establish the

benefit of the heat treatment. In addition, Fig. B.3b shows the plastic strain to fracture.

It becomes evident that the strength can be increased by heat treatments, due to reduced

amount of globular phases and a finer lamellar spacing. However, the plastic strain to

Figure B.3: Tensile properties of the investigated material conditions, see TableB.2: (a) the
0.2%-yield strength is marked with dots, whereas the ultimate tensile strength is denoted
with crosses; (b) plastic strain to fracture. The 0.2% fracture elongation is indicated as a
horizontal line. Two samples failed within the elastic regime. Their values are plotted at the
bottom in the logarithmic diagram. The black dashed lines in (a) and (b) are the baseline
provided by the as-SPS condition. For the interpretation of the references to color in this
Fig. B.legend, the reader is referred to the online version of this article.
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Figure B.4: Creep strain and creep strain rate as a function of time of the heat treated
microstructures as a function of time at 750 ◦C and 150MPa.

fracture decreases by the heat treatment as shown in Fig. B.3b. These values are always

below the black dashed line provided by the as-SPS condition. In addition, in two cases, the

plastic strain to fracture decreases to 0%, which is also indicated in the logarithmic diagram

in Fig. B.3b. In summary, the results in Fig. B.3 show that the strength can be increased by

additional heat treatment at 700 and 800 ◦C, while maintaining a certain ductility, too.

Finally, creep tests were carried out at 750 ◦C using a load of 150MPa. The creep tests

provided the creep strain (ǫ) and the creep strain rate (ǫ̇) as a function of time. The

corresponding graphs are plotted in Fig. B.4. The NLβ microstructure results in a minimum

creep rate (ǫ̇min) of 4.0·10−9 s−1 after 400 h, the FL state reaches ǫ̇min = 3.2·10−9 s−1 after

350 h and the NLγ variant shows a ǫ̇min of 2.6·10−9 s−1 after 400 h. That means that all

tested conditions exhibit a creep strain ≤1% after 500 h at 750 ◦C.

B.4 Discussion

This study proved that it is possible to manufacture the engineering TNM alloy via SPS by

sintering the powder at 1300 ◦C within the (α+β)-phase field region. A similar fundamental

study on the TNM alloy was conducted by Voisin et al. [8]. These authors showed that,

at a dwell temperature of 1304 ◦C, the microstructure consists of α-phase surrounded by

β-phase, which is also in agreement with the TNM phase diagram provided by Schwaighofer

et al. [9]. During cooling from dwell temperature, a microstructure consisting of coarse

lamellar α2/γ-colonies, which are surrounded by globular γ- and βo-phase was generated in

the same way as in this investigation. But in this study, a subsequent heat treatment was

designed for the SPS samples to exceed the mechanical results provided by Voisin et al. [8]

and reach the full potential of the TNM PM route. The initial as-SPS condition exhibits
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a NLγ + βo microstructure as shown in Fig. B.1a, which forms at a dwell temperature of

1300 ◦C and during slow cooling, whereby globular γ-phase precipitates in the β/βo-phase

below the Tγ,solv temperature. Another transformation, which takes place during cooling,

is the formation of lamellar α2/γ-colonies. As a consequence of the slow cooling rate, the

average lamellar spacing is rather broad, which is associated with a negative influence on

the tensile properties [10,13,14]. However, hardness values of 378 HV10 can be reached

due to the fine-grained microstructure of the as-SPS condition and the elevated content of

oxygen, see TableB.1, which acts as solid solution hardening element in γ-TiAl alloys [28,29].

As a consequence, the hardness is significantly higher than in a cast/HIP TNM alloy [9,18].

Comparing the tensile tests of this study with as-SPS results from literature [8], similar yield

strengths are obtained, but a higher plastic strain to fracture have been reported for the TNM

alloy. Obviously, the enhanced oxygen content embrittles the material [28,29], resulting in a

deterioration of the fracture elongation. Due to the limited cooling rate of currently used SPS

units [8], an optimized microstructure with balanced mechanical properties, i.e., sufficient

ductility at RT and good creep resistance at elevated temperatures, as described in Reference

[9], cannot be adjusted. Therefore, additional two-step heat treatments were carried out on

SPS manufactured samples to remove the coarse lamellae with the adjustment of a NLγ, FL

and NLβ microstructure. At this point, it should be noted that in a nominal TNM alloy,

no FL microstructure can be adjusted [9]. However, due to the higher amount of oxygen,

which stabilizes the α/α2-phase [28,30], the appearance of βo- and γ-phase could almost be

suppressed throughout the heat treatment. The heat treatments are summarized in TableB.2

and the resulting microstructures are shown in Fig. B.2. The hardness values, see TableB.2,

reflect the arrangement of the constituting phases in these different microstructures. The

NLγ sample (Fig. B.2c) has the lowest hardness, due to its higher volume fraction of the

“soft” globular γ-phase and its comparable large α2/γ-colony size. In contrast, FL and

NLβ exhibits no globular γ-phase, but show almost the same hardness values. Therefore,

two opposite effects control the hardness: the high hardness of the βo-phase at RT [10,18],

whereas the slightly higher colony size of the NLβ microstructure believed to decreases

it. Nevertheless, the hardness values of the three heat-treated microstructures show an

increase of 70–90HV10 when compared to the as-SPS microstructure. This behavior is

mainly caused by the decreased average lamellar spacing (from 80 nm to 10 nm). The impact

of the microstructure on the mechanical properties was also evaluated by tensile tests as

summarized in Fig. B.3. Due to the increased strength of the heat-treated specimens, the

ductility is decreased when compared to the as-SPS condition. Therefore, the evaluation of

the yield strength at 0.2% plastic elongation was limited for testing temperatures below the

ductile-to-brittle transition temperature and thus the ultimate tensile strength values were

taken into account. The NLγ microstructures shows the highest ultimate tensile strength

(Fig. B.3a), together with a high fracture elongation (Fig. B.3b), due to the presence of the

rather “soft” globular γ-phase. At 700 ◦C and 800 ◦C the strength is enhanced significantly
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for all heat-treated specimens when compared to the as-SPS condition. The obtained values

are in the same range as for a FL microstructure provided by conventional casting and

subsequent heat treatment [9]. However, the fracture elongation is lower at RT. Therefore,

it is tempting to speculate that the observed embrittlement is due to the increased oxygen

content and the appearance of micropores, which are evidenced in Fig. B.2. In general, these

spherical pores appear during the subsequent pressureless heat treatment around the sinter

temperature. This effect is called thermally induced porosity (TIP) [31]. The Ar stems from

entrapped atomization gas inside the powder, which gets more likely for large powder sizes

[19,32] as also used in this study. From Fig. B.3b it seems that there is a week minimum at

300 ◦C. Such a minimum might be attributed to strain aging, i.e., the dislocations are locked

by mobile oxygen atoms. Such an embrittlement is also found in many metallic alloy systems.

Therefore, in an ongoing project, this effect will be studied by in-situ TEM investigations.

The different constituting phases in the heat-treated microstructures impact the creep

properties as shown in Fig. B.4. The FL microstructure shows a better creep resistance

than the NLβ variant despite same average lamellar spacings. This is caused by the negative

effect of the βo-phase with B2 structure, which exhibits higher diffusion rates [10,17,33].

In addition, the distinctly smaller colony size of the NLβ microstructure facilitates grain

boundary sliding at the chosen creep testing conditions [10,34]. Therefore, as a result of

their largest mean colony size, the NLγ microstructure shows the lowest ǫ̇min, despite of the

presence of the soft, globular γ-phase along the colony grain boundaries and same average

lamellar spacing. In summary, all heat-treated microstructures shows a ǫ̇min within the same

magnitude than observed for comparable microstructures produced via the conventional cast

and heat treatment route [9], which again highlights the potential of SPS material when an

additional heat treatment is performed.

B.5 Summary

In the framework of this study, spark plasma sintering, a technique which is capable of

manufacturing complexly shaped components, was chosen to densify powders of an advanced

intermetallic γ-TiAl based alloy, the so-called TNM alloy, with a chemical composition of

Ti-43.5Al-4.1Nb-1.0Mo-0.1B. Therein, gas atomized powder was sintered at 1300 ◦C followed

by cooling to RT with around 90K/min. The as-SPS condition reveals a small-sized and

homogenous NLγ + βo microstructure. At RT the microstructure shows a hardness of

378HV10 and an ultimate tensile strength of about 800MPa due to small α2/γ-colonies

and an elevated oxygen content of 1300 ppm. The average lamellar spacing within the

colonies was determined to be 83±7 nm. Subsequent two-step heat treatments shifted the

amount of constituting phases during the adjustment of a NLγ, FL and NLβ microstructure,

also decreasing the average lamellar spacing to 10±3 nm in order to utilize the full potential
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of the TNM alloy. As a consequence, the hardness could be increased to 466±4 HV10 in case

of the NLβ variant, however, tensile fracture elongation at RT decreased. At 800 ◦C the NLβ

microstructure attain a yield strength of around 600MPa when compared to the 450MPa of

the initial as-SPS variant. Furthermore, a minimum creep rate of 4.0·10−9 s−1 was achieved

due to the fine lamellar NLβ microstructure. The FL and the NLγ microstructure show

lower ǫ̇min of 3.2·10−9 s−1 and 2.6·10−9 s−1, respectively, which was achieved by the larger

mean colony size of 29 and 45 µm, when compared to 20 µm in the NLβ microstructure as

well as the absence of the βo-phase. Summarized, the strength and the creep performance

at 750 ◦C can keep up with the obtained levels of conventional cast and heat treatment

processing routes [9]. Therefore, the study proves that SPS of the TNM alloy, along with a

designed subsequent heat treatment, is a promising alternative manufacturing route besides

the conventional processing of engineering γ-TiAl based alloys by means of investment

casting.
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Abstract

Near-α Ti alloys are ideal candidates for high-temperature aerospace, automotive and

nautical propulsion systems due to their high strength, low density and good corrosion

resistance. However, the maximum service temperature of the well-known near-α alloy

Ti6242S is limited to about 540 ◦C. By adding, for example, intermetallic γ-TiAl based

alloy particles to Ti6242S powder a significant increase in yield strength up to 650 ◦C can

be achieved by means of spark plasma sintering, along with sufficient room temperature

ductility. In this study, investigations on the underlying strengthening mechanisms were

carried out. For this purpose, mechanical tests and detailed microstructural characterization

were performed.

Spark plasma sintering at 1150 ◦C of powder blends with 10m.% spherical γ-TiAl based

powder (<20µm) leads to a homogeneous dissolution of the TiAl particles in the matrix

material and a refinement of the lamellar microstructure. Due to the formation of ordered

intermetallic α2-Ti3Al precipitates, which are completely stable up to 670 ◦C in the newly

evolved Ti-8.3Al-1.8Sn-3.7Zr-2.0Mo-0.9Nb-0.08Si alloy (m.%), the creep resistance at 600 ◦C

has been increased significantly. In the B containing variant, it was found that finely

distributed titanium borides TiB formed in the Ti6242 matrix and led to an even more

pronounced refinement of the microstructure. For B additions of 1 m.%, however, the creep

resistance at 600 ◦C is reduced compared to the other alloys, but the strength is increased

up to 500 ◦C.
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C.1 Introduction

The demand for light-weight structural components that endure high service temperatures

has initiated a permanent development of new alloys as well as new processing routes.

Presently, Ti-base alloys are used in structural high-temperature applications in the

aerospace and automotive industries, as these alloys unite low density, high strength, and

good corrosion and creep resistance at service temperature [1-5]. The common near-α Ti-

base alloys (below 6 m.% Al) attain service temperatures below 600 ◦C, whereas intermetallic

γ-TiAl-based alloys, which contain about 29–35 m.% Al (42–48 at.%), reach up to 800 ◦C

with increasing creep, burn and oxidation resistance. TiAl alloys are already in use as turbine

blades in advanced aircraft engines [6,7], valves in automotive engines [7,8] and turbocharger

turbine wheels in automotive and nautical propulsion systems [5,8]. However, γ-TiAl alloys

suffer from moderate ductility at room temperature (RT), which limits further applications

[9,10].

Both, near-α Ti and γ-TiAl alloys are commonly produced by ingot metallurgy followed by

hot deformation processes, e.g. forging or rolling, and subsequent multi-step heat treatments.

However, powder-related processing routes provide the opportunity to manufacture complex

near-net shapes, originating from pre-alloyed powder or powder blends. For example,

the technique of spark plasma sintering (SPS) is quite a promising alternative to the

conventional [1,4] and additive manufacturing (AM) technologies, e.g. see Ref. [11-14],

of producing light-weight parts with high structural complexity like TiAl turbine blades

[15]. Thereby, SPS employs pulsed electric current and a uniaxial load to densify powders

[15,16]. The use of powder facilitates the blending of Ti-base powder with other alloys

or compounds into so-called titanium metal matrix composites (Ti-MMC), which exhibit

enhanced mechanical properties after densification because of elements dissolution, grain

refinement and/or dispersion strengthening [17-23]. For that reason, Ti-MMC components

have already been introduced in the automotive industry as engine components, e.g. intake

valves and exhaust valves [24].

This study investigates various powders and powder blends based on near-α Ti-base alloys

densified via SPS. On the one hand, the matrix alloy Ti6242 with a nominal composition of

Ti–6Al–2Sn–4Zr–2Mo (in m.%) was reinforced with B, and on the other hand, the advanced

Ti–6Al–2Sn–4Zr–2Mo-0.1Si (in m.%) (Ti6242S) alloy was strengthened with particles of an

intermetallic γ-TiAl based alloy, the so-called TNM alloy, with a nominal composition of Ti-

43.5Al–4Nb–1Mo-0.1B (in at.%) (Ti-28.6Al–9Nb-2.3Mo-0.03B in m.%). The densification

of commonly available powder or powder blends in the SPS unit opens up a fast and

independent way of processing Ti-base alloys with advanced mechanical properties.

In general, many Ti-base alloys utilize the occurrence of two phases: the body-centered cubic

(bcc) β-Ti (A2 structure) and the hexagonal close-packed (hcp) α-Ti (A3 structure), whereby

the α-Ti is not thermodynamically stable above the allotropic transformation temperature,
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the so-called β transus temperature (Tβ,trans). Below Tβ,trans both phases can appear,

whereby the α/β ratio is determined by the chemical composition of the Ti-base alloy. For

instance, Al and O are strong α stabilizers and therefore increase the amount of α phase in

the microstructure, whereas Sn and Zr are considered to be weak α stabilizers. In contrast,

Mo and Nb are β stabilizers, as they increase the β phase fraction, whereby Mo has an

approximately four times stronger effect than Nb [4].

In this regard, Ti-base alloys are classified conventionally according to their equilibrium phase

constitution, which consequently depends on the chemical composition [1-4]. The Ti6242

alloys belong to the near-α Ti alloys because the majority of the microstructure consists

of the hcp α phase, which is appropriate for creep resistant high-temperature applications

due to its low self-diffusion coefficient and its low number of dislocation slip systems when

compared to the bcc β phase [1]. The addition of the β-eutectic element Si [1,4], which results

in the so-called Ti6242S alloy, improves the mechanical properties at elevated temperatures

by solution strengthening and the formation of stable intermetallic (Ti,Zr)5Si3 precipitates

(D88-structure) at the α/β lamellae boundaries and at grain boundaries [25-27], which

retard dislocation movement in comparison to the Si-free Ti6242 variant [1,25]. Additional

strengthening in Ti-base alloys can be reached, e.g. due to the addition of Sn, by increasing

the volume fraction of the intermetallic, ordered hexagonal α2-Ti3Al phase (D019 structure),

since coherent precipitates are effective barriers for dislocation glide and climb [4]. The α2-

Ti3Al phase precipitates from its disordered counterpart α during a final annealing treatment,

resulting in an age-hardening effect by these fine α2 precipitates. This aging step has to take

place below the α2 solvus temperature (Tα2,solv). Aging or the application above Tα2,solv will

dissolve the α2 precipitates and thus the age-hardening effect will be lost, while limiting the

maximum service temperature of this type of Ti-base alloys. The occurrence of this ordering

transformation depends on the chemical composition of the alloy. For Ti6242S, where the

long-term service temperature is set at 540 ◦C [28], Tα2,solv is about 650 ◦C according to

literature [4,29]. The presence of O [29], Sn [4] or a further increase of the Al content [2,4,29]

in Ti-base alloys promotes the formation of the intermetallic, ordered hexagonal α2 phase,

i.e. Tα2,solv and hence the service temperature is increased.

Based on the size and arrangement of the two major phases, α and β, a variety of

microstructures is adjustable, which is reflected in the material’s mechanical properties.

The highest service temperatures are reached when near-α Ti alloys exhibit a fully lamellar

(FL) microstructure, which consists mainly of lamellar α separated by retained β phase

[2,4]. Therefore, a heat treatment above Tβ,trans, in the single β phase field region, is

conducted followed by cooling to RT; here, β transforms to α, obeying the Burgers orientation

relationship: 〈111〉β||〈112̄0〉α, {110}β||(0002)α [30]. The cooling rate from the β phase field

region defines the extent of this first transformation reaction, which forms in the case of slow

cooling a continuous α layer at the boundary of the parent β grain, the so-called α seam.

The cooling rate also determines the width of the next transforming α lamellae and the size
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of the α colonies.

During annealing above Tβ,trans, the coarsening of the β grains can be inhibited by the

presence of a second phase, such as TiB or TiC. Furthermore, adding borides and carbides

into the metal matrix (e.g. as shown by Lu et al. [17] in the case of Ti6242S) results in a

more fine-grained starting microstructure due to the fine particles which act as heterogeneous

nucleation sites. As a consequence, the yield strength at room temperature is increased due

to the combined strengthening effect of dispersoid and precipitate particles together with the

finer grain size. Recent tensile tests of Ti–6Al–4V/(TiC+TiB)-MMCs up to 650 ◦C revealed

a superior tensile strength at RT with a degradation around 600 ◦C [31]. However, tensile and

creep test results at elevated temperatures for Ti6242/(TiB)-MMCs have not been published

so far. The addition of intermetallic γ-TiAl alloy particles to a Ti-base alloy was reported

first by Decker et al. [32,33]. These authors showed that the addition of 10–20 m.% of TNM

powder increases the strength significantly at the expense of RT ductility, using Ti–6Al–4V

[33] and Ti6242S [32] powder as matrix material densified via SPS. In case of the Ti6242S

matrix, the addition of 10 m.% TNM particles smaller than 20 µm were considered to be

an optimum in increasing strength but maintaining ductility as reported in Ref. [32] and

was therefore chosen to be investigated in more detail. The present paper will clarify the

strengthening mechanisms activated in Ti6242S reinforced with TNM powder particles and

B at RT and elevated temperatures by using high-resolution electron microscopy along with

ex situ and in situ X-ray diffraction. Finally, tensile and creep tests show the potential of

the newly-designed Ti-MMCs and alloys for their use at 600 ◦C.

C.2 Materials and methods

All powders used were gas atomized employing argon inert gas and subsequently classified

by sieving. The Ti6242S powder (10–106 µm) was atomized by LPW Technology Ltd, UK,

and the TNM powder (<20 µm) by the Helmholtz-Zentrum Geesthacht, Germany. The

pre-alloyed Ti6242 powder containing 1 m.% B (150–500 µm) was provided by Carpenter

Technology (formerly Puris), USA. The Ti6242S + 10 m.% TNM powder blend was mixed

under argon atmosphere via a shaker mixer Turbula T2 C from the WAB Group, Switzerland.

The chemical compositions of the powders were determined by means of X-ray fluorescence

(XRF) spectroscopy for Ti, Al, Nb, and Mo. Inductively coupled plasma-atomic emission

spectroscopy (ICP-AES) was employed for B and Si. To analyze the interstitial O impurities,

carrier gas hot extraction was employed. The composition of the powder blend after

densification by SPS was determined with the same methods. The results are summarized

in TableC.1.

The powders and their blends were compacted to cylindrical samples with a diameter of

80mm and a height of 14mm by an SPS device of the type HP D 25 from FCT Systems
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Table C.1: Chemical composition of the powder alloys and their blends evaluated either
at the initial state or after SPS. The composition of the blend was calculated from the
ingredients as well.

Variant Elements [m.%]

Ti Al Sn Zr Mo Si Nb B O

Ti6242Sa Powder bal. 6.00 2.04 3.98 2.03 0.08 - - 0.19
Ti6242 + 1m.%Ba Powder bal. 6.28 1.84 4.26 1.84 - - 1.010 0.11
TNMa Powder bal. 28.6 - - 2.30 - 9.1 0.025 0.15
Ti6242S + 10m.% TNMa SPS bal. 8.26 1.81 3.72 2.04 0.08 0.9 0.005 0.19
Ti6242S + 10m.% TNMb Blend bal. 8.26 1.80 3.60 2.03 0.07 0.9 0.003 0.18

aChemical analysis. bCalculated.

GmbH, Germany, at the Technische Universität Bergakademie Freiberg, Germany. The

densification of the powder was reached under vacuum by applying mechanical pressure and

pulsed electric current. For more details regarding the SPS process, the reader is referred to

Ref. [15,16,34]. The powders used in this study were sintered with different parameters, i.e.

varying dwell temperature and dwell time, which are collectively shown for each condition in

Table 2. All samples were cooled to RT at a rate of about 90K/min, within the SPS unit via

natural convection cooling. The dense samples in as-SPS condition were metallographically

examined by light optical microscopy (LOM) and scanning electron microscopy (SEM). To

this end, specimens were taken from the center of the SPS disc, embedded into the hot

mounting resin PolyFast from Struers, Germany, ground and subsequently either polished

for 10min, using a colloidal silica solution (OP–S suspension) from Struers, Germany, or

etched in Kroll’s reagent [35] for 8 s. All LOM images were recorded employing a Zeiss

Axio Imager M1m, Germany. The SEM investigations were conducted on an EVO 50 from

Zeiss, Germany, in back-scattered electron (BSE) mode at a maximum acceleration voltage

of 20 kV. Energy-dispersive X-ray spectroscopy (EDX) was performed at a Tescan SEM of

the type CLARA, Czech Republic, with an acceleration voltage of 15 kV in combination with

the X-Max system and the Aztec software from Oxford Instruments, United Kingdom.

X-ray diffraction (XRD) measurements were conducted on OP-S polished samples using

Table C.2: SPS process parameters used for each investigated variant. All variants were
heated to their dwell temperature with 50K/min under an applied load of 50MPa. After
the dwell time, the samples were cooled via natural convection with about 90K/min.

Variant Spark plasma sintering

Dwell temperature Dwell time

Ti6242S 1100 ◦C 0min
Ti6242 + 1m.%B 1200 ◦C 3min
Ti6242S + 10m.% TNM 1100 ◦C 1100 ◦C 0min
Ti6242S + 10m.% TNM 1150 ◦C 1150 ◦C 0min
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Cu-Kα radiation in an AXS D8 Advanced diffractometer from Bruker, United States. The

data obtained and the corresponding Rietveld refinement [36] were used to identify the

appearing phases and evaluate the phase fractions with an accuracy of ±3m.%, applying

the software program TOPAS from Bruker, United States. High-energy X-ray diffraction

(HEXRD) experiments were conducted at the side station P07B of the high-energy materials

science (HEMS) beamline operated by the Helmholtz-Zentrum Geesthacht at PETRA III

at the Deutsches Elektronen-Synchrotron (DESY) in Hamburg, Germany [37]. During the

experiments on cylindrical samples (Ø 5×10mm3), 2D diffraction patterns were continually

collected in transmission geometry using a PerkinElmer XRD 1621 flat panel detector with

a pixel matrix of 2048×2048 and a pixel size of 200×200 µm2. A mean photon energy of

87.1 keV was selected corresponding to a wavelength of 0.1424 Å. The experimental setup

was calibrated with LaB6 powder. The recorded Debye-Scherrer rings were azimuthally

integrated using the data reduction software program Fit2D [38]. Besides RT measurements,

in situ HEXRD phase evolution experiments were conducted using a modified quenching and

deformation dilatometer DIL805A/D from TA Instruments (formerly Bähr Thermoanalye

GmbH), Germany. Samples in as-SPS condition were heated up to 500 ◦C and held for

30min. Afterwards, the temperature was increased to 1150 ◦C at a heating rate of 2K/min.

An exposure time of 2 s per image provided an adequate peak-to-background intensity ratio

during the experiments. Phase fractions and their dependence on time and temperature were

evaluated by the intensity ratio method [39,40]. Weighting factors were derived from the

results of Rietveld analysis, which was performed for selected temperatures. The appearance

of upper harmonics at P07B has been considered in the evaluation.

In order to analyze transformation sequences, differential scanning calorimetry (DSC)

measurements were carried out on SPS samples, utilizing heating rates between 10 and

40K/min in Ar-atmosphere. The measurements were executed on a LabSYS Evolution

of Setaram Instrumentation, France, whereby the weight of the specimens was around

45±5mg, and the specimens were enclosed by a 100µl alumina crucible. The samples tested

were homogenized at 1150 ◦C for 4 h in a vacuum furnace (5·10−6mbar) from HTM-Reetz,

Germany, prior to the DSC experiments.

Quasi-static tensile tests were carried out at RT, 300 ◦C, 450 ◦C, 550 ◦C, 600 ◦C, and 650 ◦C

at a strain rate of 10−4 s−1 on universal testing machines of the type Inspect 50–1 from

Hegewald and Peschke, Germany, and AG-100 from Shimadzu, Japan, according to DIN EN

ISO 6892–1. At maximum two specimens were tested at each temperature. The tensile and

creep test specimens were eroded from the sintered discs by electrical discharge machining.

The final tensile test samples had a diameter of 5 mm and a gauge length of 25mm. The creep

samples had a diameter of 6mm and a gauge length of 30mm. The creep tests were performed

at a temperature of 600 ◦C under an applied load of 210MPa, employing AET Technologies’,

France, TC30 and TC50 creep testing machines. Extensometer bars were used to determine

the creep strain. Stable thermal conditions along the gauge length were guaranteed through
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three attached thermocouples, monitoring and controlling the temperature.

Transmission electron microscopy (TEM) investigations were carried out on a JEOL JEM-

2200FS, Japan, operating at 200 kV. The samples (3mm in diameter) were electrolytically

thinned to electron transparency using a Tenu Pol-5 and the electrolyte A3 from Struers,

Germany.

C.3 Results

C.3.1 Microstructure

After spark plasma sintering of the different powders according to TableC.2, the etched

as-SPS samples were investigated by means of LOM. Ti6242S powder was sintered above

Tβ,trans, which is about 1000 ◦C for this alloy according to Ref. [3]. Additionally, DSC

measurements on the SPS sample determined Tβ,trans to be 1006±5 ◦C. The adjusted

microstructure is shown in Fig. C.1a. The employed dwell temperature of 1100 ◦C leads

to coarse β grains, whose grain boundaries are still visible through the enclosing α seam.

This α seam at the former grain boundaries of the parent β grains is generated firstly while

cooling, followed by the formation of several differently oriented α colonies within each β

grain. Due to the cooling rate of about 90K/min, as achieved in the SPS unit for the

present sample dimensions, the α seam, the α colonies and the single α lamellae are coarse

and, therefore, visible in the LOM image.

As shown in Fig. C.1b, the addition of 1 m.% B drastically refines the microstructure due

to the tendency of B to form intermetallic Ti borides which are already present in the

powder. These borides act as heterogeneous nucleation sites for β in the melt, e.g. during gas

atomization, and throughout the subsequent solid-state phase transformations, i.e. during

the SPS process. Heterogeneous nucleation at Ti borides was already utilized for Ti–6Al–4V

[17] and γ-TiAl alloys [41,42] and confirms the observed refined microstructure.

The powder blends containing 90m.% Ti6242S and 10m.% TNM are sintered at two different

temperatures according to TableC.2. At 1100 ◦C the TNM powder particles are totally

embedded in the Ti6242S matrix, but still visible in the LOM image of Fig. C.1c. The α

colonies are significantly smaller than those of the Ti6242S microstructure in Fig. C.1a. The

finer colonies are attributed to the pinning of the β grain boundaries by TNM particles

during sintering above Tβ,trans. Furthermore, no enclosing α seam is apparent. Thus, it can

be concluded that the α formation starts rather at the TNM particles than at the β grain

boundaries.

Increasing the sintering temperature to 1150 ◦C leads to the dissolution of the TNM particles,

which is shown in Fig. C.1d and correlates with data from Decker et al. [32]. At this

temperature the grain size could be kept small when compared to Ti6242S in Fig. C.1a,

even though the TNM particles have dissolved. The observed effect is caused by the grain
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Figure C.1: LOM images of the Kroll etched specimens in as-SPS condition: a) Ti6242S; b)
Ti6242 + 1m.% B; c) Ti6242S + TNM, dwell temperature 1100 ◦C and d) Ti6242S + TNM,
dwell temperature 1150 ◦C. a) The former β grains are apparent by the enclosing α seam.
Parallel-oriented α-Ti lamellae are within the α colonies, which obviously nucleate at the α
seam. b) A refined microstructure is visible when compared to a). c) The spherical TNM
particles are recognizable between the refined colonies. d) All spherical TNM particles were
dissolved into the Ti6242S matrix and the microstructure coarsened when compared to c)
and a distinct α seam is again discernible (see text).

boundary pinning before the TNM particles have fully vanished. Afterwards, the short

process time of SPS impedes grain coarsening. However, when compared to Fig. C.1c, the

colony size is slightly larger and the α seam is again present at former β grain boundaries,

facilitating the nucleation of colonies whose size is still refined when compared to the basic

Ti6242S as-SPS microstructure, as shown in Fig. C.1a.

In the next section, a more detailed investigation of the as-SPS samples was conducted.

Therefore, SEM images were taken in BSE mode. As shown in Fig. C.2a, the microstructure

of the Ti6242S specimen contains the retained β phase (bright contrast) which either

separates the parallel arranged α lamellae (gray) within a colony or in between these colonies.

Spot EDX measurements on the α and β phase confirm the tendency of Al to accumulate in

α, whereas Mo as well as Zr partition to the β phase, as does Sn, albeit to a lesser extent.

The quantitative EDX results are presented in TableC.3. The Al and Mo distributions

agree with Ref. [4], but in case of Zr and Sn the enrichment is contrary to literature, where

enrichment in the α phase would be expected [4].

A comparable microstructure can be seen in Fig. C.2b for the Ti6242S alloy, where TNM

particles were added and the blend was sintered at 1100 ◦C (see TableC.2). The TNM

particles are still visible in the SEM image, appearing spherical and dark contrasted in BSE

mode due to the higher Al content of the TNM alloy surrounded by gray α phase. EDX

measurements on the α and β phase close to the TNM particle as well as on the TNM

particle are summarized in TableC.3. The Al content in both phases, α and β, is increased
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Figure C.2: SEM images of Kroll etched SPS samples taken in BSE mode: a) Ti6242S, b)
Ti6242S + TNM, dwell temperature 1100 ◦C and c) Ti6242S + TNM, dwell temperature
1150 ◦C. a) The Ti6242S microstructure consists of gray contrasted α-Ti lamellae surrounded
by the bright β phase. b) Inside the coarser β grains, fine α platelets are visible (as indicated).
Similar α platelets can be seen in c), but without the presence of TNM particles.

Table C.3: Chemical composition of the phases and target areas determined by spot or area
EDX measurements.

Variant Phase or area Elements [m.%]

Ti Al Sn Zr Mo Si Nb

Ti6242S α bal. 6.7 2.0 3.9 0.7 <0.2 -
β bal. 4.0 2.6 6.5 7.7 <0.2 -

Ti6242S + 10m.% TNM 1100 ◦C α bal. 7.9 2.3 3.8 0.4 <0.2 0.0
β bal. 5.7 2.1 5.9 6.0 <0.2 1.5
TNM particle bal. 28.0 <0.2 <0.2 2.4 <0.2 9.1

Ti6242S + 10m.% TNM 1150 ◦C α bal. 8.7 1.9 3.4 0.5 <0.2 0.5
β bal. 5.5 2.4 5.3 8.0 <0.2 1.4
Area scan bal. 8.0 2.0 4.1 2.2 <0.2 0.8

when compared to Ti6242S, confirming that the TNM particles already started to dissolve

in the matrix. However, the center of the TNM particles still has its original composition

(compare TableC.1, TableC.3). When comparing the microstructure of the pure Ti6242S

in Fig. C.2a with the sintered blend in Fig. C.2b, expanded β phase areas, containing fine α

phase, are visible. These α platelets harden the β phase, which results in an improvement

of the mechanical properties as already reported for the Ti–6Al–4V alloy [29]. A similar α

microstructure is adjusted in expanded β phase areas by sintering the Ti6242S + TNM blend

at 1150 ◦C, see Fig. C.2c. All TNM powder particles have homogeneously dissolved into the

matrix, whereby Al further accumulates in the α phase, whereas Nb and Mo are enriched

in the β phase, as seen in TableC.3. An EDX area scan yielded a chemical composition

of Ti-8.0Al-2.0Sn-4.1Zr-2.2Mo-0.8Nb, which is in agreement with the values in TableC.1,
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demonstrating the accuracy of the EDX quantification for these elements.

The pre-alloyed Ti6242 + 1 m.% B powder was sintered at 1200 ◦C for 3min, resulting in the

microstructure shown in Fig. C.3. The microstructure consists of black Ti borides and gray

α phase surrounded by bright β phase. The α phase appears globular and no longer attains

the shape of lamellar colonies. The α grain size is significantly smaller when compared to the

pure Ti6242S alloy shown in Fig. C.1a. During the sintering at 1200 ◦C, the borides prevent

an extensive growth of the β grains above Tβ,trans and act as heterogeneous nucleation sites

during heating and cooling. Therefore, the B-containing microstructure represents the finest

one of all the investigated microstructures. Qualitative spot EDX measurements on the

acicular, black-appearing phase confirmed the presence of finely dispersed Ti borides. A

quantitative determination of the light element B was not possible.

Figure C.3: SEM images of OP-S polished specimens in BSE mode: Ti6242 + 1 m.% B,
whereby the insert shows microstructural details at a higher magnification. The acicular
phase is identified as TiB, which appears dark in the BSE contrast. The SEM image shows
finely dispersed borides in a fine globular microstructure.

C.3.2 X-ray diffraction

The samples in as-SPS condition were investigated by means of XRD to identify the phases

appearing in the microstructure as well as to determine their phase fraction at RT. In Fig. C.4

diffraction patterns are shown where the intensity is plotted logarithmically as a function of

the 2θ angle along with the peak positions of α, α2, β, and TiB. The top graph (red color)

shows the spectrum of Ti6242S serving as a reference, where α and β peaks are identified.

The application of Rietveld refinement resulted in 90 m.% α phase and 10 m.% β phase.

The weak peaks at 41.5 ◦ and 54.0 ◦ occur in any XRD pattern in Fig. C.4 and could not be

assigned to any mentioned phase. However, the HEXRD measurement discussed below does

not show such peaks, which is why they are neglected in the following discussion.

The next graph (blue) was obtained for a Ti6242 sample containing 1 m.% B. Rietveld

refinement resulted in 89 m.% α phase and 11 m.% β phase by taking only these two phases
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Figure C.4: XRD intensity spectrum (logarithmic intensity scale) of four samples in as-SPS
condition. Due to different powder blends and sinter temperatures in use, different phases
can be identified (see text).

into account. However, the XRD intensity spectrum also exhibits peaks that belong to

orthorhombic TiB (B27 structure [9]), e.g. at 29.2 ◦ or 46.5 ◦. These peaks confirm the

presence of Ti borides, also detected in the SEM micrograph (Fig. C.3) and associated EDX

measurement. Due to their low phase fraction and orthorhombic structure, their peak-to-

background ratio is too weak for quantitative Rietveld analysis. The peak positions, however,

fit the indicated orthorhombic B27 structure, rather than the hexagonal TiB2 structure,

which could be taken next into consideration [9,19]. Supposing that each B atom in the

alloy forms a monoboride together with one Ti atom, while Ti has 4.4 times the molar mass

of B, 1 m.% boron in our alloy should result in 5.4 m.% TiB.

The third graph from the top (green) in Fig. C.4 shows the intensity spectrum of Ti6242S

which contains 10 m.% TNM powder particles and was sintered at 1100 ◦C, i.e. the blend for

which a complete dissolution of the TNM particles has not yet been achieved. The spectrum

reveals additional peaks, e.g. at 26.1, 35.8, 40.9, 53.7 and 64.1 ◦, belonging to the α2 phase.

Since both α and its ordered counterpart α2 show a hexagonal crystal structure, superlattice

peaks, such as at 26.1 ◦, are a clear indication of the existence of the α2 phase [43]. The

other α2-peaks can be found on the right side of the corresponding α peaks, which is due to

a slightly different hexagonal lattice when compared to the disordered α phase, including the

chemical heterogeneity of undissolved TNM particles. The α peaks are also shifted to higher
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2θ angles, e.g. from 40.38 ◦ in Ti6242S (marked with a vertical line in Fig. C.4) to 40.42 ◦

in the Ti6242S + TNM 1100 ◦C variant. In the TNM-containing sample this is caused by

elements stemming from already dissolved TNM powder particles which in turn change the

lattice parameters. The β phase fraction is 8 m.%. An exact differentiation between the α

and α2 phase fraction cannot be made and therefore their fraction adds up to 92 m.%.

The bottom graph in Fig. C.4 shows the same Ti6242S + TNM blend sintered at 1150 ◦C,

leading to a total dissolution of the TNM particles. In the spectrum, the superlattice of α2

peak is barely detectable at 26.1 ◦. When compared to the specimen sintered at 1100 ◦C, no

additional α2 peaks can be found on the right side of the α peaks. It is concluded that both

α and α2 exhibit a hexagonal lattice with similar lattice parameters, due to a homogeneous

distribution of the elements. A separation into α and α2 phase fractions is also not possible.

Their collective phase fraction was therefore summed up to 91 m.%. The remaining phase

fraction is attributed to the β phase. Again, a peak shift to higher 2θ angle can be identified

when comparing with the α peaks of the Ti6242S variant (marked with a vertical line). The

shift is a consequence of the change in the lattice parameter by additional elements. The

corresponding lattice volume of the hexagonal α phase was evaluated, and this resulted in

a reduction of the unit-cell volume by 1% owing to the dissolution of the TNM particles.

Yet at the same time, the α/α2 and β phase fractions stay at 90 ➧ 3 and 10 ➧ 3 m.%,

respectively, for all variants.

C.3.3 High-energy X-ray diffraction

First, for the sake of comparison, HEXRD experiments were conducted on Ti6242S and

Ti6242S + TNM 1150 ◦C samples in the as-SPS condition at RT. Rietveld analyses of both

samples resulted in α/α2 = 90 ± 2 and β = 10 ± 2 m.%, and the unit cell volume of α

was found to decrease by roughly 1% in the course of dissolving the TNM particles. The

α2 phase could be detected in the as-SPS condition of Ti6242S + TNM 1150 ◦C, but not

in the Ti6242S variant. These results confirm those provided in chapterC.3.2. However,

despite the high brilliance of the synchrotron beam and the good peak-to-background ratio,

the respective contribution of α and α2 could not be measured quantitatively.

Secondly, besides RT experiments, in situ heating HEXRD experiments were also conducted.

Therefore, a Ti6242S + TNM 1150 ◦C sample in as-SPS condition was heated to 1150 ◦C.

The intensity plot in Fig. C.5a confirms the presence of α, α2 and β at 500 ◦C, whereby the

α/α2 fraction is 90 ± 2 m.% and the remaining 10 ± 2 m.% phase is β. When increasing the

temperature, first the α2 peaks vanish. This behavior can be observed most distinctly by

tracing the α2 superlattice reflections at small 2θ angles. Upon further heating, also the α

reflections vanish for the benefit of β. To quantitatively determine the α solvus temperature

Tα2,solv as well as the β transus transformation temperature Tβ,trans, Fig. C.5b shows the

summed intensity of selected α2 superlattice reflections (101̄1 and 112̄0, black curve) and
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Figure C.5: In situ HEXRD measurement on the Ti6242S + TNM 1150 ◦C sample in as-SPS
condition. a) The measured intensity is plotted logarithmically, showing α, α2 and β at
500 ◦C. b) The intensity of α2 superlattice reflections and α+α2 fundamental reflections as
well as their ratio as a function of the temperature, where intensity values are normalized
to the intensity observed at 500 ◦C. The solvus temperatures of α2 and α were determined
to be 1005 and 1060 ◦C, respectively, where the intensity decreased to 1% of its maximum
value.

fundamental peaks (α: 101̄0, 101̄1 and 101̄2, green curve). The intensity of α2 starts to

increase at roughly 600 ◦C, reaching a maximum at 670 ◦C (Tα2,max). Consequently, the α2

phase was not precipitated entirely from α in the as-SPS condition, and further ordering

was promoted by an increase in temperature during the HEXRD experiment. Above 670 ◦C,

the α2 intensity and, thus, its phase fraction decreases. It drops below 1% of the intensity

maximum at 1005 ◦C, which is set as Tα2,solv. The α solvus temperature, which equals

Tβ,trans, was determined as 1060 ◦C. This result is in accordance with the DSC measurements,

which found Tβ,trans to be 1054 ± 7 ◦C. Note, when Tβ,trans is exceeded, a single phase field

region is reached, and thus grain growth occurs during further heating, which can also be

recognized by the decreasing intensity of the β peaks in Fig. C.5a. Finally, the ratio between

the α2 and α + α2 intensities is also shown in Fig. C.5b. As discussed above, the change in the

ratio points out that both α2 and α are present side by side and their respective phase fraction

increases or decreases at the expense of the other in the course of ordering or disordering

transformations. Otherwise the ratio would be constant. Based on the HEXRD intensities

of the Ti6242S + TNM 1150 ◦C sample, the phase fractions of α/α2 (collective amount) and

β were evaluated as a function of the temperature and plotted in Fig. C.6. In addition, the

transformation temperature, mentioned above were marked for further discussions.
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Figure C.6: Phase fraction diagram of the Ti6242S + TNM 1150 ◦C sample with the
chemical composition of Ti-8.3Al-1.8Sn-3.7Zr-2.0Mo-0.9Nb-0.08Si (m.%), including relevant
temperatures (see text).

C.3.4 Transmission electron microscopy

In order to examine the appearance of the ordered α2-Ti3Al phase in the microstructure,

TEM investigations were conducted on a Ti6242S and a Ti6242S + 10 m.% TNM 1150 ◦C

specimen in as-SPS condition. Diffraction patterns (DP) can disclose the presence of the

ordered α2 due to superlattice reflections, which would be missing in the case of a completely

disordered hexagonal α phase [44,45]. FigureC.7a and b show DP of a Ti6242S and a Ti6242S

+ TNM 1150 ◦C sample, respectively, in as-SPS condition tilted in the same [0001] zone axis.

This comparison clarifies that in the Ti6242S sample, the α-phase is completely disordered

due to missing superlattice reflections. Conversely, in Ti6242S + 10 m.% TNM 1150 ◦C in as-

SPS condition, where the superlattice reflections are located between the regular hexagonal

reflections, the α2 phase is present. Therefore, a detailed microstructural investigation was

conducted on this specimen, as shown in Fig. C.8. Figure. C.8a shows a high angle annular

dark field (HAADF) scanning transmission electron microscopy (STEM) image of an α/β

colony. The HAADF STEM provides an atomic number (Z) contrast, i.e. the heavier the

elements in the phase, the brighter the phase appears in the image [46]. As a result, the β

phase, which is enriched in heavy elements such as Mo and Nb, appears in bright contrast,

whereas the Al-enriched α phase appears in dark contrast. Inside the bright β phase, no
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Figure C.7: DP of the [0001] zone axis of the α phase: a) Ti6242S and b) Ti6242S + TNM
1150 ◦C, to show that superlattice reflections, that belong to the α2 phase, are only present
in the Ti6242S + TNM 1150 ◦C variant.

contrast differences are detectable, so no additional α phase has formed in the fine, retained

β lamellae. This is in contrast to extended β phase areas, as analyzed in Fig. C.2c. Selective

area diffraction (SAD) was conducted on the α phase. The corresponding DP again discloses

the presence of the ordered α2 due to superlattice reflections. The insert in Fig. C.8b shows

the DP of a selected area taken in [12̄13̄] zone axis. By using the 101̄1α2
superlattice reflection,

a dark field (DF) image was taken, shown in Fig. C.8b. The illuminated areas are ordered

domains (OD) of α2 phase, whereas the disordered areas remain dark. The size of the OD

is below 10 nm and they occupy almost the entire grain, occasionally only separated by

anti-phase boundaries (APB), appearing as dark contrasted lines in the DF image.

Figure C.8: a) TEM investigation of the Ti6242S + TNM 1150 ◦C sample in as-SPS
condition. DF STEM image of α/β colonies, where the dark α lamellae are separated by
bright, retained β phase. b) DF image of an α lamella. The insert shows the corresponding
[12̄13̄] diffraction pattern of the selected area, which reveals a hexagonal structure as well as
superlattice reflections. The 101̄1α2

superlattice reflection was used for the DF image. This
101̄1α2

DF image illuminates nanometer sized ordered α2 domains separated by disordered
α phase or anti-phase boundaries, which appears in dark contrast.
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C.3.5 Mechanical testing

The samples in as-SPS condition were further investigated by evaluating their mechanical

properties. At first, tensile tests were carried out at different temperatures. As a result,

the yield strength at an offset of 0.2% plastic strain and the plastic strain to fracture

were evaluated for each tensile test specimen shown in Fig. C.9a and Fig. C.9b, respectively.

Decker et al. [32] already reported that the addition of 10 m.% of TNM powder particles

to the Ti6242S matrix leads to enhancement of the yield strength throughout the entire

tested temperature range when compared to pure Ti6242S, see Fig. C.9a. Comparing the

yield strength of Ti6242S + TNM blends with partially and completely dissolved particles, no

difference can be seen. The addition of 1 m.% B shows an increase in yield strength of almost

100MPa when compared to the Ti6242S + TNM variants. This can be seen up to 550 ◦C.

Above, grain boundary sliding becomes dominant in the fine-grained microstructure of the

B-containing variant (Fig. C.1b) and the curve drops sharply. Concurrently, the plastic strain

to fracture increases from 2% at RT to above 40% at 650 ◦C because of the just mentioned

grain boundary sliding. The sudden drop in the yield strength of the B reinforced variant

above 550 ◦C, however, cannot be seen in the TNM containing variants.

Figure C.9: The tensile test results show an enhanced yield strength for the B reinforced alloy
variant up to 550 ◦C when compared to the values provided by Decker et al. [32]. At elevated
temperatures, grain boundary sliding becomes dominant in the fine-grained B-containing
variant, leading to a deteriorating yield strength but increasing fracture elongation, as shown
in b).

In addition, in the present study creep tests were conducted at 600 ◦C under an applied load

of 210MPa on all variants in as-SPS condition. The resulting creep strain (ǫ) as a function

of time is shown in Fig. C.10. Crosses mark the position of the minimum creep rate (ǫ̇min) for

each curve, and the value of ǫ̇min is given next to the corresponding curve. The benchmark
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Figure C.10: Creep experiments are conducted at 600 ◦C under an applied load of 210MPa
for four different variants. Besides the creep curves, crosses on each curve mark the minimum
creep strain rate, whose value is also given.

forms the Ti6242S in as-SPS condition reaching an ǫ̇min of 5.0·10−8 s−1 after 60 h. On the

one hand, the fine-grained B containing variant, which shows the best tensile properties up

to 550 ◦C because of the small grain size, has the highest ǫ̇min and thus reaches ǫ > 1%

creep strain already after 20 h under the applied load. On the other hand, the addition of

TNM powder particles into the Ti6242S matrix improves the creep performance. In case of

Ti6242S + TNM 1100 ◦C, ǫ̇min is significantly decreased to 2.0·10−8 s−1 after 115 h, resulting

in a creep strain below 1% after 100 h under the applied load. The highest creep resistance

is achieved for the Ti6242S + TNM 1150 ◦C variant with dissolved TNM where ǫ̇min of

1.4·10−8 s−1 is reached after 170 h.

C.4 Discussion

The technique of SPS is capable of producing dense near-α Ti-base alloys and their

composites. All samples investigated in this study are in as-SPS condition (the process

parameters are shown in TableC.2), which is a suitable state to allow the comparison of

the different samples, due to equal cooling rates. The Ti6242S sample with a lamellar α/β

microstructure in as-SPS condition, as shown in Fig. C.1a, contains coarse α colonies. This

microstructure forms during moderate cooling from the β single phase field region (Tβ,trans

= 1006 ± 5 ◦C) and exhibits excellent mechanical properties which we consider to be the

benchmark. This is confirmed by the tensile tests provided by Decker et al. [32] for Ti6242S

in as-SPS condition, which show similar yield strength and elongation values similar to other
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published data for Ti6242S [29], Ti6242 [2,47] or IMI834 (Ti-5.8Al–4Sn-3.5Zr-0.5Mo-0.7Nb-

0.35Si-0.06C, m.%) [29]. Furthermore, the creep performance of Ti6242S in as-SPS condition

as provided by the present study (Fig. C.10), is in the same range as that derived for Ti6242S,

produced via the casting route [2], demonstrating the potential of the SPS technique.

The addition of 1 m.% B to a Ti6242 alloy in this study yields high-melting titanium

monoborides TiB, as identified by means of SEM, EDX and XRD. These needle-shaped

borides are finely distributed in the matrix. The presence of borides leads to a drastic

decrease in grain size (see Fig. C.1b) due to heterogeneous nucleation. Furthermore, the

microstructure changes to a non-lamellar one, which contains globular α phase surrounded

by retained β phase, see Fig. C.3. Grain boundary strengthening strongly affects the tensile

properties. The TiB particles seem to provide only a minor strengthening contribution in

the form of dispersoid strengthening according to Ref. [18,48-51], which can be split into

two parts: Orowan strengthening and load transfer mechanism. The former is negligible

due to the large size and inter-particle spacing of TiB, but the latter provides significant

strengthening due to the amount of TiB with a high aspect ratio. As shown in Fig. C.9, the

yield strength could be increased to about 1100 MPa at RT for the TiB composite. This

value exceeds the Ti6242S + TNM variants by about 100MPa. An elongation to fracture

of 1.7% could be maintained, despite the high amount of acicular brittle TiB. However,

the strengthening effect of the fine α grain size gets lost at 600 ◦C due to grain boundary

sliding [49], which appears at high temperatures for fine-grained microstructures and results

in a drop of the yield strength and an increase in ductility. As a consequence, the creep

resistance at 600 ◦C deteriorates, caused by diffusion-controlled creep, which is pronounced

for small grain sizes. Additionally, the B-reinforced variant contains no Si to form silicides,

that would further improve the high-temperature properties [1].

Decker et al. [32] started mixing different amounts of TNM powder with Ti6242S,

achieving an increase in yield strength. The Ti6242S variants with 10 m.% TNM particles

(<20µm particle size) and spark plasma sintering at 1100 ◦C or 1150 ◦C show an increase

in yield strength of about 100 MPa compared to the benchmark Ti6242S sample and

simultaneously maintain a fracture elongation above 2%, see Fig. C.9. In the present

study, creep experiments were conducted on these Ti6242S + TNM variants, which reveal

the improvement of the creep resistance, i.e. a decrease in ǫ̇min by half a magnitude.

Consequently, 1% creep strain is still not reached after 100 h at 600 ◦C under the applied

load of 210MPa, as shown in Fig. C.10. Regarding the tensile and creep results, the activated

strengthening mechanisms have an effect up to 600 ◦C, no matter whether the TNM particles

are dissolved in the Ti6242S matrix (SPS at 1150 ◦C) or not (SPS at 1100 ◦C). Therefore, it is

concluded that there is no composite effect, but rather one that is traceable to the refinement

of the microstructure and a change in the chemical composition. The refinement of the α

colonies, and hence the reduction in the effective length for dislocation slip, is controlled by

heterogeneous nucleation at the TNM particles during cooling, e.g. during transformation of

94



C.4 Discussion

β into α. Partial heterogeneous nucleation at the TNM particles is suggested by the absence

of an α seam in Fig. C.1c. Note, that the cooling rate, which is responsible for this α seam,

stays roughly the same for all samples. As soon as the TNM particles are dissolved, grain

growth of the β phase takes place, attributed to the lack of particles that effectively pin the

β grain boundaries. Furthermore, the nucleation starts again exclusively at the parent β

grain boundaries, confirmed by the α seam, as indicated in Fig. C.1d. Consequently, slightly

coarser grain structures are present in the Ti6242S + TNM 1150 ◦C variant when compared

to the variant sintered at 1100 ◦C. Next to the α colonies, extended β grains appear at triple

junctions of the TNM containing variants (see Fig. C.2b and c). In general the large β grains

would decrease the high-temperature strength [4], but the precipitation of α phase according

to the Burgers orientation relationship again hardens it [4,52]. However, these small crossed

α platelets could not be found in the retained β phase between the α lamellae of the α

colonies (see Fig. C.8a) as reported in Ref. [29,52]. Note that the adjustment of the lamellar

spacing, which is almost equal for the three Ti6242S variants (see Fig. C.2), is not crucial as

the retained β phase in-between the parallel-oriented α lamellae easily enables the transfer

of slip across the phase boundaries [4]. Therefore, it is concluded that the colony size is the

major factor, which increases the strength of the TNM-containing variants by decreasing the

effective length for dislocation slip.

An increase of 50 ◦C in the dwell temperature is enough to dissolve the TNM particles, which

can still be identified at 1100 ◦C dwell temperature by employing SEM (see Fig. C.2b). At

a dwell temperature of 1150 ◦C, the TNM particles are dissolved homogeneously in the

β matrix of the Ti6242S alloy. As a consequence of the change in the overall chemical

composition, Tβ,trans increases to about 1060 ◦C, which is 60 ◦C above Tβ,trans of Ti6242S.

Concurrently, the phase fractions at RT stay the same, i.e. 10 ± 2 m.% β and 90 ± 2 m.%

α/α2. However, due to the change in the chemical composition of the phases, additional

strengthening mechanisms take place. The β phase exhibits an enrichment in Nb, shown in

TableC.3, leading to solid solution strengthening [4]. The majority phase α shows enrichment

in Al, which leads to precipitation hardening by the formation of the intermetallic α2-Ti3Al

phase smaller than 10 nm inside the α phase. Although the absolute amount of the α2 phase

could not be determined, its presence was confirmed by XRD (Fig. C.4), HEXRD (Fig. C.5)

and TEM (Fig. C.8). Furthermore, the in situ HEXRD experiment showed the α2-maximum

at 670 ◦C and Tα2,solv at 1005
◦C, thus about 355 ◦C above Tα2,solv of the Ti6242S alloy [4,29].

The α2 phase strengthens the Ti6242S + TNM variants at the expense of ductility. This

behavior can be seen for the new Ti6242S + TNM alloy in the tensile results, presented in

Fig. C.9. Furthermore, the strengthening effect endures across the entire temperature range

tested, seen by the parallel shift in the yield strength compared to the benchmark Ti6242S

sample. The existence of α2 benefits the creep resistance, as seen in Fig. C.10. This proves

the potential of the Ti6242S + TNM alloy for use at service temperatures up to 600 ◦C,

which already exceed the maximum service temperature of 500 ◦C of Ti6242 [4], 540 ◦C of
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Ti6242S [28] and 550 ◦C of IMI834 [4].

The Ti6242S + 10 m.% TNM 1150 ◦C variant, where the TNM particles are completely

dissolved and a chemical homogenization has taken place, represents a new alloy whose

chemical composition can be determined by adding the mass fractions of the blend’s

components, as shown in TableC.1. This newly manufactured alloy, Ti-8.3Al-1.8Sn-

3.7Zr-2.0Mo-0.9Nb-0.08Si (m.%), represents a more ductile Ti–14Al–20Nb-3.2V–2Mo (m.%)

variant at RT, which is called the SuperAlpha 2 alloy with excellent high-temperature

properties [53]. Moreover, the maximum service temperature of Ti–6Al-based alloys of

around 550 ◦C is already surpassed by the newly developed alloy in as-SPS condition.

Nevertheless, an adjustment of the microstructure by a subsequent heat treatment or

thermomechanical treatment, based on the phase fraction diagram in Fig. C.6, will further

improve the mechanical properties of the new alloy, which is currently under investigation.

C.5 Summary

Spark plasma sintering was applied to generate new Ti-base alloys or composites with

advanced mechanical properties up to 600 ◦C and is a straightforward tool to design new

alloys or composites in a fast and independent manner on the basis of pre-alloyed powder.

The addition of B to the Ti6242 alloy improves the strength of the material by about 200MPa

at RT, when compared to the Ti6242S alloy, traceable mainly to the fine-grained globular

α microstructure and, to a lesser extent, to a load transfer mechanism on the needle-shaped

TiB. Here, the borides act as heterogeneous nucleation sites for the α transformation. The

strength values of the Ti6242/TiB-MMC are always the highest compared to the other

alloys investigated up to 550 ◦C. However, at higher temperatures the fine-grained structure

deteriorates, which is also reflected in the creep results.

The Ti6242S + TNM blend sintered at 1100 ◦C forms a composite, where the TNM particles

still appear in the microstructure, whereas when sintering at 1150 ◦C the TNM particles

got entirely dissolved into the matrix and a new alloy was generated: Ti-8.3Al-1.8Sn-3.7Zr-

2.0Mo-0.9Nb-0.08Si (m.%). The microstructures are lamellar and formed during cooling

from the β single phase field region. The β grain size could be kept small in the Ti6242S

+ TNM variants due to grain boundary pinning by the TNM particles. When compared

to the Ti6242S microstructure, the α colony size was refined due to the nucleation at the

boundaries of the small β parent grains, confirmed by an α seam in the 1150 ◦C variant.

The new Ti-8.3Al-1.8Sn-3.7Zr-2.0Mo-0.9Nb-0.08Si (m.%) alloy manufactured at 1150 ◦C

from the Ti6242S + TNM blend enables the strengthening of the Al-enriched α phase by

intermetallic α2-Ti3Al precipitates, which were identified by their superlattice reflections

by means of (HE)XRD and TEM. Their domain size is estimated to be around 10 nm and

they are completely stable up to 670 ◦C, which is essential for application. The Ti6242S +
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TNM variants show an equally improved tensile yield strength across the tested temperature

range, but the newly developed Ti alloy exhibits a better performance during creep at 600 ◦C

and 210MPa. The outcomes prove that the strengthening is due to the refinement of the

colonies as well as the alloying of additional elements rather than the presence of a metal

matrix composite. Therefore, the high Al- and Nb-containing alloy further exceeds the

service temperature limit of 550 ◦C established by Ti–6Al base alloys.
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Abstract

Lightweight intermetallic γ-TiAl based alloys are innovative high-temperature structural

materials. So far, these alloys are in use as turbine blades or turbocharger turbine wheels

in advanced aerospace and automotive engines, where they are produced by means of

investment casting as well as wrought processing, e.g. hot-forging. Through the development

of powder-based additive manufacturing processes within the last decade, a real paradigm

shift for future component production as well as their design and materials properties was

created. While so-called proven alloy systems are presently used worldwide for additive

manufacturing, the approach of this work is the development of novel process-adapted γ-TiAl

based alloys, which on the one hand fulfill the specific requirements of additive manufacturing

and on the other hand provide excellent high-temperature properties after a suitable heat

treatment. Based on the concept of an engineering γ-TiAl based alloy, i.e. the so-called

TNM alloy, two alloys are presented. Due to the chemical reactivity of titanium aluminide

alloys, electron beam melting processes come into consideration as production methods using

optimized manufacturing parameters, providing dense components with only small variations

in the Al content between the individual powder layers, which is a decisive factor for the

subsequent heat treatment above the γ solvus temperature. The additively produced samples

show a fine equiaxed microstructure, whereas the heat-treated samples exhibit a fully lamellar

α2/γ microstructure with an excellent creep resistance. In summary, the adaptation of the

additive manufacturing parameters in combination with innovative alloys and subsequent

heat treatments are the basis for producing reliable high-performance TiAl components in

the near future.
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D.1 Introduction

D.1 Introduction

Advanced lightweight materials that resist high temperatures are of major interest for both

the aerospace and automotive industry, especially if they show the potential to replace

heavy Ni-base superalloys. Intermetallic titanium aluminides based on the ordered γ-TiAl

phase represent such a materials class in use as turbine blades or turbocharger turbine

wheels in the present and next generation of aircraft and automotive engines. Their alloy

development was driven by increasing both, the processability, e.g. forgeability, and the

mechanical properties, such as creep resistance and high-temperature strength [1,2]. As

a consequence, complex multi-phase alloys, such as the TNM alloy which has a nominal

composition of Ti-43.5Al–4Nb–1Mo-0.1B (in atomic percent unless stated otherwise), were

developed reaching a service temperature up to 750 ◦C [3]. In addition, the TNM alloy can be

non-isothermally forged under near conventional conditions, while maintaining well balanced

mechanical properties after a subsequent heat treatment [1]. A circumstance that allowed

the TNM alloy to be part of the 4th generation of γ-TiAl based alloys, which represent

process-adapted alloys.

The focus on processability in the course of alloy development continuous to exist as additive

manufacturing (AM) provides new opportunities for the extended processing technology

of high-quality powders to the production of complex near-net-shape components [4-7].

However, γ-TiAl based alloys are currently used in many AM studies, which originally

were developed for investment casting or hot working. This results in several severe

issues concerning texture in building direction (z-direction) and Al loss, which affects the

mechanical properties significantly due to a locally different microstructure [7-11]. As a

consequence, the aim of this study is to develop tailor-made TiAl alloys that are especially

adapted to the AM process and its characteristics and establishing the full potential of these

alloys considering the interplay of chemical composition and microstructure.

D.1.1 Alloy design considerations for intermetallic titanium aluminides

suitable for AM

In order to determine a suitable alloy composition, years of experience of theoretical and

experimental alloy design and development are used, based on the TNM alloy concept as

reported in Refs. [1,12-14]. At room temperature (RT), the complex multi-phase TNM

alloy consists of three ordered phases, the face-centered tetragonal γ-phase, the hexagonal

α2-phase and the body-centered cubic (bcc) βo-phase. Despite the brittle behavior of the

βo-phase [1,12,15], its disordered counterpart at elevated temperatures, the bcc β-phase,

provides a sufficient number of independent slip systems and thus is essential for hot-forging

[13,16]. In the present case of AM no hot-working is required, whereby the brittle βo-phase

is omitted in the process-adapted γ-TiAl based alloy, in the following termed as TNMAM.
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This can be achieved by adjusting the chemical composition, e.g. the Al content. As a

guidance, Fig.D.1 shows a quasi-binary phase diagram through the TNM alloy system as

a function of the Al content according to Ref. [16]. The content of 4 at.% Nb, 1 at.%

Mo and 0.1 at.% B is kept constant. A red and blue arrow on top of Fig.D.1 marks the

Al content of the two alloys investigated in this work, which will be discussed in detail

later. The black arrow on top of Fig.D.1 marks the TNM alloy specification with an

Al content of 43.5 at.%. This alloy solidifies completely through the β-phase according

Figure D.1: Experimental quasi-binary phase diagram of the Ti-xAl-4Nb–1Mo-0.1B [at.%]
alloy system according to Ref. [16]. Three arrows at the top of the diagram mark the Al
content of the TNM and the BMBF alloys. Note that the BMBF alloys contain additional
alloying elements when compared to the TNM alloy, which are shifting the respective phase
boundaries (see TableD.1).

to L → L + β → β → α + β → . . . , which possess a refined equiaxed microstructure

and no significant casting texture as reported in Refs. [1,13,14]. In contrast, for AM a

solidification via the single β-phase field region results in a (100) fiber texture and columnar

growth of the original β-grains in building direction, due to the high temperature gradient

during EBM processing [17,18]. In particular, a high energy input and low pre-heating

temperature encourage the formation of a strongly textured component, as also shown for

other alloying systems in Refs. [19-21]. Besides optimizing these processing parameters,

the chemical composition of a tailor-made γ-TiAl based alloy for AM can also be adopted

to minimize texture effects. For example, an increasing Al content constricts the single β-

phase field region, as depicted in Fig.D.1, until, as in case of the TNM alloy system, this
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phase field region vanishes at an Al content of around 45.5 at.%. At higher Al contents

the solidification takes place peritectically via L → L + β → L + β + α → α → α . . . as

reported in Refs. [13,22]. In-situ synchrotron solidification experiments by Kenel et al. [23]

conducted on the binary peritectic Ti–48Al alloy, applying high cooling rates, have shown

that the formation of the α-phase takes place directly from the melt without the presence of

the β-phase. Furthermore, Barriobero-Vila et al. [24] pointed out that rapid solidification

of a peritectic Ti-based alloy leads to an independent simultaneous nucleation of β- and α-

phase from the melt, which are not in crystallographic orientation relation with each other,

thus minimizing anisotropy [23,24]. Therefore, a peritectic transformation may prevent the

formation of a pronounced grain texture towards the building axis in AM components [18].

Besides the peritectic solidification path, a higher Al content increases the fraction of the

γ-phase, which forms in many different orientations via solid state transformation. This

process contributes to the minimization of the columnar microstructure and thus prevents

anisotropic mechanical behavior as the γ-phase mainly carries the plastic deformation [2].

In addition, a high Al content in γ-TiAl based alloys opens up a single α-phase field region

above the γ solvus temperature (Tγ,solv), see red line in Fig.D.1, where no γ-phase is

thermodynamically stable. Obviously, the size of this single phase field region and Tγ,solv

increase with increasing Al content [16]. A fact that is also of great interest in the design

of the subsequent heat treatments where the first step usually takes place around Tγ,solv

[1,12]. Coming back to the process of AM, where the Al content varies locally inside the

layers due to process-related Al evaporation on top of the “short-lived” melt pool, which is

leading to an inhomogeneous microstructure with varying mechanical properties within the

AM component. More precisely, the top area of the melt pool is depleted in Al [9,25], i.e.

considering the phase diagram in Fig.D.1, will show a higher amount of the brittle βo-phase,

whereas the areas with a higher Al content show a higher amount of the γ-phase, which

is the “softest” phase among the constituent phases [2,16]. Nevertheless, the mechanical

properties of the individual phases can be enhanced by solid solution strengthening through

alloying with other elements, which distort the crystal lattice of the respective phase by

foreign atoms. In case of the TNM alloy these are Nb and Mo atoms. Because of their

solubility preference, both elements thermodynamically stabilize the β/βo-phase; Mo even

four times stronger than Nb [1]. At this point, it should be mentioned that also W stabilizes

the β/βo-phase, thermodynamically slightly stronger than Mo by possessing a comparable

atomic radius [17,26], leading to the successful introduction of W in engineering γ-TiAl based

alloys, such as the IRIS alloy [27,28] and the ABB alloy [29,30]. Thus, all three elements (Nb,

Mo, W) act as β-stabilizing solid solution hardening elements and also lower the solid state

diffusion rate associated with an enhancement of the high-temperature strength as well as

the creep resistance due to deceleration of thermally activated dislocation climb [1,2,31-33].

The small amount of B is added to γ-TiAl based alloys forming acicular borides, which serve

as heterogeneous nucleation sites of the β- and α-phase, thus refining the microstructure
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during solidification and subsequent solid-state phase transformations [34].

Intermetallic titanium aluminides represent a dynamic field of materials research,

particularly as the current alloy design concepts aim to further improve the high-temperature

capability of the TNM alloy, especially with respect to yield strength and creep resistance

at elevated temperatures. Micro-alloying with Si and C results in enhanced tensile strength

and creep resistance at elevated temperature when compared to the TNM alloy causing the

operating temperature to rise to 800 ◦C. By an appropriate adaption of the thermomechanical

processing, i.e. fine fully lamellar microstructure can be obtained, which leads to balanced

mechanical properties, i.e. sufficient ductility and fracture toughness at room temperature

and good creep strength at application temperature [12,15,35]. This modified alloy system,

constituting the so-called TNM+ alloy, benefits from a significantly decreased dislocation

mobility and shows a drastically enhanced microstructure stability at elevated temperatures.

More precisely, Si and C act either as solid solution strengthener or as strong precipitate-

forming elements, such as silicides (ζ-Ti5Si3) and carbides (p-type, Ti3AlC). Furthermore,

the fine distributed silicides additionally prevent grain coarsening during a heat treatment

within the single α-phase field region due to grain boundary-pinning, thus opening the

processibility to adjust a so-called designed fully lamellar (FL) microstructure. This “silicide

effect” inhibits grain boundary motion according to the Zener-drag mechanism, keeping the

α-grain size small during the heat treatment [15]. The occurrence of a single α-phase field

region in case of the TNM+ alloy is due to the presence of C, which acts as an about 6 times

stronger α-stabilizer than Al [36].

Designing a βo-free high strength FL γ-TiAl based alloy for additive manufacturing, Zr

should also be taken into account as it is a potential solid solution hardening element for the

γ-phase, due to its partitioning preference for the γ-phase [26,37,38], unlike Nb, Mo or W,

which tend to stabilize the β/βo-phase. In addition, ζ-Ti5Si3 will be stabilized by Zr, where

Zr substitutes Ti [38]. This is of particular interest in case of heat treatment which takes

place within the single α-phase field region, followed by cooling and a subsequent annealing

treatment. The obtained small α2/γ-colony size, which leads to a sufficient ductility at RT, is

caused by the presence of stable silicides, which hinder grain boundary motion as mentioned

before.

Based on this knowledge, the study presents two γ-TiAl based alloys which are designed

according to the TNM alloying concept [14]. However, these new alloys are adapted to the

EBM process against the background of high creep resistance after a proper heat treatment.

D.2 Materials and methods

Two TNMAM alloys, hereafter called BMBF1 and BMBF2, were produced via a powder

metallurgical approach with chemical compositions, determined according to Ref. [39], which
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mainly differ in the Al and Zr content as summarized in TableD.1. Note, that at that time

these complex γ-TiAl based alloys cannot be thermodynamically calculated with sufficient

accuracy [1,14,40].

The powders were produced via an electrode induction melting gas atomization (EIGA)

process using Ar as processing gas as reported in Ref. [41]. The required ingots were

produced as described in Refs. [42,43]. The nomenclature of the alloys refers to an ongoing

project (NextTiAl 03XP0088A) on tailor-made TiAl alloys for additive manufacturing by

electron beam melting funded by the German Federal Ministry of Education and Research

(BMBF) from which these two alloys emerged. For the EBM process, powder particle sizes

in the range of 50–125 µm were used. Within this study, two EBM machines of the type A2X

from Arcam AB, Sweden, were used, one for each alloy, to build up cuboids, 15×15×12mm3,

and cylindrical samples with a diameter of 11 mm and a height of 80 mm with a maximum

focused electron beam. The layer thickness for all experiments was 100 µm and the hatching

distance was also kept constant at 100 µm using a snake-like hatching strategy, which was

rotated by 90 ◦ every layer, i.e., a so-called cross-snake hatching was used. In case of the

BMBF1 alloy this hatching was performed on one cube before moving over to the next

one and is referred to as model-wise melting, as shown in Fig.D.2a, whereas for the BMBF2

alloy, this hatching strategy was done cube across, as shown in Fig.D.2b. These two different

strategies were also used for manufacturing cylindrical samples in 0, 45 and 90 ◦ in building

direction (z) of the respective BMBF alloys. Besides the different scanning strategies, the

cylindrical samples also differ in their position in x-y direction resulting in different scanline

lengths, see Fig.D.2a and b, which means that an unequal absolute energy input on these

two alloys has to be discussed. One energy input can be quantified by the following equation:

EL =
U · I

v
, (D.1)

where EL is the line energy, U is the acceleration voltage, I is the beam current, and v is the

scan speed. The voltage was kept constant at 60 kV, in contrast to I and v, which varied from

3 to 26mA and from 500 to 4000mm/s, respectively. Each cubic sample was built with one

constant parameter set of I and v. On the contrary, the cylindrical samples were made with

an Arcam automatic function, i.e. holding EL constant over the different scanline lengths

(Fig.D.2). BMBF1 cylinders were built using an EL of 120 J/m, whereas for the BMBF2

alloy EL was adjusted to be about 300 J/m. During all building processes, the pre-heating

temperature of the top layers was kept in the range of 1000–1050 ◦C by fast scanning with a

defocused electron beam, thus preventing thermal cracking. It should be noted at this point

that the ductile-to-brittle transition temperature of intermetallic γ-TiAl based alloys is in

the range of 700–900 ◦C [2], depending on alloy composition, microstructure and the test

conditions (e.g. strain rate). Below this temperature the plastic fracture elongation is only

a few percent, making the material crack sensitive. For more detailed information regarding

the setup of EBM machines and the EBM process itself, the reader is referred to Refs. [6,44].
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Figure D.2: Schematically illustration of the two different electron beam hatching strategies
for building up cube (top) or cylindrical (bottom) samples layer by layer: a) model-wise
melting each cube one layer over the other before moving on to the next (used for BMBF1)
and b) hatching across several cubes (used for BMBF2). The cylindrical samples of the
BMBF alloys in 0, 45 and 90 ◦ to the building direction z also differ in their position in
x-y-direction, resulting in different scanline lengths.

For metallographic preparation, all samples were cut out along the building direction (xz-

plane) from the center of the as-built cubic specimen in order to prevent edge effects.

The samples were ground, polished and electrolytically etched according to Ref. [45] and

subsequently investigated by means of scanning electron microscopy (SEM) using an EVO

50 from Zeiss, Germany, operated at 20 kV in back-scattered electron (BSE) mode. In the

SEM images, the building direction z is always aligned vertically.

In order to identify phase transformation sequences within the two alloys and to adjust heat

treatment parameters, differential scanning calorimetry (DSC) measurements were carried

out on the powders and as-EBM specimens, which were manufactured with different EL,

utilizing heating rates between 10 and 40K/min in Ar-atmosphere. The measurements were

executed on a LabSYS Evolution of Setaram Instrumentation, France. The weight of the

samples was around 60±5mg always enclosed by a 100µl alumina crucible.

Heat treatments were firstly conducted in a Carbolite, Great Britain, RHF 1600 high-

temperature chamber furnace under atmosphere followed by water quenching (WQ) to

maintain the microstructure, which exists at annealing temperature. Secondly, the FL

microstructure was adjusted within a hot isostatic pressing (HIP) facility of the type QIH-9

URQ by Quintus Technologies, Sweden, at the Ruhr Universität Bochum, Germany, which

combines HIP and heat treatment, applying different temperatures, pressures as well as

cooling rates.

For determining the lamellar spacing of the α2/γ-colonies transmission electron microscopy

(TEM) was conducted using a Philips CM12, Germany, operating at an acceleration voltage

of 120 kV as described in Ref. [15]. The TEM images were taken along the ❁110❃ zone axis
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of the γ phase in “edge-on” condition of the α2/γ-colonies. Based on these TEM images,

the average interface lamellar spacing, including α2/γ and γ/γ interface, was determined.

Additionally, hardness tests corresponding to Vickers HV10 were performed on

electrolytically polished specimens using a universal hardness testing machine M4C 025

G3M from EMCO, Austria, by pushing the tip in the xz-plane. In this study, all HV10

values are given by the arithmetic average and the corresponding standard deviation of at

least five individual hardness measurements.

Finally, creep tests were carried out at 850 ◦C and 150MPa using creep testing machines of

the type TC30 and TC50 from AET Technologies, France. The samples were manufactured

from the cylindrical EBM samples in heat-treated condition and had an initial diameter and

gauge length of 6mm and 30mm, respectively. During the creep experiments, the creep

strain was measured by extensometer bars and the temperature was controlled by three

thermocouples which were positioned along the measuring length.

D.3 Results

D.3.1 Alloy design strategy for additive manufacturing

One aim of the alloy design concept is to develop a TNMAM alloy, which shows no pronounced

columnar microstructure in building direction by inhibiting the solidification via the single

β-phase field region [18]. As a first step in this direction, a higher amount of Al must be

added to obtain a peritectic solidification reaction. The BMBF1 alloy with an Al content

of 44.9 at.% is marked with a blue arrow in Fig.D.1. According to the quasi-binary phase

diagram from Ref. [16], the BMBF1 alloy should solidify entirely through the single β-phase

field region, i.e. no peritectic reaction should take place. Nevertheless, at this point, it should

be mentioned that the phase diagram shown was determined for the nominal composition

of the TNM alloy, i.e. Ti-43.5Al–4Nb–1Mo-0.1B (at.%), and therefore Fig.D.1 should only

act as guidance. Further, both BMBF alloys contain additional alloying elements, such as

W, Zr, Si and C (see TableD.1), when compared to the TNM alloy, which stabilize, for

example, the α-phase (e.g. C) or the γ-phase (e.g. Zr), while constricting the single β-phase

field region. The amount of the β-stabilizing element W was chosen to be 0.7 at.%. As a

result of the BMBF1 alloy design, DSC measurements of the powder revealed that no single

β-phase field region is present, which would be expressed by the lack of specific DSC signals.

Therefore, a solidification along the peritectic reaction has to take place.

The BMBF2 alloy, exhibiting an Al content of 48.4 at.% (marked with a red arrow in

Fig.D.1), shows a peritectic solidification according to the quasi-binary phase diagram.

Accompanying DSC measurements on this powder confirmed that no single β-phase field

region exists.

As a second step, the appearance of a single α-phase field region within the chemical
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Table D.1: Chemical composition of the investigated BMBF alloy powder in at.%. The
oxygen content is stated in mass-ppm.

TNMAM Ti Al Nb W B Zr Si C O
BMBF1 bal. 44.9 4.1 0.7 0.08 1.1 0.38 0.52 1000
BMBF2 bal. 48.4 4.1 0.7 0.08 - 0.36 0.55 800

composition of an EBM manufactured TNMAM alloy is necessary for adjusting a FL

microstructure during a subsequent heat treatment. The nomenclature ∆Tα corresponds

to the width of the single α-phase field region above Tγ,solv, which was determined by DSC

measurements at the powder. The BMBF1 alloy exhibits a Tγ,solv of 1325±5 ◦C and ∆Tα is

about 90 ◦C. Due to the higher Al content of the BMBF2 alloy, Tγ,solv increases to 1390±5 ◦C,

but ∆Tα drops to around 50 ◦C. Furthermore, the solidus temperature was determined to

be at 1461±1 ◦C for BMBF1 and 1469±2 ◦C for BMBF2. The higher solidus temperature

for higher Al contents does not match with the phase diagram in Fig.D.1 due to the already

discussed differences in the chemical composition. In case of the first alloy, there is the fact

that Zr is added, which generally decreases the solidus temperature in γ-TiAl based alloys

[46].

D.3.2 Processing window for electron beam melting

Cubes were built up with varying v and I in order to evaluate the optimal process parameters

for titanium aluminides using the EBM process. FigureD.3 depicts the parameter set

(colored areas), which on the one hand produces compact specimens and on the other

hand does not lead to the swelling phenomena. Swelling describes a material displacement,

resulting in an uneven melt flow. This phenomenon can even lead to an abort of the EBM

build-job, if the material displacement extends beyond the layer thickness. Swelling can

be caused by a high EL and an incorrect choice of the scanning strategy as reported in

Refs. [47,48]. However, a low EL, according to Eq. (D.1), results in an insufficient layer

connection, so-called bonding faults. These faults decrease the relative density of the EBM

produced specimens. For that reason, each found processing window shown in Fig.D.3 is

limited in the upper area by swelling and in the lower range by lack of fusion defects. In

addition to these defects, randomly distributed, spherical gas pores were detected. However,

a heat treatment under pressure as described in chapterD.3.3 reduce their size to a negligible

minimum.

Selected cubes were investigated in detail with regard to the Al loss (∆Al). For this purpose,

the chemical composition of the powder (shown in TableD.1) was compared with the EBM

cubes and ∆Al determined, as summarized in Fig.D.4a. Evidently, the deviation in the

Al content to the EBM manufactured sample is obvious, which is a result of the global Al

evaporation. The total Al content of the samples decreases with increasing EL, resulting in
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Figure D.3: The colored areas represent the EBM process parameters for both titanium
aluminide alloys for the production of dense cube specimens, see text. Below the lower limit
of the colored areas, fusion defects appear, whereas above the upper limit, swelling takes
place. The plotted isolines describe a constant line energy calculated according to Eq. (D.1).

an increase of ∆Al. Moreover, from these results it emerges that the BMBF2 alloy exhibits a

varying ∆Al with varying I at a constant EL of 240 J/m, more precisely the Al loss is 1.1 at.%

for 4mA and 1.6 at.% for 8 and 12mA, respectively (Fig.D.4a), whereby an influence of

the beam current is given. As a consequence of the Al loss, Tγ,solv decreases according to

Figure D.4: a) Difference in Al content when comparing the initial powder with the EBM
manufactured samples for different line energies (EL) and beam currents (I). ∆Al increases
with increasing EL and I. Note, that the results of 8 and 12mA overlap at 240 J/m; b) DSC
measurements conducted on BMBF2 powder and two EBM as-built samples, manufactured
with different parameters (as indicated in the insert). Tγ,solv decreases with increasing EL and
I because of the Al loss, which will also allow the determination of the α+β/βo+γ → α+γ
solid state transformation temperature for 360 J/m and 15mA (see text).
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the phase diagram in Fig.D.1 and this is verified by DSC measurements conducted on the

BMBF2 powder and similar EBM as-built samples, as shown in Fig.D.4b. This diagram

compares three DSC curves measured during heating with 20K/min. The powder (Al =

48.4 at.%) exhibits the highest Tγ,solv, i.e. 1390
◦C, indicated by dashed vertical lines. As a

consequence of the Al evaporation during the EBM process, Tγ,solv of the first as-built sample,

with EL = 180 J/m and I = 12mA, decreases by 20K to around 1370 ◦C. Doubling EL and

increasing the current to 15mA further decreases Tγ,solv to around 1260 ◦C. In addition, a

second peak at a lower temperature was detected in the heating curve, stemming from the

decomposition of the higher amount of β/βo-phase at the transition from α + β/βo + γ to

α + γ, also due to Al loss.

The occurring phases in the as-EBM microstructure were identified by SEM in BSE mode.

FigureD.5 presents three SEM images of the BMBF1 alloy manufactured with different

process parameters, whereby EL decreases from Fig.D.5a–c. The insert shows a higher

magnification of the microstructure, consisting of dark γ- and gray α2-phase within lamellar

α2/γ-colonies, showing a broad lamellar spacing. The wide lamellar spacing is attributed to

the heat-affected zone (HAZ) caused by multiple thermal cycling effects during the layer-

by-layer fabrication, which enhances the coarsening effect. Besides, bright globular βo-phase

and small, bright spherical ζ-Ti5Si3 precipitations are apparent in the SEM micrographs.

FigureD.5a exhibits a banded structure, indicated by white dotted lines. The bright βo-phase

Figure D.5: SEM micrographs showing the microstructure of the BMBF1 alloy in as-
EBM condition taken along the xz-plane. The cube-shaped specimens were manufactured
with different process parameters: a) EL = 128 J/m, I = 8.1mA; b) EL = 120 J/m, I =
14mA; c) EL = 84 J/m, I = 14mA. The inserts show the microstructural details in higher
magnification. Dotted guide lines indicate the appearance of a layered structure. All images
are taken in BSE mode. Consequently, the γ-phase shows a dark contrast and the α2-phase
appears gray, whereas the βo-phase and the ζ-silicides are exhibiting the brightest contrast
[35], see text for details. For high-quality images, the reader is referred to the online version.
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in the SEM image, whose volume fraction increases with decreasing Al content, contributes

to the formation of this banded structure due to the periodically varying Al content in EBM

as-built samples especially when manufactured with high EL. This layered microstructure

nearly vanishes in the microstructure of Fig.D.5b, which was manufactured with a higher

current, but using a lower EL, which impacts the Al loss in EBM samples as shown in

Fig.D.4a for the BMBF1 alloy. The microstructure in Fig.D.5c was manufactured with the

lowest EL, using the same current as before. Here, although βo phase is present, no repeating

layered structure was identified. Therein, the majority of the bright phase are small, spherical

ζ-Ti5Si3 precipitations, whose amount is rather constant in the microstructure.

The microstructure of three as-EBM BMBF2 cube shaped samples are shown in Fig.D.6.

The specimen in Fig.D.6a was built using a high EL of 360 J/m. The microstructure consists

of α2/γ-colonies, ζ-silicides and βo-phase. The amount of the bright βo-phase together with

the gray lamellar α2-phase is slightly higher in the top section of the micrograph, which

indicating a lower Al content which is in accordance with the phase diagram in Fig.D.1.

Decreasing EL to 240 J/m results in the microstructure of Fig.D.6b, which exhibits also a

different phase composition between top and bottom layer. In the SEM-BSE image, the

top layer appears darker due to a higher Al concentration, i.e. leading to more γ-phase. In

addition, a low porosity is observed, implying a not completely dense specimen. At EL =

120 J/m, as shown in Fig.D.6c, the microstructure is homogenous of mainly γ-phase and ζ

as well as minor α2-phase, reflecting the minor Al loss, but connection defects appear on a

macroscopic scale, which are not shown in the micrograph.

Figure D.6: SEM micrographs showing the microstructure of the BMBF2 alloy in as-EBM
condition along the xz-plane, manufactured with different process parameters: a) EL =
360 J/m, I = 12mA; b) EL = 240 J/m, I = 8mA, c) EL = 120 J/m, I = 4mA. SEM images
are taken in BSE mode. See text for details.

114



D.3 Results

D.3.3 Post–processing heat treatments

The heat treatments were conducted on the cylindrical samples manufactured with an

automatic mode, holding EL roughly constant over different scanline lengths in order to build

cylinders in different orientations. The BMBF1 alloy was built up using an EL of 120 J/m and

the BMBF2 alloy applying 300 J/m. The total ∆Al was determined to be 1 at.% for BMBF1

and 0.5 at.% for BMBF2. In order to adjust the desired FL microstructure by annealing

in the single α-phase field region, Tγ,solv measured by DSC at the powder was additionally

confirmed on the bulk material by heat treatment studies for 30min around Tγ,solv followed

by water quenching (WQ). FigureD.7a shows the microstructure of a BMBF1 sample heat-

treated at 1310 ◦C, i.e. 15 ◦C below Tγ,solv of the powder. A horizontal band consisting of

gray α2- and dark γ-phase is present in the center of the micrograph. At the bottom of this

band the volume fraction of γ-phase is higher, indicating a higher Al content, see Fig.D.1.

Within this banded structure the fraction of γ-phase decreases in building direction until

only residues of broad γ lamellae are apparent. At a certain point the γ-phase vanishes due

to the local crossing of Tγ,solv and the heat treatment is performed in the single α-phase

field region. As a result equiaxed fine-grained α2-bands form, which transforms to α2 during

cooling. The spherical bright ζ-silicides are homogeneous distributed, which indicates that

their stability is rather independent of the occurring Al variations. The same applies to

rod-shaped borides, which are also evident in the SEM image.

The heat treatment conducted at 1330 ◦C for 30min followed by WQ was carried out

throughout the single α-phase field region in case of the BMBF1 alloy. In contrast, the

BMBF2 alloy with the higher Al content is in the single α-phase field region at 1400 ◦C.

Consequently, the heat treatments have to take place above the Tγ,solv of the powder, e.g.

1325±5 ◦C for BMBF1 and 1390±5 ◦C for BMBF2, in order to ensure that also high Al-

containing bands transform into α. Based on these findings, the heat treatment parameters

were defined for adjusting a FL microstructure in both BMBF alloy variants. The entire heat

treatment was carried out using a Quintus HIP device combining HIP and heat treatment

and, most importantly, to prevent thermally induced porosity (TIP) that would occur under

a pressureless heat treatment above the HIP temperature. For more details regarding TIP,

the reader is referred to Ref. [49]. In the present study, the employed heat treatment consists

of a conventional HIP step at 1225 ◦C for 4 h using a pressure of 170MPa, followed by an

annealing step for 30min under pressure (170MPa) within the single α-phase field region, i.e.

1330 ◦C for BMBF1 and 1400 ◦C for BMBF2. Then, the specimens were cooled to 600 ◦C.

The cooling rate was around 300K/min for BMBF1 and about 80K/min for BMBF2 in

order to precipitate γ-lamellae within the α/α2-phase instead of forming massive γ, which

can appear in case of high Al containing γ-TiAl based alloys during fast cooling [50,51].

Finally, a stabilization heat treatment was carried out within the HIP unit at 900 ◦C for

4 h with a reduced pressure of 100MPa. The resulting FL microstructure for the BMBF1
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Figure D.7: a) SEM micrographs showing the microstructure of the BMBF1 alloy along the
xz-plane after a heat treatment at 1310 ◦C for 30min, followed by WQ. There are two areas:
one consisting of a mixture of lamellar α2/γ-colonies and globular γ grains. In this banded
area the Al loss was lowest. The other area exhibits α2 grains only, because of the local
loss of Al which results in a decrease of Tγ,solv and consequently leads to a heat treatment
within the single α-phase field region. FL microstructures of the BMBF alloys along the
xz-plane: b) BMBF1, c) BMBF2. For both alloys the heat treatment was conducted in the
single α-phase field region, i.e. 1330 ◦C for b) and 1400 ◦C for c). The exact heat treatment
sequence and the microstructures are described in detail in the text. All SEM images are
taken in BSE mode.

alloy is shown in Fig.D.7b and for the BMBF2 alloy in Fig.D.7c. After the homogenization

heat treatment in the single α-phase field region both FL microstructures show no banded

structure due to Al inhomogeneities, as it was the case in the as-EBM (Fig.D.5a) or the

heat-treated condition (Fig.D.7a). Besides the lamellar α2/γ-colonies, spherical ζ-silicides

are present. The colony size has coarsened during the heat treatment and, due to low cooling

rates, the γ lamellae are already visible within the α2/γ-colonies. As a result of different

cooling rates, the BMBF1 alloy (Fig.D.7b) exhibits a finer lamellar spacing than the BMBF2

alloy (Fig.D.7c). For an accurate determination of the average lamellar spacing, TEM was

conducted. The mean lamellar spacing of the BMBF1 alloy was determined to be 60±20

nm and in case of the BMBF2 alloy a value of 410±240 nm was obtained. In addition,

the hardness was determined for both FL microstructures, resulting in 439±10 HV10 for

the BMBF1 alloy and 300±10 HV10 for the BMBF2 alloy. The size of the indents in the

xz-plane is around 200 µm×200 µm, therefore, at least two layers were penetrated.

Finally, creep tests were carried out at 850 ◦C and 150MPa on FL samples built in horizontal,

vertical and 45 ◦orientation, as shown in Fig.D.2. The results are summarized in a Larson-

Miller plot displayed in Fig.D.8. The Larson-Miller-parameter (LMP) was calculated using

the time until 1% creep strain is reached for each sample orientation and summarized in
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one data point together with the standard deviation. The BMBF2, which contains a higher

Al content exceeds the BMBF1 alloy. On the other hand, the BMBF1 alloy shows roughly

no deviation. After the creep experiments (in case of BMBF1 and BMBF2 after 150 h

and 200 h, respectively), the finer lamellar spacing in the colonies of FL BMBF1 exhibits a

slightly higher decomposition by cellular reaction at the colony boundaries than the BMBF2

FL microstructure. However, as the minimization of the surface energy is one of the driving

forces of the cellular reaction [52], it occurs only in a few µm thin area around the coarse

lamellar colonies. For further information on the cellular reaction during creep of TNM

alloys, the reader is referred to Ref. [52].

Figure D.8: Results of creep tests of the FL BMBF samples represented in a Larson-Miller
plot in a temperature range of 750–850 ◦C, whereby the time at 1% creep strain was used
for calculating the Larson-Miller parameter (LMP). For comparison, data of the precursor
alloys, e.g. TNM and TNM+, are included.

D.4 Discussion

D.4.1 EBM manufacturing of dense and isotropic specimens using the

designed TNMAM alloys

The TNMAM alloy variants, here marked as BMBF1 and BMBF2 alloy, represent a further

development of the intermetallic engineering TNM alloy, which originally represents a high-

strength 4th generation TiAl alloy suitable for hot-working. In order to adapt this alloy for

EBM processing some considerable changes in the alloy design concept are needed. First of
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all, derived from own results [18], the solidification of the TNM alloy via a single β phase

field region, resulting in a {001}βo
fiber texture parallel to the building direction, must be

changed into a peritectic solidification. This can be realized by increasing the amount of Al,

Si and C as well as by decreasing the amount of β-stabilizing elements, like Nb or W, see

TableD.1. Indeed, the DSC measurements conducted on both BMBF alloys confirmed the

absence of a single β-phase field region, whereby these alloys are processible by means of

EBM within the process window shown in Fig.D.3. Both alloys exhibit no obvious columnar

solidification texture in building direction, when compared to other β-solidifying Ti-alloys

[20] or the TNM alloy [18] fabricated by means of AM. In the framework of this study, a

wide range of process parameters were tested and no columnar structures are apparent in

the micrographs along the building direction (z-direction). Obviously, the selected chemical

compositions suppress the formation of a pronounced β-texture in both alloys due to the

occurrence of a peritectic solidification, whereby both α- and β-phase nucleate independently

from the melt pool during the fast cooling in the course of the EBM process, as shown in

Refs. [23,24] and in chapterD.1. The following solid state transformations, according to well-

known transformation pathways, into the majority γ-phase, which mainly carries the plastic

deformation of these multi-phase alloys, further prevent anisotropic mechanical behavior [2].

However, at this point, due to the complexity of the alloy system, the effects responsible for

the obtained isotropic microstructure cannot be separated.

The BMBF2 alloy, red area in Fig.D.3, requires a higher energy input than the BMBF1

alloy, blue area. The approximately 10 ◦C higher solidus temperature of the BMBF2 alloy

affects the EBM process parameters, but the main impact on the as-built microstructure

is the scanning strategy [25,53], which differs between the BMBF alloys, see chapterD.3.

Therefore, the employed process parameters can be compared and ranked only for one alloy

variant, but not between them.

Contrast differences between areas with different compositions are visible in the banded

structures which are arranged in a distance of about 100 µm, see Fig.D.5a and b. This is

caused by the repeated Al evaporation on top of the melt pool, which lead to alternating

local minima in the Al content of the specimen. This effect increases with increasing energy

input and is well-known for EBM processed TiAl alloys, see Refs. [4,25,55]. In the case of

the BMBF1 alloy (Fig.D.5a), the minimum of the Al content is manifested in the presence

of the βo-phase, which is stable at low Al contents according to the phase diagram shown in

Fig.D.1. Similar contrast differences occur within the BMBF2 alloy (Fig.D.6a). The amount

of the α2-lamellae varies significantly over the layer, where the highest fraction of α2-lamellae

appears in the Al-lean areas. However, the formation of bands consisting of coarse γ-grains,

as detected in the as-EBM microstructure of the well-known Ti–48Al–2Cr–2Nb alloy [8]

could not be observed in case of both BMBF alloys. In brief, the contrast variation in the

SEM images due to the different phase fractions develops in particular when a high EL is

used. This behavior matches the trend observed in Fig.D.4a, where the Al loss increases with
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increasing EL, due to higher maximum temperatures on top of the short-lived melt pool,

which leads to enhanced local Al evaporation [25]. Furthermore, DSC measurements on the

BMBF2 alloy confirmed the Al loss by its impact on phase transformation temperatures, such

as Tγ,solv, see Fig.D.4b. Here, Tγ,solv drops by around 15 ◦C using the process parameters

EL = 180 J/m and I = 12mA. According to the dependence of Tγ,solv on the Al content

as displayed in the phase diagram shown in Fig.D.1, an Al loss of approximately 1.3 at.%

can be estimated. This is also in good agreement with the measured values of Fig.D.4a as

well as published results for γ-TiAl based alloys [10,25]. An EL of 360 J/m with I = 15mA

results in a further decrease of Tγ,solv of around 130 ◦C to 1260 ◦C, which is a similar value

of a nominal TNM alloy [16]. In addition, a characteristic (α + β/βo + γ → α + γ)-peak is

identified in the heating curve of the DSC measurement shown in Fig.D.4b, attributable to

the stabilization of the βo-phase in the Al lean bands of the as-EBM sample manufactured

with a high EL. Such a DSC peak has also been observed in the TNM alloy as reported in

Ref. [12]. However, according to the chemical analysis given in Fig.D.4a, for BMBF2 a ∆Al

of only 2–3 at.% is estimated for EL = 360 J/m and I = 15mA. As a consequence, especially

in the case of a high energy input, due to a lack of reliable and confirmed data for beam

currents above 12mA, an extrapolation of chemical composition may underestimate the Al

loss. However, at this point it should be further stated that the results of chemical analysis

and DSC represent an average Al loss throughout several layers. Hence, local variations of

the Al content cannot be determined by those methods. However, these are decisive in the

evolution of the as-built EBM microstructure and subsequently in the resulting heat-treated

microstructure.

D.4.2 Adjusting a subsequent heat treatment for high-temperature

application

The local Al content varies across the layer-by-layer manufactured samples, which influences

and thus limits the parameter field of the subsequent heat treatment. Consequently, the

adjustment of a so-called nearly lamellar γ (NLγ) microstructure, which consists of lamellar

α2/γ-colonies and a small volume fraction of homogenously distributed globular γ-grains

at the colony boundaries is in an EBM component with an inhomogeneous Al distribution

not possible. Such a NLγ microstructure, for example, was adjusted in cast and/or forged

TNM material, providing balanced mechanical properties, i.e. sufficient ductility at RT and

good creep strength at elevated temperatures, as described in Refs. [1,12,13]. However,

the adjustment of a NLγ microstructure with isotropic mechanical properties requires a

homogeneous as-built EBM microstructure, which implies a homogeneous distribution of

the constituting chemical elements, e.g. Al. A heat treatment for adjusting a NLγ

microstructure, in the investigated BMBF alloys, will lead to a banded structure, consisting

of globular γ-grains and α2/γ-colonies arranged in the same way as shown in Fig.D.7a.
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However, at this point it should be mentioned that the microstructure in Fig.D.7a was

WQ after annealing at 1310 ◦C for 30 min. Therefore, the high-temperature α-phase was

“frozen-in” and only an α → α2 ordering to α2-phase took place. Nevertheless, a layered

NLγ microstructure in EBM components would result in an anisotropy of the mechanical

properties, strongly depending on the building direction [8]. As a consequence for BMBF

alloys the heat treatment was conducted above Tγ,solv, i.e. inside the single α-phase field

region, where a homogenization of the Al distribution and subsequently a minimization of

the microstructural anisotropy can take place. This heat treatment is possible due to the

chemical composition, which generates a large single α-phase field region for both BMBF

alloys and, as described in chapterD.3, leads to FL microstructures as displayed in Fig.D.7b

and c. Obviously, the appearance of βo-phase in the former Al lean bands is prevented and

only bright ζ are present. Most importantly, these precipitations of ζ inhibit grain growth

due to the mentioned Si effect [15] during annealing in the single α-phase field region. The

grains coarsened, but are still finer when compared to other FL microstructures of high

Al containing γ-TiAl based alloys which contain no Si in sufficient concentrations [5,15,56].

From the FL microstructures shown in Fig.D.7b and c no pronounced anisotropic mechanical

behavior is expected. A first evaluation of the mechanical properties was performed by

hardness testing. Despite the high Al content and an average lamellar spacing of 60±20

nm of the FL BMBF1 alloy, its hardness (439 HV10) is comparable to that of a cast, hot-

forged and heat-treated FL TNM alloy (427HV10) [16]. Furthermore, the comparably large

lamellar spacing of the BMBF1 alloy improves the thermal stability of the FL microstructure

at elevated temperatures. As seen in Fig.D.7b, no break-up of the lamellar colonies via a so-

called cellular reaction, as observed for TNM alloys [15,52] takes place during the stabilization

heat treatment conducted at 900 ◦C for 4 h. The same behavior was analyzed for the BMBF2

alloy, which was cooled more slowly in the course of the heat treatment, resulting in an even

wider lamellar spacing (Fig.D.7c) leading to a hardness of around 300 HV10.

Finally, creep tests reveal the high-temperature potential of the developed alloys, see Larson-

Miller plot in Fig.D.8. The BMBF1 alloy shows almost no deviation, demonstrating the

isotropic behavior in respect to the building direction. On the other hand, the creep results

of BMBF2 deviates slightly, but exceeds the creep resistance of BMBF1, proving the thermal

stability of the coarser lamellar microstructure. In addition, both BMBF alloys exhibit

a better creep resistance than their predecessors, e.g. the TNM [15,57] and the TNM+

alloy [15], which were manufactured conventionally via a melt [57] or powder metallurgical

route [15] including a subsequent heat treatment. In summary, this study proceeds the

development of an intermetallic γ-TiAl based alloy, which on the one hand satisfies the

demands of AM and on the other hand raises the potential application temperature up to

850 ◦C by increasing the creep resistance considerably.
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D.5 Summary

In the present work new process-adapted 4th generation intermetallic γ-TiAl based alloys

were developed for EBM. The so-called BMBF alloys have been designed to provide isotropic

mechanical properties after a subsequent heat treatment. Especially to prevent the formation

of a columnar texture a careful selection of the alloy’s composition and the EBM process

parameter was necessary:

❼ The amount of βo-phase, which produces a solidification texture is reduced to a

minimum due to an enhanced Al, Si and C content and a decreased amount of

β-stabilizing elements. Therefore, both BMBF alloys solidify along the peritectic

path allowing a parallel nucleation of the α-phase and the β-phase directly from the

liquid melt during the EBM process. The further solid-state transformations lead to

randomly distributed γ grain orientations and no elongated parent β-grains are present

as reported for the basic TNM alloy in as-EBM condition.

Furthermore, in this study, the formation of a band-like phase distribution in the final

microstructure has been reduced:

❼ A lower EL decreases the Al loss on top of the melt pool, which prevents a local

shift of Tγ,solv. However, a specific input of energy is necessary to guarantee a dense

component. Therefore, a complete homogeneous Al distribution cannot be reached.

❼ Due to the selected chemical composition of both BMBF alloys, a large single α-phase

field region was obtained. Therein, the heat treatment resulted in a homogeneous FL

microstructure. Although the lamellar spacings are wide, hardness values up to 439

HV10 can be reached by the addition of solid solution hardening elements, such as C,

Zr, W, and Nb.

❼ The FL microstructures of the developed EBM-TiAl alloys are thermodynamically

stable and show excellent creep resistance up to 850 ◦C, thus exceeding other

engineering TiAl alloys.
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[14] H. Clemens, W. Wallgram, S. Kremmer, V. Güther, A. Otto, A. Bartels, Design of novel β-solidifying

TiAl alloys with adjustable β/B2-phase fraction and excellent hot-workability, Adv. Eng. Mater. 10 (2008)

707–713, DOI: 10.1002/ adem.200800164.

[15] M. Kastenhuber, T. Klein, H. Clemens, S. Mayer, Tailoring microstructure and chemical composition

of advanced γ-TiAl based alloys for improved creep resistance, Intermetallics 97 (2018) 27–33, DOI:

10.1016/j. intermet.2018.03.011.

[16] E. Schwaighofer, H. Clemens, S. Mayer, J. Lindemann, J. Klose, W. Smarsly, V. Güther, Microstructural
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Abstract

Additive manufacturing of lightweight intermetallic γ-TiAl based alloys combines process-

related freedom of design with material-specific excellent high-temperature properties.

Nevertheless, where locally melting the powder by an electron beam, there is a risk that

Al evaporates due to its high vapor pressure, causing compositional and microstructural

variations. This work investigates the impact of different process parameters on the total

and local Al-content as well as the resulting as-built and heat-treated microstructure

in a complex multiphase Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-0.1B (at.%) alloy. The

examinations applied are complementary, employing electron microscopy, X-ray spectroscopy

and diffraction experiments with synchrotron X-ray radiation, supported by numerical

simulations. The mechanical anisotropy of the heat-treated microstructure was analyzed by

micro-hardness measurements. The results demonstrate that the amount of γ-TiAl phase

decreases with increasing energy input of the electron beam in the as-built and heat-treated

microstructure owing to the total and local loss of Al. Besides, the investigations of the

crystal orientations within the multiphase alloy reveal a preferred orientation of the γ

phase at high energy inputs. This follows from the fact that the preferred γ orientation is

inherited through directional solidification of the β phase.

In summary, the obtained results show that tailor-made material properties of additively

manufactured γ-TiAl components are achievable through the use of adopted and optimized

process parameters.
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E.1 Introduction

For decades, the need for lightweight components, such as turbine blades, to design more

efficient propulsion systems, has driven the research in γ-TiAl based alloys as well as the

progress in additive manufacturing (AM). In principle, both, γ-TiAl alloys and AM, have

their respective advantages. On the one hand, γ-TiAl based alloys are an alternative material

to the twice as heavy Ni-base alloys for temperatures up to 800 ◦C, proven by the so-

called TNM alloy, which represents the first process-adapted γ-TiAl based alloy of the 4th

generation [1-7]. On the other hand, the AM technology provides design freedom to add

shape or functional complexity in components [8-11] and in this context decreases the buy-

to-fly ratio, important in the aviation industry, due to better material efficiency [12, 13]. In

combination, the processing of γ-TiAl based alloys via electron beam melting (EBM), the

commercially available AM method for structural TiAl aerospace parts, indicates a great

potential [14-20]. However, for the production of γ-TiAl AM parts on an industrial scale,

specific challenges have to be overcome, ideally through the understanding of the interaction

between EBM parameters and the material properties of the γ-TiAl alloys.

In general, three ordered phases can appear in the microstructure of 4th generation γ-

TiAl based alloys at service temperature: the face-centered tetragonal γ-TiAl phase (L10

structure), the hexagonal α2-Ti3Al phase (D019 structure) as well as the body-centered

cubic (bcc) βo-TiAl phase (B2 structure). Besides, α (A3 structure) and β phase (A2

structure) exist as disordered high-temperature counterpart of α2 and βo, respectively. The

fractions of the ordered phases as well as their morphologies define the designation of the

microstructure and the material properties. As an example, the so-called nearly lamellar

γ (NLγ) microstructure is considered mechanically balanced between room temperature

(RT) ductility and high-temperature creep strength. In this microstructure, the ”soft” γ

phase forms in two manners: globular γ (γg) grains develop during an isothermal heat

treatment in the α+γ phase field region, while γ laths precipitate during subsequent cooling

or stabilization annealing with the formation of lamellar α2/γ colonies [4, 21-23]. Such a heat

treatment is often carried out to optimize the as-manufactured microstructure, e.g. as-cast

[2, 21, 24, 25] or as-forged [2, 3], and to tailor the mechanical properties according to the

application of the envisaged γ-TiAl component.

In the last decade, attempts have been made to substitute the conventional investment

casting production of γ-TiAl alloys with AM, owing to the advantages already mentioned.

During the EBM process, the powder is melted with a focused electron beam in a layer-wise

manner under vacuum. More precisely, each powder layer has to be melted, solidified, and

remelted to generate a dense part. The electron beam can be defocused and, thus, used to

heat the powder bed as well as the built-up component to prevent thermal cracking. For more

details regarding the EBM process the reader is referred to Refs. [10, 11, 26-28]. The arising

as-EBM microstructure in γ-TiAl alloys differs from as-cast, as-forged [2, 3, 6, 24, 25, 29]
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and other powder metallurgical approaches [30-36] by its phase distribution, morphology and

orientation as well as in the course of the local Al content [19, 20, 37-43]. These differences

rest upon the physical metallurgy aspects of the Ti-Al system and the process itself controlled

by the selected process parameters. The aim of this work is to gain knowledge about the just

mentioned interactions by investigating a novel engineering γ-TiAl based alloy manufactured

with different EBM parameters. In this respect, a characterization of the samples from

top to bottom was performed with electron microscopy, electron backscatter diffraction, as

well as high-energy X-ray diffraction and, additionally, was supported by means of numeric

simulation. Finally, application-relevant heat treatments point out the impact of the selected

EBM process parameter on the adjusted microstructure and mechanical response.

E.2 Material and methods

Alloy powder with a composition of Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-0.1B (in at.%,

unless stated otherwise) and 1000m. ppm O in the particle diameter range of 50-125µm

was used as starting material. The investigated alloy is also known as BMBF1 alloy, see

Ref. [19]. This nomenclature refers to the project ”NextTiAl” (03XP0088A) on tailor-made

γ-TiAl based alloys for AM by means of EBM funded by the German Federal Ministry

of Education and Research (BMBF). The concentrations of the elements Ti, Al, Nb, W,

and Zr were determined by X-ray fluorescence spectroscopy (XRF) while Si, C and B

were evaluated by inductively coupled plasma-atomic emission spectroscopy (ICP-AES). For

analyzing the O content, carrier gas hot extraction was used [44]. The powder was produced

via electrode induction melting gas atomization (EIGA) [45] by TLS Technik GmbH & Co.

Spezialpulver KG, Germany. The ingots for the EIGA process were produced according to

Refs. [46, 47] by GfE Metalle und Materialien GmbH, Germany. To manufacture the cuboid

test samples layer-by-layer from powder material, an EBM machine of the type A2X from

Arcam AB, Sweden, was used at Neue Materialien Fürth GmbH, Germany. Four different

scanning parameter sets (P1, P2, P3, and P4) were used to build up cuboid EBM samples

(15×15×80mm3) against the background of determining the influence of a constant beam

current (I), deflection speed (v) as well as line energy (EL), as illustrated in Fig. E.1, on

the formation of the microstructure. EL was calculated according to EL = U ·I
v
, where U

is the acceleration voltage of 60 kV. For all experiments, a layer thickness of 100µm was

set. The focused electron beam was operated to melt the layers using a cross-snake hatching

strategy with a hatching distance (HD) of 100µm. The preheating temperature was reached

via defocused electron beam and was around 1020 ◦C.

The specimens were sectioned along the x-z midplane then metallographically ground,

polished and electrolytically etched in accordance with Ref. [48]. To avoid edge effects,

always the center regions of the cross-sections in respect of the x direction were investigated.
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Figure E.1: EBM parameters used for building up the four cuboid TiAl samples (P1-P4)
with a dimension of 15×15×80mm3, whereby the layer thickness, HD, U, and the preheating
temperature are kept constant at 100µm, 100µm, 60 kV, and 1020 ◦C, respectively. Note
that z denotes the building direction during the EBM process.

The samples were examined using a Tescan scanning electron microscope (SEM) of the

type CLARA, Czech Republic, in backscattered electron (BSE) mode, in combination

with an energy-dispersive X-ray spectroscopy (EDX) system of the type X-Max and the

corresponding Aztec software, both from Oxford Instruments, United Kingdom. A SEM of

the type Versa 3D DualBeam equipped with an EDAX Hikari XP camera from Thermo Fisher

(formerly FEI), United States of America, was applied for electron backscatter diffraction

(EBSD) measurements. The corresponding data evaluation was carried out using OIM

Analysis 7. For example, the colony sizes were determined by the equivalent circle diameter

(ECD) taking colonies larger than 2µm into account. The orientation analysis was carried

out by using the generalized spherical harmonic series expansion method [49].

High-energy X-ray diffraction (HEXRD) experiments were performed at the high-energy

materials science (HEMS) beamline P07B of PETRA III at DESY, Germany, operated

by the Helmholtz Zentrum Geesthacht [50]. The characterization was performed using a

mean photon energy of 87.1 keV and a beam cross-section of about 20×500µm2 in x and z

direction with regard to the sample geometry. For the cross-sectional micro X-ray diffraction

(CSmicroXRD) experiments, 100µm thick samples (y direction) were moved along the

building direction z with increments of 20µm for about 5000µm, thus a total material

volume of 250·106 µm3 was investigated. For more details regarding the CSmicroXRD setup,

the reader is referred to Ref. [51]. During these experiments, 2D diffraction patterns, i.e.

Debye-Scherrer rings, were continually collected in transmission geometry using a Perkin

Elmer XRD 1621 flat panel detector with a pixel matrix of 2048×2048 and a pixel size of

200×200µm2. The recorded Debye-Scherrer rings were summed up and integrated using

the data reduction software program Fit2D [52]. The Rietveld refinement [53] was used
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to quantify the fractions of the phases present, applying the software MAUD [54] with an

accuracy of 2 vol.%.

Heat treatments were conducted under atmospheric conditions using a high-temperature

furnace of the type RHF1600 from Carbolite, Germany. For evaluating the mechanical

response of the material, Vickers hardness measurements HV10 and HV0.05 were performed

at the polished xz cross-sections.

Numerical simulations were used to analyze the alloy composition during EBM as a function

of the process parameters. These simulations were conducted by means of the software tool

SAMPLE2D (simulation of additive manufacturing on the powder scale using a laser or

electron beam), which is described in detail in Ref. [55]. It is based on a Lattice Boltzmann

framework that solves full hydrodynamics in the melt pool, thermodynamics in the entire

domain and supports multi-component evaporation [56]. The setup used in the current

study consists of a rectangle simulation domain with a length of 1.8mm, whereby 1.5mm

were used for melting. The simulation plane is placed in the center of the scan lines. For

each of the 15 scanlines with 100µm HD, the beam moves out of the simulation plane

between -7.5 and 7.5mm with defined v and beam power. A 100µm powder layer with a

relative density of 0.5 was applied for each of the ten simulated layers on top of an ideal

substrate with a thickness of 300µm. The hatch direction was rotated by 180 ◦ between

each layer. The initial temperature of the simulation domain was set to 1200 ◦C, to resemble

the conditions in the stationary state of the hatch. The material properties of both powder

particles and the substrate were taken from the well-known Ti-48Al-2Cr-2Nb γ-TiAl based

alloy [56]. Multi-component evaporation was considered. The initial concentrations for the

two main constituents of the simulation were xT i=55.2 at.% and xAl=44.8 at.%, neglecting

all other constituents. The calculations were performed using a uniform grid with ∆x=3µm

and a time step size of ∆t=5·10−8 s. The final alloy composition was determined from molten

cells only, excluding unmelted powder particles at the edge of the simulation domain.

E.3 Results

E.3.1 as-EBM condition of the four sample states P1-P4

Al content

The samples were built with four different process parameter sets as illustrated in Fig. E.1,

i.e. v, I and EL varied systematically. A subsequent chemical analysis via XRF provides the

Al content, which is summarized in Table E.1 together with the Al content of the starting

powder. Based on these results, the Al evaporation (∆Al) was calculated as difference

between the Al content of the powder and the built specimens. The lowest ∆Al shows

the sample manufactured with the lowest EL (P1): ∆Al=1.20 at.%, while the highest ∆Al
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of 1.80 at.% was measured for the sample P4, i.e. using the highest EL. In between are

P2 and P3 with a ∆Al=1.27 and 1.25 at.%, respectively. Therefore, it is evident that the

higher EL, the higher is the Al loss. The marginal difference between P2 and P3 may stem

from different beam currents and deflection speeds. However, it should be noted that this

difference is within the measurement error of about 0.025 at.% for Al in γ-TiAl based alloys

[46].

Table E.1: The table indicates EL used to build up the four TiAl samples shown in Fig. E.1
and compares the material’s properties which are discussed in detail in the text. ∆Al was
calculated from the chemical analysis via XRF of the powder and the samples. Based on the
numerical simulations of the spatial Al distribution, ∆Al was evaluated too. The numerical
simulation of P4 leads to inaccurate hydrodynamics and evaporation in the two-dimensional
representation as a result of the high EL, thus a significantly higher ∆Al is expected. The
HEXRD experiments at the samples in as-EBM condition result in the phase fractions of γ,
α2 and βo. The globular γg phase fraction was evaluated from SEM-BSE images of the heat-
treated condition, i.e. after 1290 ➦C for 30min followed by water quenching. The hardness
according to Vickers was determined within the xz-cross-section of the heat-treated samples
at 1290 ➦C/ 30min followed by air cooling and a stabilization treatment at 900 ➦C for 4 h
(furnace cooled), i.e. with equal γg fractions.

Sample XRF Simulation HEXRD γg Hardness

Name EL Al ∆Al ∆Al γ α2 βo HV10
[J/m] [at.%] [at.%] [at.%] [vol.%] [vol.%] [vol.%] [vol.%]

Powder 44.80
P1 84 43.60 1.20 0.41 80 17 3 24 413±5
P2 120 43.53 1.27 0.62 78 19 3 13 427±10
P3 120 43.55 1.25 0.60 78 19 3 16 439±7
P4 180 43.00 1.80 ∆Al >>0.63 77 20 3 5 477±10

The numerical simulation of the Al loss in the xz cross-section implementing the parameter

P3 reveals an Al distribution as shown in Fig. E.2. Obviously, the Al content is spatially

inhomogeneously distributed with an Al loss between 1.5 at.% Al in the bright yellow bands

and 0 at.% Al in the powder and the underneath bulk, which acts as starting plate for

the simulation setup. In addition to the alloy composition, bonding faults arise during

the simulation. As expected, connection faults can be identified at the edges, which form

due to insufficient melt pool depth at the start of the hatch. Further, a bonding fault

with remaining unmolten powder particles can be identified in the center of the simulation.

Above this bonding fault, the Al content is high due to the locally insufficient energy input

to remelt the layer below. As a consequence, a sharp transition between the two layers can

be seen. Otherwise, the Al distribution appears wavy due to the melting of differently sized

powder particles and remelting of uneven layers. The mean Al loss of the molten material

for the parameter set P3 yields to a ∆Al of 0.6 at.%. The simulation results obtained for all

parameter combinations regarding ∆Al are stated in Table E.1, which shows an increasing
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∆Al with higher EL. Although P2 and P3 share the same EL, sample P2, which was built

with a lower beam current, shows a higher loss in Al, like the experimental values. Note

that the simulation result of parameter set P4 with EL=180 J/m shows a ∆Al of 0.63 at.%,

which does not vary compared to the values obtained for process parameters P2 and P3.

This is caused by the high EL, which leads to inaccurate hydrodynamics and evaporation in

the two-dimensional simulation, thus higher ∆Al than 0.63 at.% are expected, which will be

discussed in sectionE.4.1.

Figure E.2: Simulation of the Al distribution of parameter set P3 (see Fig. E.1) across the
xz midplane. The Al evaporation varies between areas with almost 0 at.% and areas with up
to 2 at.% Al loss. The calculation across the molten area reveals a mean ∆Al of 0.60 at.%.

Microstructural characterization of the as-built sample

FigureE.3a shows the microstructure of the sample center P3 in the z direction. The

microstructure consists of several phases, which can be distinguished in the SEM BSE image

by their contrast and morphology: the gray lamellar α2, the dark gray γ, the bright white

βo phase, and small spherical white particles, which are ζ-silicides. Complementary, an

EDX mapping was conducted on the same area, displayed in FigE.3b. The corresponding

results are shown for Si, W and Al. Si is enriched in the small spherical white contrasted ζ

particles, whereas the bright white βo phase contains W. Both phases, i.e. ζ and βo, as well

as the lamellar α2 phase are depleted in Al when compared to the γ phase. An additional

overview SEM image in BSE mode reveals contrast differences in the as-EBM microstructure

alternating about every layer thickness, i.e. 100µm, as shown in Fig. E.3c for the sample

P3. Therein, bright bands are Al lean due to their enrichment in βo and, on the contrary,

the Al rich areas contain a lot of γ. This just discussed microstructure (Fig. E.3), i.e. the

morphology of the phases and the banded structure, appears in all four samples and forms

during preheating at 1020 ◦C. Note that despite different Al contents, the composition of

the individual phases does not change, because the missing Al is compensated by a change

of the phase fractions. The overall phase fractions of the four samples were determined

from Debye-Scherrer rings, which are recorded during HEXRD experiments. The resultant

intensities integrated over the azimuthal angle are shown in Fig. E.4 along the 2θ angle and

the determined phase fractions of the three ordered phases, i.e. α2, βo, and γ, are listed in

Table E.1. Besides these phases, a weak Ti5Si3 peak (D88 structure) was identifiable in all
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Figure E.3: a) SEM BSE image of the P3 sample taken from the center. The microstructure
has been formed during preheating, where the elements Si, W and Al partitioning according
to b); c) SEM BSE image over several layers of P3, revealing an alternating phase distribution
caused by the varying Al content each layer, see text. Note that in all images the z direction
is always orientated vertically.

spectra in Fig. E.4, confirming the presence of silicides. However, their amount is too low

to be quantified. The results for the phase fractions (see Table E.1) show an increase of the

α2 phase at the expense of γ when EL is increased, whereas the minor content of 3 vol.% βo

remains constant. Considered in total, the differences in the phase fractions are present, but

small. This behavior is due to the fact that the phase fractions are less impacted by the Al

content at the preheating temperature of 1020 ◦C, where the final as-EBM phase distribution

is adjusted. Nevertheless, the overall phase distribution in the as-built condition depends on

the process parameter as follows: The higher EL, the higher is the phase fraction of the α2

phase. A significant difference between P2 and P3 (same EL) could not be determined.

Besides the evaluation of the Debye-Scherrer rings along the 2θ angle, the rings were also

analyzed along the azimuthal angle φ to determine preferential orientations of the phases.

The results for the closest packed planes, i.e. {111} for γ and {110} for βo are shown in

Figs. E.4b and c, respectively. The close-packed plane of the α2 phase, i.e. (0001), overlaps

with {111} of γ. Note that at an angle φ=90 ◦ the reflection of the particular plane is in
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Figure E.4: a) HEXRD spectra obtained for the as-built samples P1-P4 (see Fig. E.1). The
quantitative results are summarized in Table E.1. The HEXRD signals were also analyzed
along the azimuthal angle φ. The results are shown for the closest packed planes of γ-TiAl
and βo-TiAl, i.e. the {111} γ in b) and the {011}βo in c), which are also marked in their
stoichiometric crystal lattice. Note that the intensity signal of the planes normal to the
building direction z reflects at φ=90 ◦, whereas parallel ones at φ=0 ◦, as illustrated in the
insert in b) by the quarter of the Debye-Scherrer rings. The significant deviation from a
continuous slope, such as in case of P4, indicates a preferred orientation, see text.

building direction z, as shown in the schematic insert in Figs. E.4b and c. At first glance, all

graphs show a continuous increase from 0 to 90 ◦. This stems from the experimental setup

and can be found for any peak, even for the LaB6 powder used for calibration, and can

therefore be neglected. The evaluation of the 111 γ peak in Fig. E.4b shows in case of sample

P4 a pronounced deviation from the continuous slope between 30 and 50 ◦. These deviations

can be addressed as a preferred orientation of {111}γ in the sample built with the highest EL.

However, sample P3 also shows such deviations from the continuous slope, but much weaker.

Sample P1 and P2 show no deviation. Concurrently, in Fig. E.4c the βo phase along the

{011} plane exhibits also a minor deviation between 30 and 50 ◦, which is solely pronounced

in P4. Thus both, {011}βo
as well as {111}γ, exhibit a preferred orientation between 30

and 50 ◦. The γ phase transformed along its close-packed planes from α2 according to the

Blackburn crystal orientation relationship (BBOR): 〈112̄0〉α2
||〈110]γ, (0001)α2

||{111}γ [57],

whereby the high-temperature α phase is formed from β via the Burgers crystal orientation
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relationship (BOR): 〈111〉β||〈112̄0〉α, {110}β||(0001)α [58]. Therefore, it can be assumed that

the preferred orientation of the γ is related to the preferred orientation of the parental β

phase, whose origin is discussed in sectionE.4.2.

E.3.2 Basic characterization of the top layers

In order to thoroughly investigate the solidification and thermal history of the EBM

manufactured samples, SEM and EBSD images were taken at the topmost layers of the

cuboids. It must be emphasized that the top layer was not remelted or affected by the

focused electron beam, only preheated at 1020 ◦C. Therefore, all samples have a changing

microstructure at the top, which is most pronounced in sample P4 as shown in Figs. E.5a-c.

In the top area of the SEM image of P4 (Fig. E.5a), the microstructure consists of equiaxed

α2/γ colonies from whose boundaries the cellular reaction (CR) emanates. In general, CR

is a discontinuous precipitation reaction according to α2/γ → (α2 + γ + βo) to achieve the

thermodynamic phase equilibrium. It is provoked by a high amount of interface surface to

minimize the interface energy by coarsening and spheroidization of fine lamellae in α2/γ

colonies as described in [59-62]. Here, the CR indicates that the as-built microstructure is

thermally unstable at the preheating temperature, i.e. around 1020 ◦C, as the α2/γ colonies

are fine-lamellar due to the high cooling rates [63] which are achieved in the EBM process

[39, 56]. At the bottom of Fig. E.5a, approximately 600µm below the topmost layer, the

microstructural condition is approaching the microstructure of the center, which is shown

in FigE.3a, i.e. fine-grained, coarse-lamellar α2/γ colonies decorated with ζ and βo. The

transition that occurs is easier to see in the corresponding inverse pole figure (IPF) map

derived by EBSD, shown in Fig. E.5b, wherein each color represents a different γ orientation.

From this it follows that the colonies consist of two kinds of γ lamellae: γ and γtwin [4, 64]. As

EBSD can not resolve the small tetragonality of the γ cell, it is not possible to differentiate

between all six γ variants in a colony. Note that the fine α2 lamellae between the γ laths

could also not be resolved by EBSD. In the scan, the γ and γtwin are separated by twin

boundaries which are rotated 60 ◦ around {111}γ. To identify the colony boundaries, the

other high angle grain boundaries are marked as thin black lines in the IPF map. Obviously,

the amount and size of colonies decrease from top to the analyzed depth of 600µm. This

indicates that the microstructure in the center of the specimens transforms from coarse-

grained, fine-lamellar α2/γ colonies to fine-grained, coarse-lamellar ones through thermal

cycling due to the heat-affected zone of above-deposited layers, which is discussed in detail

in sectionE.4. The IPF maps of the topmost layers of the other samples are plotted in

Figs. E.5d-f. Sample P1 (Fig. E.5d) exhibits only one layer of colonies, whereas in Fig. E.5e

for P2 the colonies are rather large and exist up to a depth of about 200µm. Based on

these IPF maps, an evaluation of the colony size in the first 200µm from top reveals the

following d50 values: P1=17.5µm, P2=32.0µm, P3=21.1µm, and P4=47.6µm. Besides the

138



E.3 Results

trend that the colony size in the topmost layers increases with increasing EL, the colony

size between P2 and P3 let us assume that a lower deflection speed also promotes coarser

colonies.

Figure E.5: a) SEM micrograph in BSE mode of the top layers of sample P4. The
topmost layer was only preheated and not remelted in contrast to all other layers below;
b) corresponding IPF map, wherein the grain and colony boundaries are marked by black
lines. Note that each colony consists of two colors, representing γ and γtwin lamellae, which
is explained in detail in the text. c)Recalculated parent α2 grains shown in the IPF map
which was rotated according to the insert. For orientation, a split colony of blue and red γ
laths was circled in b) and the corresponding α2 grains in c). Images d), e) and f) are the IPF
maps which corresponds to the top layer of P1, P2 and P3, respectively. For comparison,
every image has the same scale.
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Note that some colonies in Fig. E.5b appear slightly columnar. Besides, colonies with the

same grain orientation, as those encircled in blue, can be traced down to a depth of about

400µm, stemming from equal γ (blue) and γtwin (red). The lamellae in these colonies enclose

an angle of about 45 ◦ to the z direction, as illustrated by the angle sign in Fig. E.5b. Since the

γ phase develops from the BBOR, i.e. 〈112̄0〉α2
||〈110]γ, (0001)α2

||{111}γ [57], it is considered

that the (0001)α2
plane also inclines 45 ◦ to the z direction. This is confirmed by recalculating

the α2 phase on the basis of such large colonies. Here, the γ phase in the colonies of the

EBSD scan is used to recalculate the parent α2 phase by implementing the BBOR in the

software tool ARPGE (automatic reconstruction of parent grains from EBSD) [65]. Thereby,

superimposed {111} positions of the γ phase present in each colony get replaced by their

(0001)α2
parent phase. These calculation results are shown in Fig. E.5c for P4 in an IPF

map which is rotated in z direction, as indicated in the insert. The black areas, however,

could not be recalculated. The pink and orange α2 grains are located at an angle of about

45 ◦ relative to z. This calculation confirms the former assumption that the 45 ◦ lamellae

(encircled in Fig. E.5b) stem from a (0001)α2
plane rotated 45 ◦ in z direction (also encircled

in Fig. E.5c). It is worth noting that in Fig. E.5c the pink and orange color, i.e. representing

an orientation of around 45 ◦, is dominant and mostly columnar aligned. Furthermore, there

are minor fractions of colored red (0 ◦) as well as blue and green (90 ◦) α2 grains, whose

origin is discussed in sectionE.4.2.

Apart from the size of the α2 grains, no further differences were quantified in the top layer,

because any rating of a preferred orientation reflects the colony size. Therefore, 360×275

µm2 EBSD scans about 2000µm below the top layer, i.e. in the fine-grained area of the

samples were performed. These scans are used for an evaluation of the 111 pole figure from

the crystallographically adopted cubic-face centered γ phase. The results exhibit in the

case of the sample P4 a 3.8 maximum multiples of random distribution (MRD) [49, 66] of

{111}γ. This value is twice as high when compared to MRD of P1=1.6, P2=2.1, and P3=1.7

confirming a strong preference orientation within the microstructure inherited from the α

phase.

In summary, the EBSD results show that P4, i.e. the sample with the highest EL, indicates

an anisotropic orientation of the γ phase. This behavior may stem from the coarse colonies,

that appear columnar and obviously reach deep into the microstructure. Although statistical

reliability is always an issue regarding EBSD, the other samples show a MRD and a colony

size of only half, which indicates a significant effect of the energy input on the crystal

orientation within the as-EBM microstructure.

E.3.3 Effect of a subsequent heat treatment

The former sections revealed the influence of the EBM process parameter on the

microstructure of the as-EBM condition. However, an as-manufactured TiAl microstructure,
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regardless of the production process, will rarely go directly into high-performance

applications. Therefore, a wide range of subsequent heat treatments can be applied, e.g.

hot isostatic pressing and/or multi-step heat treatments around the solvus temperature of

the γ phase (Tγ,solv). According to previous work [19], Tγ,solv of the powder is 1325±5 ◦C.

Aiming for a NLγ microstructure, i.e. α2/γ colonies combined with globular γg [4, 21-23],

the heat treatment was conducted below Tγ,solv at 1290 ◦C for 30min, followed by water

quenching (WQ) to ”freeze-in” the high-temperature microstructure. However, it must be

considered that the α → α2 ordering transformation cannot be suppressed by WQ [67].

FigureE.6a shows a SEM image in BSE mode of the heat-treated sample P3, wherein the γ

phase appears dark, the α2 phase gray, and the homogeneously dispersed ζ particles bright.

The presence of ζ-Ti5Si3 is independent of the Al content, which is why they are neglected

in the further discussion. During this heat treatment, γg has only begun to spheroidize,

concurrently to the coarsening of the α2/γ lamellae. The microstructure shows a locally

varying phase distribution of α2 and γg. This reflects the local Al content: in Al lean areas,

the α2 phase is dominating, whereas in Al rich areas, the microstructure consists of α2 and γg.

This structure is illustrated in the schematic insert in Fig. E.6a. Therein, the intersections

between the red curve and the black vertical line show the Al content where the dissolution

of the γ phase takes place, i.e. at Tγ,solv = 1290 ◦C. The sharp transition between the α2

and α2 + γg regions at the white dashed line represents a former melt pool top, whereupon

a new layer was deposited. The melt pool top is Al lean due to an easy Al evaporation,

while the bottom of the melt pool, remains Al rich. Inside one layer, i.e. one melt pool, no

homogenization of the Al content is possible, because the liquid phase exists only for less

than 30ms as reported in [68]. This results in a smooth gradient in the phase distribution

from the layer bottom (Al rich) to the top (Al lean).

For a macroscopic evaluation, several SEM images were compiled along the z direction and

γg was colored in red, as shown in Figs. E.6b-e. From a theoretical point of view, one would

assume a periodicity every 100µm, i.e. every powder layer. However, this is not always the

case due to a turbulent melt pool dynamics [56, 69]. Nevertheless, the amount of γg phase

decreases from left ( Figs. E.6b e.g. low EL) to right ( Figs. E.6ee.g. high EL), which was

also confirmed quantitatively by the evaluated volume fraction of γg, inserted at the bottom

of the SEM images. In Fig. E.6e the γg phase fraction decreases down to 5±2 vol.% by using

EL=180 J/m (sample P4). In addition, large α2 grains can be detected. These grains grow

during the heat treatment, due to the absence of the γ phase, which consequently represents

an Al lean area. Concurrently, for the Al rich areas, the heat treatment is still conducted in

the α+ γ two-phase field region, where grain growth is hindered by the presence of the two

phases. Note, that the bright ζ precipitates are few and relatively large and thus provide no

effective drag for the α grain boundaries during annealing in the α single phase field region

[70-72].
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Figure E.6: Microstructure of the EBM samples after a subsequent heat treatment at
1290 ◦C, 30min, followed by WQ; a) a BSE SEM image in a higher magnification of the
layered phase distribution, which appears due to an inhomogeneous Al distribution, as
illustrated by the schematic diagram. Therein, the vertical line represents the Al content at
Tγ,solv. Thus a local transition between α2 + γg and α2 microstructure occurs. Note that
homogeneously distributed ζ-Ti5Si3 particles are always present; b)-e) are SEM images taken
in BSE mode, where γg is colored red and its volume fraction is stated on the bottom of
the respective image. Spherical pores are present in every sample introduced by the powder
[45], which appear enlarged due to the former polishing procedure.

The mechanical evaluation was conducted by hardness measurements at samples two-step

heat-treated at 1290 ◦C for 30min followed by AC and at 900 ◦C for 4 h followed by furnace

cooling (FC), to adjust a NLγ microstructure how it is actually used in industry [1, 3].

The resulting microstructures are similar to those shown in Figs. E.6b-e with the same γg

fraction. However, no complete homogenization of the Al content took place, only a local

approximation to the thermodynamic equilibrium through the formation of γ-lamellae in the

supersaturated α2 phase, i.e. α2/γ colonies are generated in the course of the stabilization

annealing. The mean values from HV10 measurements are shown in Table E.1. The HV10

hardness increases from the lowest energy input, e.g. P1 = 413±5HV10, to the highest EL,

e.g. P4 = 477±10HV10, which is an increase of 14%. Thereby, the hardness increases as the

volume fraction of α2 increases at the expense of γ phase. Note, that the HV10 indentations

are larger than 200µm in diameter, thus at least two 100µm thick layers are penetrated.

Therefore, HV10 represents a macroscopic hardness value of the NLγ microstructure. For an

evaluation of the microstructural inhomogeneity, HV0.05 measurements, whose indentation

diameter is below 15µm, were carried out at the polished xz cross-section of all samples.
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Because of the small indents, the HV0.05 measurements, as a micro-hardness procedure,

suits to determine the layer response. The results are shown in Fig. E.7. The HV0.05 values

scatter strongly within one sample due to the spatial phase distribution, e.g. there are soft

areas in P1 exhibiting a hardness of about 440HV0.05, whereas hard areas reach 520HV0.05,

which represents an increase of 15%. The individual areas with this high hardness are Al

lean layers, i.e. at 1290 ◦C only α is present, which then transforms into α2/γ colonies during

cooling and the subsequent stabilization heat treatment. The soft areas are Al rich, thus

consisting of α and γ phase at 1290 ◦C (see Fig. E.6), creating a microstructure with α2/γ

colonies and γg, after the multi-step heat treatment.

Figure E.7: HV0.05 measurements on heat-treated TiAl samples with a NLγ microstructure,
built with the process parameters P1-P4; for the explanation of the hardness differences see
text.

E.4 Discussion

E.4.1 Total and local Al content and its impact on the microstructure

and mechanical response

Cuboid samples were additively manufactured from Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-

0.1B (in at.%) powder with four different process parameters, as illustrated in Fig. E.1.

In general, the manufacturing of each layer via EBM starts with the formation of a melt

pool, existing only for less than 30ms [68]. Despite this short lifetime of the melt pool,

Al evaporation takes place. The XRF results in Table E.1 show that up to 1.8 at.% Al is

lost in the specimen with the highest EL (i.e. 180 J/m for sample P4). The comparison of
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P1 (i.e. EL=84 J/m, ∆Al=1.2 at.%) to P4 (i.e. EL=180 J/m, ∆Al=1.8 at.%) shows that a

96 J/m higher EL results in a 0.6 at.% higher ∆Al in the EBM manufactured specimen. This

EL ↑→ ∆Al ↑ tendency is also reflected by the conducted process simulation for parameter

P1-P3, see Table E.1. However, the calculated Al evaporation values are lower compared to

the experimental values. The emerging hydrodynamics of the melt pool below the electron

beam and the resulting material loss are significantly different in two-dimensional simulation

when compared to the real three-dimensional case. Under the action of the recoil pressure,

the melt is pushed away from the center of the melt pool and the electron beam interacts

with new material that has a higher Al content. This effect is limited in two dimensions.

As a result, the calculated ∆Al is lower compared to the experimental values. This effect

is even more pronounced in the case of the parameter set P4 with the highest EL, where

the higher peak temperature of the melt pool leads to higher evaporation rates and recoil

pressures. In this case, the two-dimensional representation is not able to accurately calculate

the emerging hydrodynamics and thus underestimate the resulting Al loss. Such a ∆Al

trend as determined in this work is also reported in Refs. [39, 40, 56, 73] for other TiAl

alloys. Therein it is argued that the superheated melt pool with temperatures of up to

3500 ◦C results in Al evaporation on top due to its high vapor pressure, in combination with

the prevailing vacuum in the building chamber, which is schematically shown in Fig. E.8a.

Despite the numerous papers describing the Al content variation in EBM manufactured TiAl

specimens, only a few deal with the consequences on the microstructure and mechanical

properties. In this study, the influence on the phase fractions was measured by HEXRD

(TableE.1 and Fig. E.4a). These results reveal minor differences in the phase contents of the

as-EBM conditions, whose microstructure is set by the applied preheating temperature in

the α2 + γ + βo phase field region. For better understanding, the phase diagram based on

Ref. [21], shown in Fig. E.8b, should act as guidance. The HEXRD results imply that the

α2 phase fraction increases at the expense of the γ phase by increasing EL due to the Al

evaporation, as the volume fraction of the γ phase decreases with decreasing Al content [4,

30]. However, these small differences in as-EBM microstructure develop in drastic changes

in the microstructure during a subsequent heat treatment at 1290 ◦C, i.e. near Tγ,solv to

adjust an application-relevant microstructure (see Fig. E.6). For example, the γg phase

fraction decreases by about 20 vol.% due to an increase in EL of 96 J/m between P1 and

P4. Concurrently, the hardness increases by about 50HV10. This relationship between the

process parameters and the phase distribution can be summarized as follows:

EL ↑⇒ ∆Al ↑⇒ Al ↓⇒ γ ↓⇒ α2(+βo) ↑⇒ HV ↑.

So far, only the influence of the total Al content on the material has been discussed, not

the local changes. Actually, a limited number of papers on EBM of TiAl investigated the

local Al differences in detail [74] and its impact on the microstructure [37-40]. In this study,

the influence of the local Al content on the microstructure formation of the as-EBM state
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was detected (Fig. E.3c) and, more obviously, after a subsequent heat treatment near Tγ,solv

(Fig. E.6). In both cases, the microstructure adapts spatially to the local Al content. On the

one hand, in the as-EBM condition, as already mentioned, the microstructure is formed at

the preheating temperature of 1020 ◦C. Thereby Al lean areas are βo rich and thus brightly

contrasted in the SEM BSE images, due to enrichment of heavy elements, like W, and a

simultaneous depletion of light elements, e.g. Al (see Fig. E.3b). On the other hand, in the

heat-treated condition, i.e. 1290 ◦C, Al lean areas already entered the single α phase field

region, as schematically pictured in Fig. E.8a and the phase diagram in Fig. E.8b. Note that

the inhomogeneous phase distribution is often layered and repeats every 100µm (see Fig. E.3c

and Fig. E.6), i.e. in the same scale as the specified layer thickness. However, sometimes

this repetition is interrupted, also evident by the Al content simulation (Fig. E.2). This

is caused by the raked powder layers which are randomly packed due to the real powder

size distribution, as described in detail in Refs. [56, 69, 75]. Finally, as a consequence

of the layered phase distribution in the heat-treated condition, the mechanical response,

i.e. hardness, shows a variation across the specimen, too. The HV0.05 measurement grids

(Fig. E.7) exhibit variations of about 60-80HV0.05 within one grid. More precisely, hardness

maxima are observed in areas which are Al lean, thus rich in α2 phase, whereas hardness

minima occur in the Al rich areas due to the presence of the ”soft” γ phase. This relationship

can be summarized as

local Al ↑ (Al rich) ⇒ γ ↑⇒ HV ↓.

As a consequence, the heat-treated microstructure of the samples can be presumed as a

layered composite of two individual microstructures rather than an almost NLγ one. The

composite consists of a hard and fully lamellar α2/γ colony band in the Al lean areas,

which show excellent creep properties [19, 22, 23, 61] and a soft, so-called near gamma

microstructure in the Al rich areas resulting in a good deformability at elevated temperatures

[21-23, 34]. Such layered phase distribution also impacts the isotropy of the mechanical

properties, which is shown by the tensile test results conducted by Todai et al. [17], who

investigated the Ti-48Al-2Cr-2Nb alloy manufactured via EBM. Thereby, the as-built

microstructure shows strongly developed γ bands perpendicular to the building direction.

As a consequence, the tensile elongation changes with the direction in which the tensile

sample was built, i.e. 0 ◦ results in about 0.5%, 45◦ in about 3%, and at 90◦ the elongation

was 2%. Although these results cannot be applied directly to the BMBF alloy and its

microstructures, it points out that a composite on an µm-level, provoked by Al evaporation

and controlled by the process parameters, enables the manufacturing of γ-TiAl alloys with
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target-oriented microstructures.

E.4.2 Change of the grain orientation evoked by the EBM process

parameters

The evaluation of the Debye-Scherrer rings along φ (Figs. E.4b and c) as well as the

EBSD results (Figs. E.5b and c) reveals preferred orientations of γ, α2 and βo in the P4

microstructure. These preferred orientations originate from the solidification of the melt

pool, which determines the further solid-state phase transformations. In principle, the melt

pool formed by the electron beam solidifies by experiencing high thermal gradients, i.e.

105K/m [68], as well as high cooling rates, i.e. 106K/s [39, 56]. This rapid solidification

can be examined by investigating the α2/γ colonies of the most top layer, done in Fig. E.5.

Although these α2/γ colonies are not present during the liquid/solid transformation, they

form basically via L → L+β → β → β+α → α → α2 → α2/γ at high cooling rates and the

subsequent preheating [4]. The colonies on the top surface are fine-lamellar, which confirms

the high cooling rates present [63]. In general, the β to α transformation satisfies the BOR

[58]. Therefore, 3×2 unique α crystal orientations can form based on one β grain. Thereby

the α crystals inherit an angle of 45 or 90 ◦, between [001]β and [0001]α, as schematically

shown in Fig. E.8c. Note that [0001]α is perpendicular to the close-packed plane of α, (0001)α

and that the cubic β crystal solidifies along 〈001〉β as reported in [76-80]. Further, the γ

lamellae form along the close-packed plane of α2 according to the BBOR [57]. This provokes

additional six possible orientations of the γ crystals [4] within one α2/γ colony. The γ-laths

are always orientated parallel to the close-packed (0001) planes of the α2 crystal. As a

geometrical consequence following BOR and BBOR, in case of a directional solidification of

[001]β towards a thermal gradient (∇T), the orientation of the [0001]α directions and thus

of the lamellae packages have to be tilted by an angle of 45 ◦ or be perpendicular (90 ◦) with

respect to ∇T, as shown in Fig. E.8c and can be summarized as followed:

∇T || [001]β ⇒ ∇T ∡ [0001]α2
= 45 ◦ or 90 ◦.

This transformation behavior was also obtained experimentally by Jung et al. [76, 77],

Johnson et al. [78, 79] and Yamaguchi et al. [80], who investigated the directional solidification

of Ti-Al-W, Ti-Al-Si, Ti-Al-Mo and Ti-Al-Mo-B alloys. In our work, in the topmost layers

of the as-EBM material columnar grain structures were identified, see Fig. E.5, by the deep-

reaching pink and orange areas, i.e. tilted 45 ◦ to the building direction z as well as larger

blue areas, representing a 90 ◦ tilt to z. Therefore, it is concluded that the majority of the

melt pool solidifies via β, aligning its 〈001〉 direction in z, enforced by a thermal gradient

directed towards the building direction:

∇T || z || 〈001〉β.
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Figure E.8: a) Schematic illustration of the melt pool and its impact on the local Al content
and consequently on the heat-treated microstructure, as described in detail in the text; b)
phase diagram according to Ref. [21]. Therein a solidification path and the essential heat
treatment temperatures are included; c) schematic illustration of the BOR: β → α and the
BBOR: α2 → γ in case of a 〈001〉β solidification texture in building direction z towards a
temperature gradient, ∇T, see text.

Further, this selected orientation gets inherited into the material, where P4 shows a

significant preferred orientation of the γ phase as determined complementary by EBSD

and HEXRD. In addition, the remaining βo phase shows the same preferred orientation of

{011}βo
, thus follows {011}βo

||{111}γ, which corresponds to the combination of BOR and

BBOR. However, it can not be stated whether the βo phase remains from the solidification

or forms during the preheating along close-packed planes. Nevertheless, the preferred

orientation exists in the sample built with parameter P4, the highest EL, whereas they

are minor or not significant in the others. Such columnar grain structures and preferred

orientations in EBMmaterials were well documented in Ni- [68, 81, 82] and Ti-base [74, 82-86]

alloys. These authors found that columnar grain structures and, thus, preferred orientations

are enhanced by a higher EL during EBM, due to a higher∇T and larger melt pools. Besides,

at higher EL, higher ∆Al were determined, causing a shift of the solidification path into the

β single-phase field region, i.e. to the left in Fig. E.8b, which may additionally benefit a

〈001〉β solidification texture [19, 37]. With reference to the minor preferred orientation of

the γ phase in P3 (see Fig. E.4b), when compared to P2, manufactured with the same EL

but a higher v, the reader is referred to the simulations of Raghavan et al. [68]. Those authors

showed that with a constant EL and a shorter beam-on time on the material, which means

a higher v, ∇T and the size of the melt pool increase.

To summarize, the following relationship can be established by the evaluation of the crystal

orientations in our engineering γ-TiAl based alloy:
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EL ↑⇒ ∇T↑ ⇒ 〈001〉β ↑⇒ γ-anisotropy ↑.

Such crystalline anisotropy of the γ phase may further result in anisotropic mechanical

behavior, which is detrimental for applications involving multidirectional stresses, whether

with globular or lamellar morphology, as described in Refs. [4, 76, 78].

E.5 Summary

An intermetallic multiphase γ-TiAl based alloy (Ti-44.8Al-4.1Nb-0.7W-1.1Zr-0.4Si-0.5C-

0.1B in at.%) was additively manufactured by means of electron beam melting using four

different process parameter sets. The influence of these EBM parameters was investigated

with complementary characterization methods regarding both, the total and local Al content,

and its impact on the microstructure as well as the arising crystalline anisotropy. The

obtained results and conclusions can be summarized as follows:

❼ The total Al loss within the samples due to Al evaporation was investigated via

XRF and numerical simulation. The effects of the decreasing Al content on

the microstructure in the as-built and heat-treated condition reveal the following

relationship: EL ↑⇒ ∆Al ↑⇒ Al ↓⇒ γ ↓⇒ α2(+βo) ↑⇒ HV ↑. Thereby, the

macroscopic hardness (HV10) increases as the volume fraction of α2 and βo increases

at the expense of γ phase.

❼ The local Al distribution was predicted by numerical simulation. Further, the spatial

varying Al content was determined via a detailed microstructural characterization in

the as-EBM condition of the samples and after a technically relevant heat treatment

near Tγ,solv. Therein, a layered NLγ composite consisting of two microstructures, i.e.

a soft, near gamma and a hard, fully lamellar one, was detected and further locally

measured by micro-hardness test. This led to the following assertion: local Al ↑ (Al

rich) ⇒ γ ↑⇒ HV ↓.

❼ Sample P4, manufactured with the highest EL, exhibits a preferred orientation of the

γ phase as evidenced by EBSD and HEXRD measurements. The investigation of

the topmost layers via EBSD points out that due to a thermal gradient in building

direction a coarse columnar microstructure emerges, stemming from a favored 〈001〉β

solidification. Therefore, an inheritance of the initial coarse columnar microstructure

into the material is concluded, i.e.: EL ↑⇒ ∇T↑ ⇒ 〈001〉β ↑⇒ γ-anisotropy ↑.

The gained knowledge points out that by using a complex multiphase γ-TiAl based alloy,

a broad spectrum of material properties can be adjusted solely by changing the process

parameter EL. Therefore, complementary experimental investigations form the basis for the

additive manufacturing of forthcoming structural TiAl components with locally tailor-made

microstructures.
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[15] G. Baudana, S. Biamino, B. Klöden, A. Kirchner, T. Weißgärber, B. Kieback, M. Pavese, D. Ugues, P.

Fino, C. Badini, Electron beam melting of Ti-48Al-2Nb-0.7Cr-0.3Si: Feasibility investigation, Intermetallics

73 (2016) 43–49. doi:10.1016/j.intermet.2016.03.001.

[16] G. Baudana, S. Biamino, D. Ugues, M. Lombardi, P. Fino, M. Pavese, C. Badini, Titanium aluminides

for aerospace and automotive applications processed by Electron Beam Melting: Contribution of Politecnico

di Torino, Metal Powder Report 71 (3) (2016) 193–199. doi:10.1016/j.mprp.2016.02.058.

[17] M. Todai, T. Nakano, T. Liu, H. Y. Yasuda, K. Hagihara, K. Cho, M. Ueda, M.

Takeyama, Effect of building direction on the microstructure and tensile properties of Ti-48Al-2Cr-

2Nb alloy additively manufactured by electron beam melting, Additive Manufacturing 13 (2017) 61–70.

doi:10.1016/j.addma.2016.11.001.

[18] H. Yue, Y. Chen, X. Wang, S. Xiao, F. Kong, Microstructure, texture and tensile properties of Ti-47Al-

2Cr-2Nb alloy produced by selective electron beam melting, Journal of Alloys and Compounds 766 (2018)

450–459. doi:10.1016/j.jallcom.2018.07.025.

[19] D. Wimler, J. Lindemann, M. Reith, A. Kirchner, M. Allen, W. G. Vargas, M. Franke,
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Abstract

Research and development of alloys based on the intermetallic γ-TiAl phase is experiencing

a renewed interest since powder metallurgical approaches provide new near-net-shape

processing options. In this work, the manufacturing via spark plasma sintering was

facilitated, a straightforward manufacturing technique to consolidate gas atomized pre-

alloyed TiAl powder for microstructural and mechanical evaluation. Two alloys, the

so-called BMBF3 alloy (Ti-47.4Al-5.6Nb-0.4W, in at.%) and the BMBF2 alloy (Ti-48.6Al-

4.1Nb-0.7W-0.4Si-0.5C-0.1B, in at.%) were microstructurally designed via a heat treatment

into a mechanically balanced nearly lamellar γ microstructure, i.e. γ appears in globular

and lamellar morphology, as well as a creep resistant fully lamellar one. The latter exhibits

high creep strength up to 850 ◦C, especially due to the formation of p-Ti3AlC carbides. A

heat treatment study upon this fully lamellar microstructure of the C-containing alloy links

carbide formation and growth kinetics to the mechanical response of the microstructure.

Thus, a stabilization heat treatment at 800 ◦C leads to the formation of finest carbides

which are homogeneously distributed, whereas an annealing at higher temperatures results

in coarsening of the carbides and the lamellar structure, which decrease the strength of the

microstructure due to higher dislocation mobility. At even higher annealing temperatures,

i.e. 1000 ◦C, the carbides dissolve.

The two investigated alloys can be addressed as either a ductile TiAl alloy employable up

to 750 ◦C (BMBF3), while the BMBF2 alloy is considered useable up to 850 ◦C.
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F.1 Introduction

Extensive research and development of advanced intermetallic titanium aluminides (TiAl)

have been driven by the desire for lightweight high-temperature structural materials for

applications in the aerospace and automotive industry. As a result of these intensive research

activities, well-known alloys, such as the well-known Ti-48-2-2 alloy (Ti-48Al-2Nb-2Cr in

at.%, unless stated otherwise) or the TNM alloy (Ti-43.5Al-4Nb-1Mo-0.1B) were introduced

successfully as, for example, turbine blade material in advanced jet engines [1-3]. Thereby,

the engineering TNM alloy of the 4th generation reaches application temperatures in the

range of 600 to 800 ◦C [4]. At higher temperatures, the high-temperature strength and/or

thermal stability of intermetallic TiAl alloys generally decreases [1, 5-8]. However, further

alloy development based on the TNM alloy by adding 0.3 at.% C and 0.3 at.% Si, forming

the so-called TNM+ alloy, enhances the high-temperature capabilities, but at the expense

of the already moderate ductility of TiAl alloys at ambient temperature [9]. To improve

the capability of plastic deformation at room temperature (RT) while maintaining creep

and tensile strength, a continued alloy design together with a detailed microstructural and

mechanical characterization have to be performed. Thus in the course of this work, two tailor-

made TiAl alloys, namely the Ti-47.4Al-5.6Nb-0.4W alloy and the Ti-48.6Al-4.1Nb-0.7W-

0.4Si-0.5C-0.1B alloy, were manufactured via spark plasma sintering (SPS) and subsequently

subjected to a detailed analysis. Note, that these alloys are developed for the powder

metallurgical approach, e.g. electron beam melting (EBM) [10, 11] and SPS, to establish

novel process-adapted 4th generation TiAl alloys.

For optimizing the mechanical properties via alloy and microstructure design, the effects

of the individual alloy elements have to be known. At first, the Al content controls the

phase constitution present at service temperature: The higher the Al content, the higher

the amount of the ordered, tetragonal face-centered γ-TiAl phase (L10 structure), which

carries the majority of plastic deformation by motion of dislocations and mechanical twinning

[12-18]. At lower Al contents, the amount of the ordered hexagonal α2-Ti3Al phase (D019

structure) increases [19], whereby in binary TiAl alloys the highest ductilities can be reached

around 48 at% Al [20]. The addition of Nb and W stabilizes the brittle, ordered body-

centered cubic (bcc) βo phase (B2 structure) at service temperature. Here, Mo and W are

four times stronger β-stabilizers than Nb, and, concurrently, also expand the single phase

field region of the high-temperature disordered bcc β phase (A2 structure) [21-24]. Nb and

W also reduce diffusion processes which benefit creep resistance [7, 25]. Furthermore, the

strength properties of TiAl alloys are increased by the addition of Si and C. Responsible

for this is solid solution strengthening as well as precipitation hardening when the solubility

limit is exceeded and finest carbides and silicides form, more precisely ζ-Ti5Si3 silicides

(D88 structure) and p-Ti3AlC carbides (E21 structure) [12, 26]. Although B also forms

precipitates, those borides emerge from the melt and, thus, are coarse and rather act as
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grain refining agent than as precipitation hardener [27].

Besides the modification of the chemical composition of intermetallic titanium aluminides

based on the γ-TiAl phase, a broad spectrum of mechanical properties for application can be

adjusted by the microstructure evolution during processing and subsequent heat treatments

[5, 28, 29]. For example, a fully lamellar (FL) microstructure, which is adjusted by heat

treatment above the solvus temperature of the γ phase (Tγ,solv), i.e. within the single α

phase field region, shows the best creep properties as durable α2/γ colonies forms from the

α phase during cooling [30, 31]. Concurrently, however, the grain size is increased due to

rapid grain coarsening evoked by the absence of a second phase during the heat treatment

[32], which deteriorates the RT ductility [33]. An alternative designed microstructure is

the so-called nearly lamellar γ (NLγ) microstructure, consisting of lamellar α2/γ colonies

surrounded by ”soft” globular γ phase (γg), hence showing increased ductile behavior as

reported in [5, 28].

In this work, both microstructures, i.e. FL and NLγ, are adjusted for the two new TiAl alloys

and mechanically evaluated regarding their service maximum temperature. Furthermore, the

thermal stability of the 0.5 at.% C-containing TiAl alloy variant in FL condition is evaluated

up to 1000 ◦C. The conducted investigations show the potential of these novel TiAl alloys

with tailor-made microstructures, when compared to established engineering γ-TiAl based

alloy. Further, the results gain knowledge for TiAl alloys regarding the precipitation kinetics

of p-Ti3AlC carbides, which act as effective dislocation barrier as long as they are finely and

homogeneously precipitated by applying an optimized annealing treatment.

F.2 Materials and methods

Two TiAl alloys, the so-called BMBF3 and BMBF2 alloy, were manufactured via SPS. The

alloy nomenclature refers to the project ”NextTiAl” (03XP0088A) funded by the German

Federal Ministry of Education and Research (BMBF). The chemical compositions of the

starting powders are Ti-47.4Al-5.6Nb-0.4W and 800m. ppm O for BMBF3 as well as Ti-

48.6Al-4.1Nb-0.7W-0.4Si-0.5C-0.1B and 800m. ppm O for BMBF2. The concentrations of

the elements Ti, Al, Nb, and W were determined by means of X-ray fluorescence (XRF)

spectroscopy while Si, C, and B were measured by inductively coupled plasma-atomic

emission spectroscopy (ICP-AES). For analyzing the O content, carrier gas hot extraction

(CGHE) was used [34]. The powders were produced via electrode induction melting gas

atomization (EIGA) [35] by TLS Technik GmbH & Co. Spezialpulver KG, Germany. The

ingots for the EIGA process were produced according to Refs. [36, 37] by GfE Metalle und

Materialien GmbH, Germany. The powders < 150 µm were consolidated in a graphite die to

cylindrical discs with a diameter of either 20 or 80mm and a height of 14mm with a SPS

unit of the type HP D 25 from FCT Systems GmbH, Germany, at the Technische Universität
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Bergakademie Freiberg, Germany. The heating of the SPS device is done by pulsed electric

current, whereas the cooling is achieved by natural convection (NC) [38]. Therefore, the

cooling rate is dependent on the geometry and the size of the sintered part. An evaluation

of the cooling rate for the 20 and 80mm diameter revealed a rate of 300-450K/min and

around 90K/min, respectively, between 1200 and 1000◦C as measured by a thermocouple in

the center of the graphite die. The applied pressure was 50MPa.

Heat treatments were conducted either on cut samples of the dimension 10×10×10mm3 or

cylindrical blanks for tensile and creep specimens with a diameter of 11mm and a length of

70mm under atmosphere by employing a high-temperature furnace of the type RHF1600

from Carbolite Gero GmbH & Co. KG, Germany, with a furnace cooling (FC) rate of

< 30K/min. The stabilization heat treatments up to 1000 ◦C were performed in a chamber

oven from Nabertherm GmbH, Germany, with a subsequent FC rate of < 2K/min.

The as-SPS or heat-treated samples were metallographically prepared according to Ref. [39]

and examined by employing a scanning electron microscope (SEM) from TESCAN GmbH,

Czech Republic, of the type CLARA in back-scattered electron (BSE) mode.

Further, the polished samples were investigated by X-ray diffraction (XRD) measurements

using an AXS D8 ADVANCE diffractometer from Bruker AXS GmbH, Germany. Thereby,

a 2θ range between 30 and 46◦ was recorded using a step size of 0.02◦ and an exposure

time of 10 s/◦. Corresponding Rietveld refinement [40] was used to quantify the fractions of

the present phases, applying the Bruker software TOPAS 4.2, Germany. For transmission

electron microscopy (TEM) specimens with 3mm in diameter were electrolytically thinned to

electron transparency employing a Tenu Pol-5 with the associated electrolyte A3 by Struers,

Germany. To determine the average lamellar spacing within the α2/γ colonies, a Philips

CM12 microscope, Germany, operating at an acceleration voltage of 120 kV was employed,

whereby the images were taken along the 〈110〉 zone axis of the γ-phase, i.e. in so-called

“edge-on” condition of the colonies. High angle annular dark field (HAADF), bright field

(BF) and energy dispersive X-ray (EDX) studies were carried out using a TEM of the type

Thermo Scientific Talos F200X from Thermo Fisher Scientific, United States.

The mechanical properties were determined via hardness measurements according to Vickers

(HV5) upon polished samples using a Q60A+ testing device from ATM Qness GmbH,

Austria, whereby each value was determined as the arithmetic mean value from at least ten

indents. Quasi-static tensile tests were conducted at 25, 300, 700, and 850 ◦C on machines

of the type Inspect 501 from Hegewald and Peschke GmbH, Germany, and AG-100 from

Shimadzu, Japan, according to DIN EN ISO 6892-1. The initial strain rate of the tensile tests

was 10−4 s−1, whereby the tensile test specimens had a diameter of 5mm and a gauge length

of 25mm machined from the former mentioned cylindrical blanks. For creep experiments,

the samples had a diameter of 6mm and a gauge length of 30mm. The creep tests were

conducted at 750 and 850 ◦C under an applied load of 150MPa using equipment from AET

Technologies, France, of the type TC30 and TC50.
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F.3 Results and discussion

F.3.1 Microstructure adjustment

3.1.1. BMBF3 alloy - Ti-47.4Al-5.6Nb-0.4W

The so-called BMBF3 powder was sintered at 1370 ◦C for 3min into a 20mm sample.

Figure F.1a shows the resulting FL microstructure, consisting solely of α2/γ colonies. Despite

the short dwell time of 3min, their size exceeds 200 µm, due to unhindered and, thus, fast

grain coarsening within the single α phase field region present at 1370 ◦C. Although coarse

grains are beneficial for the creep resistance in principle [25, 41, 42], Marauyama et al. [41]

showed that the creep rate of TiAl alloys is independent when the grain size is > 100 µm.

Besides, the large grain size deteriorates the RT ductility [28, 33, 43, 44]. Therefore, the

additional 80mm samples were sintered within the α + γ phase field region at 1350 ◦C for

3min. However, due to the low cooling rate of approximately 90K/min of the SPS unit by

NC, a subsequent heat treatment at 1350 ◦C for 60min followed by air cooling (AC) was

conducted to minimize the average lamellar spacing within the colonies [30]. The resulting

microstructure consists of small, lamellar α2/γ colonies surrounded by dark contrasted γg,

i.e. a NLγ microstructure, as shown in the SEM image in Fig. F.1b recorded in BSE mode.

The amount of γg was determined to be 10 vol.%, as shown in the insert of Fig. F.1b, where

all other conducted heat treatment temperatures between 1290 and 1350 ◦C for adjusting

a NLγ microstructure are summarized. The NLγ microstructure with 10 vol.% γg, thus

called NL10γ (shown in Fig. F.1b), was chosen for the further mechanical evaluation, as

literature suggests balanced mechanical properties between tensile strength, ductility as well

as creep resistance [28]. For the purpose of tensile and creep tests up to 850 ◦C, a common

stabilization heat treatment step was finally performed on the NL10γ microstructure, i.e.

at 900 ◦C for 4 h followed by FC [10, 45]. The 900 ◦C annealing temperature was selected

to be above the highest testing temperature to prevent microstructural changes during the

mechanical tests. The stabilized microstructure does not differ from Fig. F.1b, neither in

morphology nor appears so-called cellular reaction [9, 46] at the colony boundaries, which is

a form of discontinuous coarsening (DC) [56]. The lamellar colonies were further investigated

by TEM to determine the average lamellar spacing, resulting in 30±20 nm. This value is

essential for the interpretation of mechanical properties [25, 30, 41], see sectionF.3.2.

3.1.2. BMBF2 alloy - Ti-48.6Al-4.1Nb-0.7W-0.4Si-0.5C-0.1B

The BMBF2 alloy, sintered at 1325 ◦C for 3min and subsequent NC in cylindrical discs with

80mm in diameter, exhibits a microstructure mainly composed of dark fine-grained γg, as

shown in Fig. F.2a, which is called a near gamma (NG) microstructure [28]. Only a few

small lamellar α2/γ colonies are observable in the SEM image. In a higher magnification
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Figure F.1: SEM images in BSE mode of the BMBF3 alloy with a chemical composition
of Ti-47.4Al-5.6Nb-0.4W exhibiting a) a FL microstructure adjusted within the SPS unit
at 1370 ◦C for 3min, whose lamellar α2/γ colony size exceeds 200 µm, and b) a NLγ
microstructure adjusted during sintering at 1350 ◦C for 3min and a subsequent heat
treatment at 1350 ◦C for 60min followed by AC. The amount of dark appearing γg was
determined via quantitative analysis of SEM micrographs to be 10 vol.%, see insert and text
for details.

in the insert, bright phases are detectable as well as the gray contrasted α2 phase. These

white appearing precipitates are either bright-white βo phase, as it is enriched in W, or,

slightly darker, ζ silicides, which can be found within the grains or larger at their boundaries

[10]. As they are difficult to differentiate in the SEM, they were analyzed in the TEM

and will be discussed in detail in sectionF.3.3.3. This NG microstructure was subsequently

heat-treated at 1400 ◦C to adjust a FL microstructure as shown in Fig. F.2b. The holding

time was set at 30min to prevent extensive grain coarsening. Therefore and due to the

optimized chemical composition, when compared to the BMBF3 alloy. Additional Si and

B are forming high-temperature stable precipitates, inhibiting grain boundary migration

[9, 47, 48]. As a consequence, the colony size was kept at around 100 µm in the FL

BMBF2 microstructure. The silicides, ζ, are indicated in the insert in Fig. F.2b as small

spherical bright precipitates, whereas the borides are present as white, large, needle-shaped

precipitates in small quantities. After the heat treatment at 1400 ◦C in the α single phase

field region, the sample was cooled down with a medium cooling rate of about 100-150K/min,

whereby βo can precipitate bright-white at lamellar interfaces via α2 → βo+γ in an ellipsoid

morphology as reported in Refs. [49-52] for Ti-(47-48)Al+(W/Mo) alloys. Faster cooling

would prevent the βo-formation and lead to a smaller lamellar spacing and, thus better

strength and creep resistance [25, 30, 41]. However, higher cooling rates can lead to the

formation of massive γ via short-range diffusion, i.e. α → γm [53-55], which is undesired in

the FL microstructure.

The adjusted FL microstructure in the BMBF2 alloy is shown in Fig. F.2b. Therein, the
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Figure F.2: a) BMBF2 alloy (Ti-48.6Al-4.1Nb-0.7W-0.4Si-0.5C-0.1B) densified via SPS at
1325 ◦C, 3min dwell time and subsequent NC, which results in a NG microstructure, i.e.
dark-contrasted γg and traces of lamellar α2/γ colonies in the SEM BSE image. The insert
shows bright contrasted ζ silicides and bright-white βo phase along with the gray α2 phase
at γg boundaries; b) FL microstructure adjusted via a subsequent heat treatment at 1400 ◦C
for 30min exhibit a colony size of about 100 µm. The small white precipitates are ζ and
βo, whereas the large, needle-shaped ones are borides. A detailed evaluation is given in
sectionF.3.3.3. Pores, enlarged by etching, are also present as a consequence of TIP, see
text.

colonies appear irregular serrated, as in Fig. F.1a, stemming from the onset of discontinuous

coarsening, common in slowly cooled FL microstructures of high Al containing TiAl alloys

according to Denquin et al. [56], as discussed in detail in sectionF.3.3.

The last features of the FL microstructure in Fig. F.2b are spherical pores, which appear

enlarged due to prior etching. These pores stem from the internal porosity of the gas atomized

powder in use [34, 35], which are filled with trapped Ar inert gas. Those pores are compressed

during the SPS processing by applying pressure and temperature. However, through the

pressureless heat treatment at 1400 ◦C, they expand again due to the high pressure of the

indissoluble Ar gas within the compressed pores. This phenomenon is called thermally

induced porosity (TIP) [57, 58] and can impact the mechanical properties negatively.

However, the pores are spherical and µm-sized, therefore, two orders of magnitude smaller

than the largest microstructural feature, namely the α2/γ colonies.

Upon the adjusted FL microstructure, the same additional stabilization heat treatment as

for the NL10γ microstructure of BMBF3 was conducted, i.e. 900 ◦C for 4 h, FC. Again,

the stabilization treatment did not lead to any alteration of the microstructure. No cellular

reaction takes place, starting from the α2/γ boundaries. The average spacing between the

lamellar interfaces was determined by TEM to be 121±130 nm. A more detailed analysis,

regarding the stability of those lamellar structures, is presented in sectionF.3.3.
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F.3.2 Tensile and creep tests up to 850 ◦C

Three microstructural conditions were mechanically evaluated: i) the NL10γ condition of

BMBF3 (Fig. F.1b), ii) the NG (Fig. F.2a) and iii) the FL (Fig. F.2b) condition of BMBF2,

whereby the respective heat treatment route and the resulting microstructures are described

in the previous chapter.

3.2.1. NL10γ microstructure of BMBF3

The tensile results of the NL10γ microstructure of the BMBF3 alloy (green color coding in

Fig. F.3) exhibit a yield strength, determined at an offset of 0.2% plastic strain (Rp0.2), of

about 490MPa and an ultimate tensile strength (UTS) of about 610MPa. Concurrently, a

plastic strain at fracture (A5) [59] of 0.9% is maintained. An increase of the test temperature

provokes a slight decrease of the strength values, while the ductility, i.e. A5, increases.

Between the tensile test at 700 and 850 ◦C, a pronounced reduction of the strength can be

observed, while a strong increase of the elongation values to more than 10% appears. Such

a mechanical response as a function of the temperature is common for engineering TiAl

alloys, i.e. maintaining strength levels up to a specific temperature, above which a drop

takes place [6, 7, 12, 45, 60, 61], i.e. at the so-called brittle-to-ductile-transition temperature

(BDTT). The BDTT in TiAl alloys is in the range between 700 and 900 ◦C, whereby the

exact temperature depends on the chemical composition of the alloy, its microstructure and

the testing condition, e.g. used strain rate [12, 13, 62]. For comparison, Figs. F.3a-c contain

literature values, in gray, from SPS manufactured engineering TiAl alloys, namely the TNM

alloy in FL condition as a representative high-strength γ-TiAl based alloy [60] as well as

the Ti-48Al-2Nb-2Cr (Ti-48-2-2) alloy with a duplex microstructure [63] (i.e. about 50%

γg and 50% α2/γ [64]) characterized by a satisfactory RT ductility. The comparison of the

tensile test results with the literature shows that the BMBF3 NL10γ is close to the Ti-48-2-2

alloy, but slightly stronger. Nevertheless, the creep tests conducted at 750 ◦C (see Fig. F.3d)

reveal that the creep resistance of BMBF3 NL10γ is enhanced, when compared to the TNM

alloy [60] inserted in Fig. F.3d. However, creep tests at 850 ◦C of the BMBF3 samples show

that 1% creep strain is reached after 20 h, which is not acceptable for application at this

temperature. Nevertheless, in summary, the BMBF3 alloy in NL10γ condition is more ductile

than the high-strength FL TNM alloy [60] and stronger when compared to the ductile duplex

Ti-48-2-2 alloy [63], thus representing balanced mechanical properties in the course of the

tensile tests. In addition, its creep resistance exceeds the value of the FL TNM alloy, making

it a potential alloy for application up to 750 ◦C.
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Figure F.3: Results of the tensile and creep tests of the selected microstructures: NL10γ
BMBF3 (green), NG BMBF2 (blue) and FL BMBF2 (red): a) yield strength, Rp0.2, b)
ultimate tensile strength, UTS, and c) plastic strain at fracture, A5, as a function of
temperatur. d) Creep strain as a function of time determined at 750 and 850 ◦C and 150MPa.
a)-d) includes also data from literature for comparison with i) a high-strength and ii) a ductile
TiAl alloy, more precisely i) the TNM alloy manufactured via SPS with a FL microstructure
[60] and ii) the Ti-48-2-2 alloy with a duplex microstructure also processed via SPS [63] in
a)-c).

3.2.2. NG microstructure of BMBF2

Aiming for higher service temperature, the BMBF2 alloy was designed with a chemical

composition of Ti-48.6Al-4.1Nb-0.7W-0.4Si-0.5C-0.1B, against the background of solid

solution strengthening by Nb and W, precipitation hardening through Si and C, forming

fine ζ-Ti5Si3 and p-Ti3AlC particles, as well as B, generating borides for heterogeneous

nucleation [12, 21, 25-27]. First, the tensile test results of the NG microstructure (blue color

coding in Fig. F.3) show the highest strength at RT with about 700MPa, but with A5 <

0.1% also the lowest plasticity. Note that at this temperature Rp0.2 could not be determined,

which means that no data points are marked in Fig. F.3a and, therefore, the course of the line
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originates from the UTS values. Despite the above-mentioned strengthening mechanisms,

the tensile test results are surpassed by the FL TNM alloy with a colony size of about 45 µm

[60]. This may be caused by the lower Al content of the TNM alloy, i.e. a lower γ content

along with a higher α2 and βo phase fraction, as well as oversized precipitates, e.g. ζ, which

surround and/or penetrate the γg phase as shown in Fig. F.2a. The coarse precipitates may

also explain the low ductility of the NG microstructure, which is otherwise known as the

most ductile TiAl microstructure showing a poor creep resistance [28, 29]. However, the creep

resistance (see Fig. F.3d) of the fine-grained BMBF2 NG microstructure could be enhanced

when compared to the TNM alloy as well as to the BMBF3 NL10γ variant at 750 and 850 ◦C.

At 850 ◦C, 1% creep strain is reached after around 70 h under applied load and temperature,

i.e. significantly before 100 h, which represents a benchmark time for aerospace application

[12]. In addition, the low ductility restricts the application of this microstructure due to

a low damage tolerance [1, 2]. Thus, a further microstructural adjustment was conducted

which is discussed in the next section.

3.2.3. FL microstructure of BMBF2

In contrast to the NG microstructure, the FL microstructure (Fig. F.2b) with a subsequent

stabilization heat treatment at 900 ◦C is about 250MPa softer at RT, i.e. the strength

level in Fig. F.3a is around 450MPa, which is comparable to the Ti-48-2-2 alloy [63]. A

plastic strain at fracture of about 0.2% was measured (Fig. F.3c), similar to the TNM alloy

(likewise manufactured via SPS), whereas the Ti-48-2-2 alloy is significantly more ductile.

The UTS values as well as Rp0.2 remain almost at the same level up to 850 ◦C. However,

note a slight drop in strength and ductility at 300 ◦C. This sign of embrittlement stems from

the occurrence of a thermally activated antisite mechanism locking dislocations, as it was

observed in the temperature range of 200-500 ◦C in Refs [65, 66] and theoretically treated in

Ref [67].

The creep results of the FL BMBF2 microstructure exceed all examined material conditions

at both temperatures, see Fig. F.2d. At 850 ◦C the 1% creep strain benchmark is reached

after 150 h, due to the low minimum creep rate of 1·10−8 s−1, whereby at 750 ◦C ǫ̇min was

6·10−10 s−1. The microstructural investigations via SEM after the creep experiments revealed

no obvious difference in the FL microstructure, as shown in Fig. F.4 taken on a sample crept

for 360 h at 850 ◦C beyond the occurrence of the minimum strain rate. Therefore, the BMBF2

FL microstructure is well suited and stable for an application at 850 ◦C, expanding the field

of application of TiAl alloys. Furthermore, its excellent creep properties were also confirmed

by additive manufacturing of samples and their testing in FL condition [10].
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Figure F.4: SEM image in BSE mode of the FL microstructure of the BMBF2 alloy
crept for 360 h at 850 ◦C. The creep strain was 2%. The microstructure reveals the same
microstructural features when compared to the initial microstructure, see Fig. F.2b, and no
obvious differences have occurred.

F.3.3 Microstructural stability of the C-containing fully lamellar

condition of the BMBF2 alloy

The stability of the microstructure under thermal exposure plays an important role for

TiAl alloys, as it influences the mechanical properties at high temperatures. Therefore,

stabilization heat treatments slightly above the service temperature are implemented

to prevent microstructural changes during application, as it was done in sectionF.3.2,

i.e. stabilization annealing at 900 ◦C and subsequent testing up to 850 ◦C. Thereby, no

microstructural degradation was found in the SEM images, when comparing Fig. F.2b with

Fig. F.4.

3.3.1. Hardness response with regard to heat treatment parameters

The initial condition was a SPS sample of the BMBF2 alloy with a diameter of 20mm

sintered at 1400 ◦C followed by NC cooling. The resulting FL microstructure, as shown in

Fig. F.5a, reveals lamellar α2/γ colonies as well as bright contrasted phases, like borides, ζ

and βo. As mentioned before, the colony boundaries appear rather serrated than straight.

This is caused by the onset of DC during the moderate cooling from the single α phase

field region, as it was described by Denquin et al. [56]. Thereby the γ nuclei grow across the

former α boundary in the adjacent grain. The adjusted FL microstructure of the BMBF2

alloy, in the following called as-SPS condition, exhibits a hardness of 324±4HV5. Subsequent

different stabilization heat treatments were then conducted on the as-SPS microstructure,

i.e. for different times: 10, 100 and 240min as well as at different temperatures: 800, 900 and

1000 ◦C followed by FC. Although no difference could be detected in the SEM images, when

compared to the as-SPS microstructure in Fig. F.5a, the hardness differs significantly, see
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Fig. F.5b. Therein, annealing at 1000 ◦C shows an immediate drop in hardness. In the case of

annealing at 900 ◦C, after an initial increase at 10min, the hardness decreases continuously

to the level observed at 1000 ◦C. On the contrary, holding the as-SPS microstructure at

800 ◦C for 100min and beyond, an increase of the hardness to about 375HV5 could be

observed, corresponding to a rise of 15%. As mentioned, no difference could be found in

the SEM images, i.e. no CR [9, 46, 68], which could explain a hardness drop or increase.

Consequently, further XRD and TEM experiments were conducted.

Figure F.5: a) SEM image in BSE mode of sintered BMBF2 powder at 1400 ◦C with a FL
microstructure, in the following called as-SPS condition. b) Hardness of the as-SPS condition
and SPS microstructures, which were stabilized at different temperatures and times. The
encircled conditions were further investigated, see text.

3.3.2. Occurring phases according to X-ray diffraction

XRD experiments were conducted at specific samples, i.e. as-SPS and stabilization

annealed, and the results are compiled in Fig F.6. According to the corresponding Rietveld

refinement [40] all microstructures consist mainly of γ phase, i.e. 94±3 vol.%, whereby

individual peaks indicate the occurrence of additional phases (<6±3 vol.%). The βo phase

is present in all conditions, slightly more distinctive after a dwell temperature of 900 and

1000 ◦C. The as-SPS condition (black line) reveals a pronounced α2 peak which almost

vanishes in annealed condition. Moreover, a significant peak at 43.3 ◦ arises corresponding

to the perovskitic p-Ti3AlC in the 900 ◦C/ 240min condition. Note that no ζ-Ti5Si3 silicides

could be determined in any XRD spectra. This may be caused by their small amount and

complex D88 structure [12], which means that only peaks of low intensity occur, thus sinking

into the background of the diffractograms. Besides, no peaks for the hexagonal h-carbides

(Ti2AlC) could be detected, however, those should only occur for C contents higher than

0.7 at.% [69,70].
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Based on those results it can be concluded that the initial as-SPS condition consists of

thermodynamically unstable α2 phase, which dissolves mainly during the stabilization heat

treatment. As well-known in literature, α2 solves up to 1.5 at.% C [71], which have to

be dissolved or precipitated in the remaining phases as soon as the α2 volume fraction is

decreased. The remaining microstructure, however, consists mainly of the γ phase, whose

solubility limit is ∼ 0.25 at.% at RT [71, 72]. At 900 ◦C, it appears that the p-carbides form to

an extent that XRD can resolve them. However, they are not present at 1000 and 800 ◦C. At

the former temperature, the C may still be solved in the remaining microstructure, because

the temperature lays above their solvus temperature as proposed by Refs. [6, 71] who also

found no carbides at 1050 ◦C by TEM, atom probe tomography (APT) and small-angle

neutron scattering (SANS) in a Ti-45Al-5Nb-0.5C alloy. Wang et al. [73] were determined

the p-carbide solvus temperature between 900 and 1000 ◦C via extensive TEM and high-

energy X-ray diffraction (HEXRD) investigations on the solution annealed and aged Ti-

45Al-5Nb-0.5C samples. However, the remaining of the C after stabilization at 800 ◦C could

not be detected via XRD. Since it is unlikely that the C content is dissolved entirely in the

remaining microstructure at 800 ◦C, finely dispersed p-carbides are more probable, but they

are not resolved by XRD due to their size-related peak broadening and, thus, vanish into

the background [73, 74].

Figure F.6: Section of the XRD spectra, revealing the presence of up to four phases,
depending on the thermal history, see text.

3.3.3. Transmission electron microscopy on the FL microstructure

TEM investigations were conducted on the as-SPS samples with FL microstructure as

well as on two stabilized conditions, i.e. 900 ◦C/240min and 800 ◦C/100min, as shown

in Fig. F.7. Thereby, the techniques of scanning transmission electron microscopy (STEM)

in BF or HAADF imaging mode were employed. The latter mode provides information

about the composition of the observed phases, i.e. via Z-contrast, whereby phases enriched

on heavy elements appear in bright contrast [75]. For more details regarding the chemical

composition, EDX mappings were performed in STEM mode. The average lamellar spacing
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of the FL microstructure in as-SPS condition was determined to be 310±300 nm. This broad

distribution stems from fine lamellar α2 phase, which is enriched in Ti, and broad Al rich γ

lamellae, as shown by the STEM image of a α2/γ colony in Fig. F.7a and the corresponding

EDX mappings in Fig. F.7b. The α2/γ colonies form during cooling via the Blackburn

orientation relationship, i.e. 〈112̄0〉α2
||〈110]γ, (0001)α2

||{111}γ [76]. Thereby, the γ lamellae

nucleate in six different variants and grow continuously at the expense of α2, which results

in γ/γ (Fig. F.7a) as well as α2/γ interfaces [12]. The α2 lamellae in the close-up of Fig. F.7a

are occasionally interrupted due to another form of DC, i.e. the discontinuous growth of

the thermodynamically stable γ phase via atomic-sized ledges [25, 77, 78]. Furthermore,

DC takes place across several γ laths, leaving behind one γ grain inside the α2/γ colony as

indicated in Fig. F.7a. This DC took place during the slow cooling, but after the formation

of the α2/γ colonies. This phenomenon, although inhibited by broad lamellae and alloying

with W and B, is well-known in FL TiAl alloys containing a high Al content [56, 77, 78],

deteriorating the strength of the microstructure as dislocation mobility increases. As a

consequence of the high γ phase fraction (94 vol.%), which has a lower solubility for Ti, W,

Si and C than the α2 phase [21, 71, 79], these elements became either supersaturated in the

γ laths or tended to precipitate. The EDX measurements reveal Ti, W, Nb rich precipitates.

Those are up to 500 nm in length and are identified as βo. In addition, ζ silicide particles

form, but finer shaped as βo. Both, the fine ζ as well as the larger βo precipitates form during

cooling as the amount of α2 phase decreases. Finally, no evidence of C-containing precipitates

could be detected in the TEM, which confirms the XRD analyses of this condition. Only

minor C accumulations could be found in the EDX mapping, where the α2 phase decomposes

either into βo, γ or ζ, which have a lower solubility for C than the α2 phase [80].

Exposing the FL microstructure to a temperature of 900 ◦C for 240min results in further

decomposition of the α2 laths, as recognizable in the upper left colony of Fig. F.7c. Therein,

the former α2 laths leave behind a trace of fine white ζ and βo precipitates, which were

identified as either Si or W rich, due to the low solubility limit of these elements in γ [79].

Besides, in the bottom grain of Fig. F.7c, fine precipitates were found uniformly aligned in the

γ phase, as pointed out in the image with higher magnification. Next to these precipitates,

coarse and non-uniformly arranged particles were detected, which are Ti and C rich, as well

as lean in Al, see Fig. F.7d. Therefore, it is concluded that those are p-Ti3AlC carbides

formed by heterogeneous nucleation at dislocations as similarly reported in Refs. [69, 73].

Although the EDX mapping does not detect a C enrichment in the case of the aforementioned

uniformly arranged precipitates, it is concluded that these are fine p-carbides, as occuring in

TiAl+0.5C alloys [69, 73, 81]. These precipitates are always arranged in specific distances

around other carbides, boundaries as well as former α2 lamellae. Thus, forming precipitation

free zones (PFZ) as described in Refs. [73, 81] and indicated in Fig. F.7c. Beyond, the γ

grains are enriched in C, which leads to the homogeneous precipitation of the p-carbides

according to (001)γ||(001)p and (010)γ||(010)p [81] in a needle-shaped manner along their
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Figure F.7: Various TEM investigations, described in detail in the text, of a)-b) the initial
FL as-SPS condition, revealing element partitioning and the formation of precipitates; c)-d)
FL microstructure after 240min at 900 ◦C showing C-containing precipitates located in the
remaining γ phase; e) STEM-HAADF and f) STEM BF images reveal fine homogeneous
distributed carbides within the γ lamellae of the FL microstructure stabilized at 800 ◦C for
100min, whereby the carbides could be identified as p-Ti3AlC precipitates.
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[001] direction [81, 82]. These precipitates form in a significant amount and are about a few

tens of nanometer thick, thus identifiable via XRD see Fig. F.6b. Although p-carbides are

considered as an effective dislocation barrier, it seems that the coarse p-carbides, the PFZ

[81] as well as the decomposition of the lamellar structure by the observed coarsening of the

γ phase [56] lead to a drastic drop in hardness.

After 100min at 800 ◦C the colonies are still exhibit a lamellar feature, as shown in Fig. F.7e.

However, the EDX mappings show no lamellae enriched in Ti and depleted in Al, concluding

that mainly γ laths are present after the stabilization treatment at 800 ◦C. In addition, there

are coarse βo and coarse ζ precipitates present in Fig. F.7e as discussed before (see Fig. F.7a),

but no traces of Si and W rich fine precipitates located at former α2 laths as seen at 900 ◦C

in Fig. F.7c. In BF mode, Fig. F.7f, the γ laths show the appearance of very fine precipitates

homogeneously distributed and there are no PFZs at the interface boundaries. Note, that

the precipitate visibility in Fig. F.7f is orientation dependant, i.e. better visibility in specific

zone axes, thus the bright γ laths do not show them, even though they might be present.

The higher magnification of a γ lath confirms again the presence of needle-shaped p-carbides

equally arranged. However, they are thinner and more frequent, when compared to the

p-carbides in Fig. F.7c, thus explaining their absence in the corresponding XRD spectrum

(Fig. F.6), as fine particles broaden the XRD peaks. Note that the majority of the TEM

contrast stems from the misfit strain evoked by the p-carbides .

Wang et al. [73] showed that the size of the PFZs can be minimized by heat treatments, but

they could not be eliminated. At 800 ◦C, the p-carbides in the γ laths precipitated fine

and in a uniform manner, without PFZ at the interfaces. Those precipitates effectively

impede the motion of dislocations within the γ laths [25, 82], thus increasing the hardness

of the FL microstructure (see Fig. F.5). This strengthening mechanism is counteracted by

the dissolution of the α2 lamellae due to continuous and discontinuous coarsening of the γ

phase [83]. This coarsening is accelerated at a higher stabilization temperature [56, 77, 78],

i.e. more progressed in the sample annealed at 900 ◦C (Fig. F.7c). The α2 laths are effective

dislocation barriers, while γ interfaces are weaker ones [83], thus the lower α2 phase fraction

and the broader γ phase within the colonies decrease the hardness in the 900 ◦C condition.

Note, that in the sample annealed at 900 ◦C, the carbides (as well as the βo and ζ phase)

are few and coarse and, therefore, less effective in strengthening the FL microstructure. In

addition, there is a more pronounced and faster decomposition, which reduces the hardness.

F.4 Summary

In this work, two new 4th generation γ-TiAl based alloys were investigated regarding their

microstructure and mechanical properties, i.e. the BMBF3 alloy with a nominal composition

of Ti-47.4Al-5.6Nb-0.4W and the BMBF2 alloy consisting of Ti-48.6Al-4.1Nb-0.7W-0.4Si-
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0.5C-0.1B. Both alloys were gas atomized and the powders were used for the densification

via SPS, which forms the starting condition for the subsequent heat treatments to extend

the field of application for TiAl alloys.

❼ The BMBF3 alloy was heat-treated to adjust a NLγ microstructure containing 10 vol.%

γg. Since the resulting mechanical properties are UTS=610MPa and A5=0.9%,

the comparison with the literature shows that this microstructural condition can

be addressed as a more ductile TNM alloy as well as a harder Ti-48-2-2 alloy.

Concurrently, its creep resistance exceeds these two engineering reference alloys at

750 ◦C under an applied load of 150MPa.

❼ For the BMBF2 alloy, two microstructures were adjusted and tested. A fine-grained

NG microstructure, which showed the highest tensile strength level within this work,

but it lacks on RT ductility. The adjustment of a FL microstructure reveals low

strength values but higher RT ductility, when compared to the NG microstructure.

Furthermore, the FL condition shows an excellent creep resistance up to 850 ◦C, i.e.

1% creep strain was withstood up to 150 h under 150MPa under an applied load of

150MPa.

The FL BMBF2 alloy contains 0.5 at.% C and is subjected to a so-called stabilization

heat treatment to improve the mechanical properties. Although not visible in the SEM

images, effects of carbide precipitation could be confirmed by hardness, XRD as well as

TEM experiments:

❼ A stabilization heat treatment at 800 ◦C reveals an increase in hardness from the initial

324HV5 to 375HV5. This is caused by the fine and homogeneous precipitation of p-

Ti3AlC carbides within the γ lamellae, whereby no PFZs are detectable at the lamellar

interfaces.

❼ After dwelling at 900 ◦C, p-carbides are big enough to be detectable by XRD,

thus representing less efficient barriers for dislocations. Concurrently, significant

discontinuous coarsening of the γ laths leaves behind traces of βo (W rich) and ζ

silicide precipitates, which deteriorates the lamellar structure of the colonies. As a

consequence, the hardness drops below 300HV5.

❼ At 1000 ◦C, besides discontinuous coarsening, whose formation is accelerated at higher

temperatures, it is argued that C is mainly present in a dissolved state, as proposed

by literature and confirmed by missing XRD peaks. Since C is a weak solid solution

strengthener in TiAl alloys, the hardness drops immediately at this temperature.
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The BMBF2 FL microstructure stabilized at 900 ◦C shows excellent high-temperature

strength and creep resistance up to 850 ◦C, thus 100 ◦C higher than obtained by already

introduced engineering TiAl alloys.
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